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PWA

Procedure Number Revision |Effective Date Subject
PWA T&S INTRO E 1/17/2006 _ [Introduction
PWA 55-1S E 9/7/1988 CANCELLED: Gold Coating
PWA 60-1S J 4/26/2007  [Anti-Gallant Compound, Graphite Varnish
PWA 76-1S F 7/25/1994 [CANCELLED: Abradable Seal (Tape)
PWA 271-1S C 9/2/1997 Wire, Flame Spray, Nickel (4.75 Aluminum) Superseded by PWA 36937-1S
PWA 298-1S F 4/26/2007  |Anti-Gallant Compound Molybdenum Disulfide - Graphite
PWA 404-1-1S
PWA 404-1-2S
PWA 404-1-3S
PWA 404-1-4S
PWA 404-1-5S
PWA 404-1-6S
PWA 404-1-7S
PWA 404-1-8S . . :
PWA 204-1-9S \Y 7/27/2007  |[Silicone Rubber Compound, High Temp. Resistant
PWA 404-1-10S
PWA 404-1-11S
PWA 404-1-12S
PWA 404-1-13S
PWA 404-1-14S
PWA 404-1-15S
PWA 404-1-16S
PWA 404-2-1S
PWA 404-2-5S
PWA 404-2-6S R 6/30/2009 |Silicone Rubber Compound, High Temp. Resistant
PWA 404-2-8S
PWA 404-2-9S
PWA 406-1S Initial Issue 2/5/1985 CANCELLED:Silicone Rubber Compound
PWA 407-1S
PWA 407-2-1S R 3/28/2011 |[Silicone Rubber Compound, High Temperature Resistant
PWA 407-3S
PWA 409-1-1S B 7/24/2006 [Fabric, Glass, Epoxy Resin Impregnated
PWA 414-1S J 6/7/2000 Fiberglass Fabric, Polyamide Resin Impregnated (Cycom 3002 Prepreg)
PWA 416-1S
PWA 416-2S
PWA 416-3S J 7/22/2008 |Adhesive/Sealant, Polysulfide Rubber
PWA 416-4S
PWA 416-5S
PWA 420-1S F 7/25/1994 [CANCELLED: Phenolic Microballoons
PWA 421-1-1S J 5/25/2007 |Liguid Epoxy Resin (Epon 815)
PWA 421-2-1S J 5/25/2007 |Liguid Epoxy Resin (Epon 828)
PWA 421-3-1S N .
PWA 421325 L 5/25/2007  [Liquid Epoxy Resin (Epon 826)
PWA 422-1-1S H 5/25/2007 |Curing Agent, Epoxy Resin (Amine Type)
PWA 422-2-1SS A 7/25/1994 |CANCELLED: Curing Agent, Epoxy Resin (Amine Type)
PWA 424-1S B 7/25/1994 |CANCELLED: Thickening Agent for Liquid Resins - Type 1 & Type 2
PWA 424-1-1S A 7/25/1994 [CANCELLED: Powder, Fumed Silica
PWA 424-2-1S A 7/25/1994 [CANCELLED: Powder, Fumed Silica
PWA 433-1S J 4/26/2007 |Fabric, Fiberglass, Epoxy Resin Impregnated
PWA 446-1S J 5/25/2007 |Polyurethane Resin, Foaming (Eccostock FPH)
PWA 448-1S G 5/25/2007 |Adhesive Film, Epoxy, Reticulating
PWA 450-1S B 7/25/1994 [CANCELLED: Glass Microballoons
PWA 450-1-1S A 7/25/1994 [CANCELLED: Glass Microballoons
PWA 451-2S B 3/22/1986 [CANCELLED: Adhesive Sheet, Epoxy, Foaming
PWA 451-3S Initial Issue | 12/22/1986 [CANCELLED: Adhesive Sheet, Eposy, Foaming
PWA 451-1-1S
PWA 451-1-2S
PWA 451-1-3S
PWA 451-1-4S T 11/20/2007 |Adhesive Sheet, Epoxy, Foaming
PWA 451-1-5S
PWA 451-1-6S
PWA 451-1-7S
PWA 452-1S D 7/25/1994 [CANCELLED: Potting Compound, Epoxy
PWA 453-1S C 12/4/1989 |CANCELLED - Superseded by PWA 457: Adhesive, Paste, Epoxy
PWA 454-1S . . o
PWA 454-25 N 7/24/2007  |Primer, Epoxy, Corrosion Inhibiting
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PWA 455-2-1S

N

4/10/2008

Adhesive Film, Epoxy, Reticulating

PWA 456-1-1S

B

4/10/2008

Adhesive Film, Epoxy, Scrim Supported

PWA 456-2-1S

PWA 456-2-2S

PWA 456-2-3S

PWA 456-2-4S

4/10/2008

Adhesive Film, Epoxy, Scrim Supported

PWA 457-1-1S

PWA 457-1-2S

PWA 457-1-3S

PWA 457-1-4S

4/7/2009

Adhesive Paste, Epoxy (EA 934 NA)

PWA 457-2-1S

PWA 457-2-2S

PWA 457-2-3S

PWA 457-2-4S

PWA 457-2-5S

PWA 457-2-6S

4/7/2009

Adhesive Paste, Epoxy (EA 9394)

PWA 457-3-1S

PWA 457-3-2S

PWA 457-3-3S

PWA 457-3-4S

4/7/2009

Adhesive Paste, Epoxy (EA 9395)

PWA 457-4-1S

PWA 457-4-2S

PWA 457-4-3S

PWA 457-4-4S

4/7/2009

Adhesive Paste, Epoxy (EA 9396)

PWA 457-5-1S

PWA 457-5-2S

PWA 457-5-3S

PWA 457-5-4S

4/7/2009

Adhesive Paste, Epoxy (EA 9392)

PWA 459-1-1S

PWA 459-1-2S

PWA 459-1-3S

10/22/2008

Fabric, Aromatic Polyamide, Epoxy Resin Impregnated

PWA 459-2-1S

PWA 459-2-2S

PWA 459-2-3S

10/22/2008

Fabric, Aromatic Polyamide, Epoxy Resin Impregnated

PWA 464-1S

PWA 464-2S

7/23/2007

Adhesive Film, Epoxy, Scrim Supported

PWA 465-3-1S

5/25/2007

Adhesive Solution, Epoxy, Sprayable

PWA 466-1S

PWA 466-2S

PWA 466-3S

11/9/2011

Liquid Epoxy Resin and Curing Agent

PWA 467-1S

PWA 467-2S

PWA 467-3S

2/13/2009

Silicone RTV Rubber, Red

PWA 474-1S

PWA 474-3S

PWA 474-4S

PWA 474-5S

6/14/2007

Anti-Gallant Compound

PWA 476-1S

7/25/1994

CANCELLED: Molding Compound, Polyester, Composite

PWA 477-1S

PWA 477-2S

PWA 477-3S

PWA 477-4S

PWA 477-5S

7/7/2011

Adhesive Film, Epoxy, Scrim Supported

PWA 478-1S

PWA 478-2S

5/25/2007

Primer, Resin Base

PWA 482-1S

PWA 482-2S

PWA 482-3S

PWA 482-4S

PWA 482-5S

PWA 482-6S

PWA 482-7S

PWA 482-8S

PWA 482-9S

PWA 482-10S

7/25/1994

CANCELLED: Plastic Film, Special Quality

PWA 487-1S

Initial Issue

10/11/2007

Touch-Up Coating
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PWA 488-1S G 5/25/2007  |Primer, Epoxy, Corrosion Inhibiting
PWA 489-1S A 7/23/2007  |Coating, Aluminum Touch-Up
PWA 496-1S D 5/22/1992 |CANCELLED - Superseded by PWA 454: Primer, Synthetic Resin
PWA 499-2-1S G 4/13/2011 High Temperature Color Finish (Orange)
PWA 499-2-2S Room Temperature Curing - Inorganic Binder
PWA 499-8-1S E 4/13/2011  [High Temperature Color Finish (Black) Room Temperature Curing - Inorganic Binder
PWA 521-1S
PWA 521-2S
PWA 521-3S : : . ;
P o N T i A
PWA 521-5S
PWA 521-6S
PWA 521-7S
PWA 524-1S A 2/5/1985 CANCELLED: Lubricant, Aircraft Turbine Engine
PWA 529-1S E 7/25/1994 |CANCELLED: Gas, Helium
PWA 530-1S E 7/25/1994  [CANCELLED: Nitrogen, Liquid
PWA 537-1S A 7/23/2007  |Primer, Silicone Rubber, Colorless, Air Drying, Naphtha Solvent Type
PWA 543-1S L 5/25/2007 |Compound, Sealant, Diffusion Barrier
PWA 545-1-1S B 8/2/2006 Cobalt Aluminum Slurry
PWA 545-2-1S B 8/2/2006 Aluminide Coating Tape
PWA 548-1S J 4/26/2007  [Aluminum-Zinc Coating
PWA 549-1S B 8/31/1976  |CANCELLED: Retaining Compounds, Single Component, Anaerobic
PWA 549-1-1S G 7/18/2007 |Thread Locking and Retaining Compound (Loctite)
PWA 549-2-1S L 10/26/2010 [Thread Locking and Retaining Compound (Loctite)
PWA 549-3-1S M 10/26/2010 [Thread Locking and Retaining Compound (Loctite)
PWA 549-4-1S F 7/18/2007 |Thread Locking and Retaining Compound (Loctite)
PWA 549-5-1S F 7/18/2007 |Thread Locking and Retaining Compound (Loctite)
PWA 549-6-1S H 7/18/2007 |Thread Locking and Retaining Compound (Loctite)
PWA 549-7-1S H 7/18/2007 |Thread Locking and Retaining Compound (Loctite)
PWA 549-8-1S E 7/18/2007 |Thread Locking and Retaining Compound (Loctite)
PWA 549-9-1S F 7/18/2007 |Thread Locking and Retaining Compound (Loctite)
PWA 549-10-1S F 7/18/2007 |Thread Locking and Retaining Compound (Loctite)
PWA 550-1S K 5/25/2007 |Anti-Gallant Compound
PWA 551-1S Initial Issue 2/5/1985 CANCELLED: Silicone Rubber Primer
PWA 552-1S L 5/25/2007 High Temperature Cement, Two Component Type
PWA 554-1-1S F 5/25/2007 |Aluminum Sealant, Thermosetting Inorganic Binder (SermaBond 501)
PWA 554-2-1S B 7/25/1994 CANCELLED: Aluminum Sealant
PWA 555-2-15 E 5/25/2007  |Primer, Polyurethane (Chemiok 218)
PWA 555-2-2S
PWA 556-1-1S R 4/5/2011 Primer, Silicone Rubber, Red, Air Drying, Naphtha Solvent Type
PWA 556-2-1S G 4/5/2011 Primer, Silicone Rubber, Clear, Air Drying, Naphtha Solvent Type
PWA 556-3-1S A 4/5/2011 Primer, Silicone Rubber, Red, Air Drying, Naphtha Solvent Type
PWA 556-4-1S A 4/5/2011 Primer, Silicone Rubber, Clear, Air Drying, Naphtha Solvent Type
PWA 556-5-1S A 4/5/2011 Primer, Silicone Rubber, Red, Air Drying, Organic Siloxane Solvent Type
PWA 556-6-1S A 4/5/2011 Primer, Silicone Rubber, Clear, Air Drying, Organic Siloxane Solvent Type
PWA 559-1S E 7/25/1994 [CANCELLED: Anti-Gallant Compound
PWA 561-1-1S G 7/21/2010 |High Temperature Finish (SermaSeal 570A)
PWA 562-1S G 4/26/2007  |Primer, Epoxy (EC 3901)
PWA 567-1S L 4/26/2007  [Polyurethane Finish, Clear
PWA 568-1S R 4/26/2007 |Epoxy Primer, Room Temperature Curing
PWA 569-1S
PWA 569-2S - .
PWA 569-3S P 4/26/2007  [Aluminized Epoxy Enamel, Room Temperature Curing
PWA 569-4S
PWA 577-1S . . -
PWA 57725 L 4/26/2007  [Aluminum Enamel, Heat Resistant (Silicone)
PWA 578-1S
PWA 578-2S R 8/6/2007 Aluminum Enamel, Heat Resistant (Silicone-High Baking)
PWA 578-3S
PWA 579-1S B 7125/1994 CANCELLED: Primer, Gray, Rapid Drying
PWA 580-1S E 7/26/1996 [CANCELLED - Superseded by PWA 416: Compound, Synthetic Rubber
PWA 583-1S K 3/24/1986 |CANCELLED - Superseded by PWA 549: Sealing & Retaining Anaerobic Compound
PWA 585-1S L 6/25/2009 [Anti-Gallant Compound and Treatment - General Purpose
PWA 586-1S
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PWA 586-25 Anti-Gallant Compound
PWA 586-3S R 6/24/2011 ) ) .
PWA 53645 Note: -2S 4 oz. Bottle is unavailable
PWA 586-5S
PWA 587-1S
PWA 587-2S K 3/27/2007  |Anti-Gallant Compound - G-n Metal Assembly Paste
PWA 587-3S
PWA 588-1S A 2/5/1985 CANCELLED: Silicone Enamel, Gray (Thermosetting)
PWA 589-1S E 7/25/1994 |CANCELLED: Epoxy Finish, Clear Red (Thermosetting)
PWA 590-1S A 2/5/1985 CANCELLED: Adhesive, Phenolic Resin
PWA 591-3-1S E 7/25/2006 |Sealing Compound, Synthetic Resin, Polyester
PWA 594-1S A 2/5/1985 CANCELLED: Alkyd-Silicone Enamel, Gray
PWA 595-1-1S G 7/24/2007  |Aluminum Coating
PWA 595-2-1S F 7/23/2007  |Aluminum Coating
PWA 596-1-1S L 8/2/2006 Aluminum - Silicon Slurry
PWA 597-1-1S
PWABO7-2-15 H 12/15/2009 [Polyurethane, Polyether Type
PWA 599-1S D 7/25/1994 |CANCELLED: Green Ceramic Finish
PWA 603-1-1S
PWA 603-5-1S
PWA 603-5-2S
PWA 603-5-3S
PWA 603-6-1S
PWA 603-6-2S
PWA 603-6-3S M 6/14/2007  |Potting Compound, Epoxy (Eccobond SF-40)
PWA 603-7-1S
PWA 603-7-2S
PWA 603-7-3S
PWA 603-9-1S
PWA 603-9-2S
PWA 603-9-3S
PWA 604-1-1S F 7/25/1994 [CANCELLED: Adhesive, Epoxy, Paste
PWA 605-1S E 7/25/1994 |CANCELLED: Adhesive Film, Epoxy, Scrim Supported
PWA 609-1S G 11/21/1991 |CANCELLED: Adhesive, Paste, Epoxy
PWA 616-1S H 1/31/2007 _ [Adhesive/Sealant, Silicone Rubber RTV 106
PWA 617-1-1S T 7/23/2007  |Adhesive/Sealant, Silicone Rubber
PWA 617-1-2S
PWA 617-2-1S . -
WA 617-2-25 C 7/23/2007 |Adhesive/Sealant, Silicone Rubber
PWA 619-1S B 2/5/1985 CANCELLED: Glass Fabric
PWA 626-1S D 12/13/1988 |CANCELLED - Superseded by PWA 456: Adhesive Film, Epoxy
PWA 637-1S G 7/23/2007  [Adhesive Film, Epoxy AF-453
PWA 641-2S H 2/5/1985 CANCELLED: Bare Filler Wire for Welding Alloy Wire, Corrosion and Heat Resistant
PWA 642-2S E 8/30/1991 [CANCELLED: Wire, Welding
PWA 645-2S E 8/30/1991 [CANCELLED: Wire, Welding
PWA 691-1S A 2/5/1985 CANCELLED: Hardfacing Wire (Coating Alloy)
PWA 692-4S E 8/30/1991 [CANCELLED: Coating Alloy (Cobalt Base)
PWA 693-4S Initial Issue 2/5/1985 CANCELLED: Hardfacing Wire and Powder
PWA 694-2S
PWA 694-3S
PWA 694-4S
PWA 694-5S
PWA 694-6S
PWA 694-7S
PWA 694-12S AP 5/7/2009 Coating Alloy, Cobalt Base - 28Cr - 5Ni - 19.5W - 1V (Coast 64)
PWA 694-13S
PWA 694-15S
PWA 694-17S
PWA 694-18S
PWA 694-23S
PWA 694-25S
PWA 698-1S
PWA 698-2S Brazing Filler Metal, Gold-Nickel (82Au - 18Ni)
PWA 698-9S AM 6/28/2010 1735°F - 1750°F Solidus-Liquidus Range
PWA 698-10S
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PWA 698-3S

PWA 698-4S

PWA 698-5S

PWA 698-6S

PWA 698-7S

PWA 698-8S

PWA 698-11S

PWA 698-12S

PWA 698-13S

PWA 698-14S

PWA 698-15S

PWA 698-16S

PWA 698-17S

PWA 698-20S

AD

6/29/2010

Brazing Filler Metal, Gold-Nickel (82Au - 18Ni)
1735°F - 1750°F Solidus-Liquidus Range

PWA 702-1S

2/5/1985

CANCELLED: Brazing Alloy, Silver - Aluminum

PWA 706-1S

8/13/1993

CANCELLED: Brazing Filler Metal, Silver, Palladium, Copper

PWA 706-3S

PWA 706-5S

PWA 706-6S

AD

6/28/2010

Brazing Filler Metal, Silver-Palladium-Copper (54Ag - 25Pd - 21Cu) 1650°F - 1740°F
Solidus-Liquidus Range

PWA 713-1S

2/5/1985

CANCELLED: Brazing Filler Metal, Cobalt Base

PWA 714-1S

12/13/1993

CANCELLED: Brazing Filler Metal, Titanium Alloy

PWA 715-1S

—|m[O

7/25/1994

CANCELLED: Brazing Filler Metal, Silver, Palladium, Copper, Nickel

PWA 716-1S

PWA 716-2S

PWA 716-7S

AB

8/12/2011

Brazing Filler Metal, Copper-Manganese-Cobalt (58.5Cu - 31.5Mn - 10.0Co) 1645°F -
1830°F Solidus-Liquidus Range

PWA 717-1S

2/5/1985

CANCELLED: Transient Liquid Phase (TLP)

PWA 718-1S

8/12/2011

Brazing Filler Metal, Gold-Nickel (70Au - 30Ni) 1760°F - 1925°F Solidus-Liquidus Range

PWA 719-1S

PWA 719-2S

11/1/2006

Brazing Alloy Paste

PWA 727-2S

Initial Issue

2/5/1985

CANCELLED: Bare Filler Wire for Welding

PWA 741-1S

PWA 741-11S

L

7/27/2009

Welding Wire, Carbon Steel
0.06C, 1.15Mn, 0.55Si, 0.07Zr, 0.10Al, 0.10Ti (70S-2)

PWA 791-3S

PWA 791-4S

PWA 791-5S

PWA 791-6S

PWA 791-7S

PWA 791-12S

PWA 791-13S

PWA 791-14S

PWA 791-15S

PWA 791-16S

1/20/2011

Steel Welding Wire, Corrosion and Heat Resistant 12Cr - 4.5Ni -0.50Ti (AM363)

PWA 792-2S

8/30/1991

CANCELLED: Welding Electrodes, Coated Steel, Corrosion and Heat Resistant

PWA 795-1S

PWA 795-2S

PWA 795-3S

PWA 795-4S

PWA 795-5S

PWA 795-6S

PWA 795-11S

PWA 795-12S

PWA 795-13S

PWA 795-14S

PWA 795-15S

PWA 795-23S

7/20/2005

Alloy Welding Wire, Corrosion and Heat Resistant
Cobalt Base - 20Cr - 15Ni - 9.0W - 4.4Al - 3.0Ta - 1.1Hf - 0.2Ti - 0.04Y - 0.35C (MERL
72)

PWA 795-20S

PWA 795-21S

6/14/2007

Alloy Powder,Corrosion and Heat Resistant, Cobalt Base - 20Cr-15Ni-9.0W-4.4Al-3.0Ta-
1.1Hf-0.2Ti-0.04Y-0.35C (MERL 72)

PWA 802-1S

11/1/2006

Brazing Alloy Paste, Fortified Copper-Manganese-Cobalt,
50Cu - 27.5Mn - 9Co - 13.0Ni Fortified
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PWA 809-1S

C

4/26/2007

Flux, Brazing, High Temperature Handy Flux Hi-Temp

PWA 896-1-1S

B

7/25/2006

Powder, Nickel

PWA 996-1S

PWA 996-2S

PWA 996-3S

PWA 996-4S

PWA 996-5S

PWA 996-6S

PWA 996-7S

PWA 996-8S

PWA 996-9S

PWA 996-10S

PWA 996-11S

PWA 996-12S

PWA 996-13S

PWA 996-14S

PWA 996-15S

AT

8/12/2011

Brazing Alloy

PWA 1087-3S

8/22/2000

Superseded by AMS 5966: Nickel Alloy Welding Wire, Corrosion and Heat Resistant (C-
263)

PWA 1162-2S

PWA 1162-4S

PWA 1162-5S

PWA 1162-6S

PWA 1162-7S

PWA 1162-11S

PWA 1162-12S

PWA 1162-13S

PWA 1162-14S

PWA 1162-15S

PWA 1162-16S

PWA 1162-17S

1/20/2011

Nickel Alloy Welding Wire, Corrosion and Heat Resistant (Haynes 230)22Cr - 14W - 2Mo
- 0.3Al - 0.02La - 0.005B

PWA 1167-2S

PWA 1167-3S

PWA 1167-4S

PWA 1167-5S

PWA 1167-6S

PWA 1167-12S

PWA 1167-13S

PWA 1167-14S

PWA 1167-15S

PWA 1167-16S

1/21/2011

Nickel Alloy Welding Wire, Corrosion and Heat Resistant

PWA 1168-2S

PWA 1168-4S

PWA 1168-5S

PWA 1168-7S

PWA 1168-12S

PWA 1168-13S

PWA 1168-14S

PWA 1168-15S

PWA 1168-16S
PWA 1168-22S

1/21/2011

Nickel Alloy Welding Wire, Corrosion and Heat Resistant (Inconel 617)

PWA 1170-2-1S

7/25/1994

CANCELLED: Wire Cloth

PWA 1170-3-1S

PWA 1170-3-2S

PWA 1170-3-3S

PWA 1170-3-4S

7/25/2006

Wire Cloth

PWA 1170-4-1S PWA
1170-4-2S

7/25/2006

Wire Cloth

PWA 1170-5-1S

7/25/2006

Wire Cloth

PWA 1175-1S

5/21/2007

Cobalt Alloy Wire, Corrosion and Heat Resistant 20Cr - 15W - 10Ni - 1.5Mn Haynes 25,
L605

PWA 1179-1S PWA
1179-2S

6/12/2000

Brazing Filler Metal, Nickel Base

PWA 1180-1S

8/18/2005

Transient Liquid Phase (TLP® ) Bonding Alloy
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PWA 1181-1S PWA

1181-2S F 6/12/2000 [Brazing Filler Metal, Nickel, Nickel Base - 4.5Si - 3.0B
PWA 1185-1S
PWA 1185-2S
PWA 1185-3S
PWA 1185-4S
PWA 1185-5S
PWA 1185-6S AA 2/22/2010 |Cobalt Alloy Filler Metal
PWA 1185-7S
PWA 1185-8S
PWA 1185-9S
PWA 1185-10S
PWA 1185-11S
PWA 1186-1S
PWA 1186-2S
PWA 1186-3S
PWA 1186-4S
PWA 1186-5S
PWA 1186-6S .
PWA 118675 H 11/10/2008 |Cobalt Alloy Filler Metal
PWA 1186-8S
PWA 1186-9S
PWA 1186-10S
PWA 1186-11S
PWA 1186-12S
PWA 1222-1S N 9/24/1997  |Superseded by AMS 4952: Titanium Alloy Welding Wire, 6Al, 2Sn, 4Zr, 2Mo
PWA 1279-1S
PWA 1279-2S
PWA 1279-3S - Lo . -
PWA 1279-115 Initial Issue| 11/10/2000 |Titanium Alloy Welding Wire Alloy C
PWA 1279-12S
PWA 1279-13S
PWA 1280-2S Initial Issue 2/5/1985 CANCELLED: Bare Filler Wire for Welding, Titanium Alloy Wire
PWA 1281-1S
PWA 128125 C 7/27/2009 |Titanium Alloy Welding Wire, 15V, 3Cr, 3Sn, 3Al
PWA 1281-3S
PWA 1282-1S
PWA 1282-2S - o . - .
PWA 1282-11S Initial Issue 8/8/2001 Titanium Alloy Welding Wire, 15Mo - 3Al - 2.8Cb - 0.2Si
PWA 1282-12S
PWA 1300-1S M 2/6/2008 Coating Alloy Ingot Slices - Nickel Base - 21Co - 14.5Cr - 15Al - 0.80Y - 0.50S:i - 0.30Hf
Vacuum Melted
PWA 1302-1S L 4/26/2007  [Powder, Plasma Spray, Tungsten Carbide - Cobalt (88WC - 12Co)
PWA 1306-1S F 7/25/1994 |CANCELLED: Powder, Plasma Spray, Chromium Carbide (Commercially Pure)
Powder, Plasma Spray, Chromium Carbide + Nickel - Chromium Alloy Mixture, 75 Cr3C2
PWA 1307-1S K 4/26/2007 + 25 (80Ni - 20Cr Alloy)
PWA 1308-1S C 2/5/1985 CANCELLED: Powder, Plasma Spray
PWA 1309-1S Initial Issue 2/5/1985 CANCELLED: Powder, Plasma Spray
PWA 1310-1S L 1/21/2009 Powde_r, ‘Plasma/FIame Spray, Aluminum Oxide, Commercially Pure, White, High
Reflectivity
PWA 1311-1S
PWA 1311-2S M 5/1/2006 Powder, Plasma Spray, Aluminum Oxide, General Purpose, Grey
PWA 1311-3S
PWA 1311-1-1S L 9/20/2002  [Refer to PWA 1311-1S
PWA 1311-1-2S E 5/1/2006 Superseded by PWA 1311-1S
PWA 1312-1S K 4/26/2007 |[Powder, Plasma Spray, Zirconium Oxide
PWA 1313-1S J 9/13/2001 |Powder, Plasma Spray, Molybdenum - Commercially Pure
PWA 1313-2S
PWA 1314-1S H 7/25/1994 [CANCELLED: Powder, Plasma Spray, Cobalt Alloy
PWA 1315-1S G 4/26/2007 Powder, Plasma/Flame Spray, Nickel - Chromium
PWA 1316-1S G 4/26/2007 |Powder, Plasma Spray, Cobalt Alloy - Cobalt Base 25Cr, 10Ni, 7.5W (Fine)
PWA 1317-1S G 4/26/2007 Powder, Plasma Spray, Nickel - Chromium Alloy 78Ni - 19Cr
PWA 1318-1S L 4/26/2007 |Powder, Plasma Spray, Cobalt Alloy - Cobalt Base - 25Cr - 10Ni - 7.5W
PWA 1319-1S F 4/26/2007  [Powder, Plasma Spray, Nickel-Chromium Alloy, 80Ni - 20Cr (Fine)
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PWA 1321-1S M 9/20/2002 |Powder, Plasma Spray, Nickel-Aluminum 80Ni - 20Al Nickel Coated Aluminum Particles
) Powder, Plasma Spray, 50 (88WC - 12Co) + 35 (70Ni - 16.5Cr - 4Fe - 4Si - 3.8B) + 15
PWA 1322-15 K 4/26/2007 (80Ni - 20Al) Three-Component Mixture
PWA 1323-1S G 7/25/1994 |CANCELLED: Powder, Nickel, Flame Spray Deposition
PWA 1324-1S F 4/26/2007  [Powder, Plasma Spray, Nickel
PWA 1325-1S F 4/26/2007  [Powder, Plasma Spray, Chromium Oxide
PWA 1327-1S C 7/25/1994 |CANCELLED: Powder, Flame Spray, Aluminum
PWA 1328-1S C 7/25/1994 [CANCELLED: Powder, Flame Spray, Tungsten
PWA 1331-1S A 4/26/2007 Powder, Chromium
PWA 1333-1S M 4/10/2008 [Powder, Plasma Spray, Magnesium Oxide Stabilized Zirconium Oxide
PWA 1333-2S
PWA 1334-1S K 4/10/2008 [Wire, Flame Spray, Nickel-Aluminum (78Ni - 22Al)
PWA 1335-1S F 4/26/2007  [Powder, Plasma Spray, Aluminum Alloy, 12Si
PWA 1337-1S
PWA 1337-2S
PWA 1337-3S K 9/8/2006 Powder, Plasma/Flame Spray, Nickel-Aluminum Composite (95Ni - 5Al)
PWA 1337-4S
PWA 1337-5S
PWA 1337-6S
PWA 1338-1S G 9/20/2002 [Powder, Plasma Spray, Molybdenum - Commercially Pure, Fine
) Powder, Plasma Spray, Nickel - Aluminum + Magnesium Zirconate Mixture 35 (95Ni +
PWA 1341-1S H 9/20/2002 |, Al + 65 (MgO + 2r02)
PWA 1342-1S C 7/25/1994 |CANCELLED: Powder, Flame Spray, Composite
PWA 1344-1S Initial Issue 2/5/1985 CANCELLED: Powder, Plasma Spray
PWA 1345-1S Initial Issue 2/5/1985 CANCELLED: Powder, Plasma Spray, Cobalt Alloy
) Powder, Plasma Spray, Nickel-Chromium + Magnesium Zirconate Mixture 35 (80Ni +
PWA 1346-1S G 9/20/2002 20Cr) + 65 (MO + ZrO2)
PWA 1347-1S
PWA 1347-2S N 11/5/2007 |Powder, Plasma/Flame Spray, Nickel-Chromium/Aluminum
PWA 1347-3S
PWA 1348-1-1S F 7/25/1994 |CANCELLED: Powder, Plasma Spray, Cobalt Alloy
PWA 1348-2-1S J 7/28/2006 |Powder, Plasma Spray, Cobalt Alloy
PWA 1348-3-1S M 11/5/2007 |Powder, Plasma Spray, Cobalt Alloy
) Powder, Plasma Spray, Polyester-Aluminum Alloy Blend
PWA 1349-1S G 8/2/2001 40 Polyester +60 (88Al + 12Si Alloy)
PWA 1351-1S F 6/8/1988 CANCELLED: Cocraly Ingot
PWA 1351-8S D 6/8/1988 CANCELLED: Cocraly Ingot
PWA 1351-30S D 6/8/1988 CANCELLED: Cocraly Ingot
PWA 1352-1-1S
PWA 1352-1-2S T 4/10/2008 |Powder, Flame Spray, Nickel Graphite (75Ni - 25C) Nickel Coated Graphite Particles
PWA 1352-1-3S
PWA 1352-1-4S
PWA 1352-2-1S J 9/8/2006 Powder, Flame Spray, Nickel Graphite (85Ni - 15C) Nickel Coated Graphite Particles
PWA 1352-2-2S
PWA 1353-1S P 7/20/2009 |Powder, Cobalt-Aluminum 46Co - 53Al
PWA 1353-1-1S U 7/20/2009 |Powder, Cobalt-Aluminum 46Co - 53Al
PWA 1353-2-1S G 7/20/2009  [Granules, Cobalt-Aluminum 46Co - 53Al
PWA 1354-1S A 2/5/1985 CANCELLED: Chromium, Aluminum, Yttrium
PWA 1355-1S K 4/15/2008  |Powder, Aluminum-Silicon 12Si
PWA 1356-1-1S U 8/3/2009 Powder, Fused Aluminum Oxide - Commercially Pure, White
PWA 1356-2-1S T 8/3/2009 Powder, Fused Aluminum Oxide Commercially Pure, White
PWA 1356-3-1S P 8/3/2009 Powder, Fused Aluminum Oxide - Commercially Pure, White
PWA 1356-4-1S U 8/3/2009 Powder, Fused Aluminum Oxide - Commercially Pure, White
PWA 1356-4-2S
PWA 1361-1S C 7/25/1994 |CANCELLED: Coating Alloy Ingot
PWA 1364-1S c 4/26/2007 Powder, Plasma Spray, Chromium Carbide + Nickel-Chromium Alloy Mixture 93 Cr3C2 +
7 (80Ni - 20Cr Alloy)
PWA 1365-1-1S H 7/28/2006 Powder, Plasma Spray, Nickel Alloy, Nickel Base - 23Co, 17Cr, 12.5Al, 0.45Y
PWA 1365-2-1S L 4/10/2008  [Powder, Plasma Spray, Nickel Alloy. Nickel Base - 23Co, 17Cr, 12.5Al, 0.45Y
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Powder, Plasma Spray - Chromium Carbide + Nickel-Chromium Alloy Mixture 90 Cr3C2

PWA 1367-1S F 4/26/2007 + 10 (80Ni - 20Cr Alloy) Fine
PWA 1368-1S D 7/25/1994 |CANCELLED: Coating Alloy Starting Ingot
PWA 1369-1S H 6/14/2007  |Powder, Plasma Spray, Copper-Nickel, (62Cu - 38Ni) (Metco 57NS)
PWA 1370-8S D 7/25/1994  [CANCELLED: Coating Alloy Ingot
PWA 1370-30S H 4/10/2008 |Coating Alloy Ingot - Nickel-Base - 22.5Co, 21Cr, 13Al, 0.30Y (Vacuum Melted)
Powder, Plasma Spray, Nickel Alloy
PWA 1373-1S L 4/10/2008 Nickel Base - 25Cr, 8W, 4Ta, 6Al, 1.0Hf, 0.1Y
PWA 1374-1S E 10/3/1997 Powder, Aluminum
PWA 1375-1S
:zwﬁ ig;gg: AR 9/2/2009 Powder, Plasma Spray, Yttrium Oxide Stabilized Zirconium Oxide
PWA 1375-4S
PWA 1375-5S
PWA 1376-1S G 9/27/2002 |Powder, Plasma Spray, Nickel Alloy - Nickel Base - 22Co, 17Cr, 12.5Al, 0.6Y
PWA 1377-1-1S F 4/10/2008 [Powder, Chrome-Aluminum, 56Cr - 44Al
PWA 1377-2-1S G 3/3/2011 Powder, Chrome-Aluminum, 56Cr - 44Al
PWA 1378-1-1S E 7/31/2006 |Powder, Plasma/Flame Spray, Bronze-Aluminum
PWA 1378-2-1S C 7/31/2006 |Powder, Plasma/Flame Spray, Bronze-Aluminum
PWA 1379-1-1S K 9/8/2006  |Powder, Plasma Spray Tungsten Carbide - Cobalt
PWA 1379-1-2S
PWA 1379-2-1S A 7/31/2006 [Powder, Plasma Spray Tungsten Carbide - Cobalt
PWA 1386-1-1S Powder, Plasma Spray, Nickel Alloy (Nickel Base - 22Co, 17Cr, 12.5Al, 0.25Hf, 0.4Si,
R 4/17/2008 0.6Y)
PWA 1386-1-2S )
PWA 1386-2-1S = 4/17/2008 g%v\\;t)jer, Plasma Spray, Nickel Alloy (Nickel Base - 22Co, 17Cr, 12.5Al, 0.25Hf, 0.4Si,
PWA 1386-2-2S '
PWA 1393-1S J 2/6/2008 Powder, Composite, Flame Spray NiCrAl/Bentonite (2312 or 312-NS)
PWA 1397-1S Initial Issue 3/23/2006  |Powder, Chromium-Aluminum, Oxidation Resistant
PWA 1398-1S C 2/6/2008 Abrasive Grit (Cubic Boron Nitride)
PWA 36000-1S B 7/27/2006  [Jointing Compound
PWA 36000-2-1S J 7/7/1999 CANCELLED: Jointing Compound (Product no longer available. Refer to 36000-1S)
PWA 36000-3-1S J 7/7/1999 CANCELLED: Jointing Compound (Product no longer available. Refer to 36000-1S)
PWA 36000-4-1S J 7/7/1999 CANCELLED: Jointing Compound (Product no longer available. Refer to 36000-1S)
PWA 36001-1S H 6/22/2007  |Anti-Seize Compound (Silver Goop)
PWA 36001-2S
PWA 36002-1S J 10/16/2007 |Gasket Sealant No. 2
PWA 36003-1-1S
PWA 36003-1-25 H 6/6/2007 Adhesive/Sealant, Silicone Rubber (Red) RTV 159
PWA 36003-1-3S
PWA 36003-2-1S F 6/6/2007  |Adhesive/Sealant, Silicone Rubber (Gray) RTV 157
PWA 36003-2-2S
PWA 36007-1-1S D 10/20/2008 |Mold Release
PWA 36007-2-1S H 7/31/2006 |Mold Release
PWA 36008-1S B 2/5/1985 CANCELLED: Glass Fabric
PWA 36009-1S A 2/5/1985 CANCELLED: Epoxy Resin
PWA 36010-1S A 2/5/1985 CANCELLED: Epoxy Resin
PWA 36011-1S A 2/5/1985 CANCELLED: Epoxy Resin Curing Agent
PWA 36012-1S D 6/3/1988 CANCELLED: Epoxy Resin Adhesive, Part A & Part B
PWA 36013-1S E 10/10/1997 |Polyurethane Coating, Conductive (Laminar X-500, Black)
PWA 36014-1S F 10/10/1997 |Polyurethane Surfacer (Laminar X-500, White)
PWA 36015-1S G 6/22/2007  [Safety Solvent (Laminar X-500, 66C-28)
PWA 36017-1-1S E 8/4/2010  |Silicone Liquid
PWA 36017-1-2S
PWA 36017-2-1S A 7/25/1994  [CANCELLED: Silicone Liquid - DC 200
PWA 36017-3-1S Initial Issue 5/13/2008  |[Silicone Liquid
PWA 36021-1S Initial Issue 2/5/1985 CANCELLED: RTV Silicone Rubber Sealant - Two Component Type
PWA 36022-1S
PWA 36022-25 A 6/22/2007  |Lubricant, Silicone

PWA 36022-3S

PWA 36022-4S
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PWA 36023-1S

F 10/10/1997 |Adhesive, Epoxy (ECCOBOND 104)
PWA 36023-2S
PWA 36026-1S F 6/22/2007 |Curing Agent
PWA 36027-1-2S L 7/31/2006 |Adhesive, Neoprene (SG 1300)
PWA 36029-1-1S
PWA 36029-1-2S .
PWA 36029-1-35 M 6/6/2007 Sealant, Silicone Rubber
PWA 36029-1-4S
PWA 36029-1-2S H 6/7/2007 CANCELLED: Sealant, Silicone Rubber
PWA 36029-1-35 E 6/7/2007  |CANCELLED: Sealant, Silicone Rubber
PWA 36029-1-4S
PWA 36033-1S G 6/22/2007 |Sealing Compound (Copaltite)
PWA 36033-2S
PWA 36035-1S F 6/14/2007 |Anti-Gallant Compound (Dry Film Lubricant)
PWA 36038-1S F 6/22/2007  |Fluorocarbon Resin Bonding Preventive (duPont 954-101)
PWA 36047-1S J 6/22/2007 |Adhesive/Sealant, Silicone Rubber (Gray) (DC93-076)
PWA 36047-2S
PWA 36048-1S F 6/22/2007  |Curing Agent, Methyl Endomethylene Tetrahydrophthalic Anhydride
PWA 36050-1S G 6/22/2007  [Solvent Reducer (Type 020X324)
PWA 36052-1S A 10/7/2010 |Adhesive/Sealant, Fluorosilicone
PWA 36053-1S G 5/9/2007 Anti-Seize Compound
PWA 36053-2-1S G 5/9/2007 Anti-Seize Compound
PWA 36053-3-1S G 5/9/2007 Anti-Seize Compound
PWA 36053-4-1S H 5/9/2007 Anti-Seize Compound
PWA 36054-1-1S
PWA 36054-1-25 L 6/6/2007 Touch-Up Coating, SermeTel 196
PWA 36054-1-3S
PWA 36057-1S
PWA 36057-1-1S G 10/25/2006 |Silicone Rubber Adhesive/Sealant, RTV 116 and SILASTIC® - 734 RTV
PWA 36057-2-1S
PWA 36058-1S E 6/27/2007  |Epoxy Adhesive
PWA 36086-1-1S G 8/8/2006 Primer, Silicone (Air Drying, Moisture Reactive)
PWA 36086-2-1S G 8/11/2006  |Primer, Silicone (Air Drying, Moisture Reactive)
PWA 36086-2-2S
PWA 36087-1-1S R 11/5/2007 Powder, Plasma Spray, Yttrium Oxide Stabilized Zirconium Oxide
PWA 36087-1-2S
PWA 36087-2-1S D 4/21/2008  |Powder, Plasma Spray, Yttrium Oxide Stabilized Zirconium Oxide
PWA 36087-2-2S
PWA 36090-1S
PWA 36090-2S
PWA 36090-3S ) . .
WA 36090-11S D 7/27/2009  |Wire, Welding, Magnesium Alloy 10Al - 1Zn (AZ101)
PWA 36090-12S
PWA 36090-13S
PWA 36097-1S G 4/15/2008 [Powder, Plasma Spray, Aromatic Polyester
PWA 36099-1S
PWA 36099-2S
PWA 36099-3S
PWA 36099-4S
PWA 36099-5S
PWA 36099-6S . . . . .
PWA 3609975 P 11/1/2006 Brazing Filler Metal, Nickel-Palladium-Chromium

PWA 36099-8S

PWA 36099-9S

PWA 36099-10S

PWA 36099-11S

PWA 36099-12S

PWA 36099-13S

(49Ni, 36Pd, 10.5Cr, 0.63Si, 2.85B) 1510° - 1760°F Solidus-Liquidus Range

PWA 36100-1S
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PWA 36100-3S

PWA 36100-4S

PWA 36100-5S

PWA 36100-6S

PWA 36100-7S

PWA 36100-8S

PWA 36100-9S

PWA 36100-10S

PWA 36100-11S

PWA 36100-12S

PWA 36100-13S

PWA 36100-14S

PWA 36100-15S

PWA 36100-16S

11/1/2006

Brazing Filler Metal, Nickel - Phosphorus (89Ni - 11P) 1615°F Eutectic Temperature

PWA 36101-1S

PWA 36101-2S

PWA 36101-3S

PWA 36101-4S

PWA 36101-5S

PWA 36101-6S

PWA 36101-7S

PWA 36101-8S

PWA 36101-9S

PWA 36101-10S

PWA 36101-11S

PWA 36101-12S

10/22/2009

Brazing Filler Metal, Titanium - Nickel - Copper Composite - 54Ti - 27.5Ni -
18.5Cul700°F - 1750°F Solidus - Liquidus Range

PWA 36114-1S

PWA 36114-2S

PWA 36114-11S

PWA 36114-12S

PWA 36114-13S

PWA 36114-14S

PWA 36114-15S

PWA 36114-21S

PWA 36114-22S

PWA 36114-23S

PWA 36114-24S

PWA 36114-25S

Initial Issue

8/11/2009

Nickel Alloy Filler Metal

PWA 36117-1S

PWA 36117-2S

PWA 36117-4S

PWA 36117-5S

PWA 36117-6S

PWA 36117-7S

PWA 36117-8S

PWA 36117-14S

PWA 36117-15S

PWA 36117-16S

PWA 36117-17S

PWA 36117-18S

PWA 36117-24S

PWA 36117-25S

PWA 36117-26S

PWA 36117-27S

PWA 36117-28S

11/6/2008

Nickel Alloy Filler Metal

PWA 36119-1S

PWA 36119-11S

PWA 36119-12S

PWA 36119-13S

PWA 36119-14S

PWA 36119-21S

PWA 36119-22S

PWA 36119-23S

PWA 36119-24S

PWA 36119-31S

12/15/2011

Nickel Alloy Filler Metal
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PWA 36119-32S

PWA 36119-33S

PWA 36119-34S

PWA 36119-41S

PWA 36119-42S

PWA 36119-43S

PWA 36119-44S

PWA 36222-1S Initial Issue | 10/28/2009 |Anti-Gallant Compound
PWA 36230-1S Initial Issue 3/23/2001 |Lubricant, Fluorinated Grease
PWA 36230-2S
PWA 36240-1S C 3/22/2011 |Anti-Gallant Compound, Dry Film Lubricant Spray
PWA 36240-1-1S C 3/22/2011 |Anti-Gallant Compound, Pourable Liquid
PWA 36240-1-2S
PWA 36246-1-1S B 5/7/2001  |Anti-Seize Paste Compound
PWA 36246-1-2S
PWA 36246-2-1S Initial Issue|  5/7/2001  |Anti-Seize Paste Compound
PWA 36246-2-2S
PWA 36247-1S A 11/26/2003 |Anti-Gallant Compound
PWA 36298-1S Initial Issue 2/23/2011 |Coating Alloy Ingot Slices
PWA 36299-1S Initial Issue 2/23/2011 |Coating Alloy Ingot Slices
PWA 36314-1S H 2/6/2008 Coating Alloy Ingot Slices
PWA 36326-1S
PWA 3632625 Initial Issue 8/8/2011 Powder, Plasma Spray, Zirconium-Oxide Based
PWA 36326-3S
PWA 36331-1-1S D 9/8/2006  |Powder, High Velocity Oxy-Fuel (HVOF), Cobalt-Tungsten Carbide
PWA 36331-1-2S
PWA 36331-2-1S D 9/8/2006  |Powder, High Velocity Oxy-Fuel (HVOF), Cobalt-Tungsten Carbide
PWA 36331-2-2S
) Powder, High Velocity Oxy-Fuel (HVOF), Nickel Chromium - Chromium Carbide
PWA 36332-1S C 6/14/2007 80Cr2C3 - 20NiCr
) Powder, High Velocity Oxy-Fuel (HVOF), Nickel Chromium - Chromium Carbide
PWA 36333-1S A 10/10/2002 (50Cr3C2 - 50NICY)
PWA 36334-1S Initial Issue 6/30/2005 |Powder, High Velocity Oxy-Fuel (HVOF), Nickel-Aluminum95Ni - 5AI
PWA 36336-2-1S B 4/15/2008 |Ingot, EB-PVD, Complex Oxide Ceramic
PWA 36336-2-2S
PWA 36339-2-1S C 4/15/2008 |Ingot, EB-PVD, Complex Oxide Ceramic
PWA 36339-2-2S
PWA 36349-1-1S G 4/15/2008 |Powder, Silicon Carbide - Aluminum Oxide, Nickel, and Nickel-Boron Coated
PWA 36349-2-1S F 4/15/2008 |Powder, Silicon Carbide - Aluminum Oxide, Nickel, and Nickel-Boron Coated
PWA 36351-1S L 3/2/2011 Powder, Plasma Spray, RSR Nickel Alloy
PWA 36352-1S H 2/6/2008 Powder, Plasma Spray, RSR Nickel Alloy
PWA 36353-1S
PWA 3635325 L 8/27/2009 |Powder, Plasma Spray, Methyl Methacrylate
PWA 36353-3S
PWA 36354-3-1S C 8/8/2006 Powder, Cubic Boron Nitride
PWA 36354-4-1S B 8/8/2006 Powder, Cubic Boron Nitride
PWA 36356-1S J 11/5/2007  |Powder, Plasma Spray, Aluminum Oxide, High Purity
PWA 36361-2-1S
PWA 36361225 C 4/15/2008 |Ingot, EB-PVD, Yttrium Oxide Stabilized Zirconium Oxide (7% Y,03)
PWA 36361-2-3S
PWA 36364-1S L 4/15/2008 [Powder, Plasma Spray, Yttrium Oxide Stabilized Zirconium Oxide
PWA 36367-1S Initial Issue 7/25/1994 |CANCELLED: Powder, Plasma Spray, Nickel Alloy
PWA 36369-1S J 7/7/2011 Powder, Plasma Spray, Boron Nitride
PWA 36371-3-1S A 8/11/2006 |Powder, Iron Alloy
PWA 36372-1S A 6/14/2007 |Powder, Plasma Spray, Magnesium Silicate
PWA 36373-2-1S Initial Issue 5/19/2006 |Powder, Plasma Spray, Calcium Silicate
PWA 36374-1-1S B 8/11/2006 |Powder, Iron Alloy

Page 13 of 93




PWA

Procedure Number

Revision

Effective Date

Subject

PWA 36374-4-1S A 8/11/2006 |Powder, Iron Alloy
PWA 36375-1S Initial Issue | 10/21/2009 |Powder, Plasma Spray, Yttrium Oxide Stabilized Zirconium Oxide
PWA 36382-1-1S A 3/18/2011 |Powder, Plasma Spray, Magnesium Oxide Stabilized Zirconium Oxide (MgO-ZrO2)
PWA 36382-2-1S A 7/5/2011 Powder, Plasma Spray, Magnesium Silicate and Magnesium Stabilized Zirconia Blend
PWA 36388-1S Initial Issue 1/21/2011  |Powder
PWA 36390-1S A 1/22/2009 |Powder, Plasma Spray Zirconium Oxide Based
PWA 36401-1S F 6/22/2007  |Curing Agent Accelerator, Benzyl Dimethylamine
PWA 36402-1S F 6/22/2007  |Solid Epoxy Resin, EPON 1031
PWA 36403-1S F 6/22/2007 |Fabric, Aromatic Polyamide
PWA 36404-1S D 7/25/1994 |CANCELLED: Roving, Aromatic Polyamide, Epoxy Resin Impregnated
PWA 36405-1S F 7/25/1994 |CANCELLED: Fabric, Aromatic Polyamide, Epoxy Resin Impregnated
PWA 36406-1S G 6/7/2000 Fabric, Fiberglass, Epoxy Resin Impregnated, Cycom 950/120/Fiberglass
PWA 36409-1S J 6/7/2000 Fabric, Carbon Fiber, Epoxy Resin Impregnated, Cycom 950/3K1358H
PWA 36410-1S D 7/25/1994 |CANCELLED: Roving, Carbon Fiber, Epoxy Resin Impregnated
PWA 36411-1S H 6/14/2007 [Fabric, Carbon Fiber, Epoxy Resin Impregnated - F263/F3T584; F263/F3C584
PWA 36413-1S G 6/22/2007 |Carbon Fiber Tape and Sheet, Unidirectional, Epoxy Resin Impregnated F263/T5C 190
PWA 36414-1S H 6/22/2007 [Fabric, Aluminum Borosilicate Glass Fiber, Epoxy Resin Impregnated
PWA 36416-1S B 10/24/1997 [Curing Agent Accelerator EMI-24
PWA 36417-1S E 6/12/2000 Fabric, Alum|num Borosilicate Glass Fiber, Epoxy Resin Impregnated Cycom 950/Nextel
312/5H Satin
PWA 36418-1S Carbon Fiber Tape and Sheet, Epoxy Resin Impregnated Unidirectional - 34,000,000
J 812712009 Modulus Fiber - 350F Cure
PWA 36418-2S
PWA 36419-1S H 0/21/2004 Carbon Fiber Tape and Sheet, Epoxy Resin Impregnated Unidirectional - 51,000,000
PWA 36419-2S Modulus Fiber - 350F Cure
PWA 36419-3S
PWA 36420-1S C 10/29/1997 |Fabric, Aliphatic Polyamide
PWA 36422-1-1S E 8/8/2006 Fabric, Fiberglass, Epoxy Resin Impregnated
PWA 36435-1S C 6/23/2010 |Adhesive Film, Polyimide, Fiberglass Supported, Aluminum-Filled
PWA 36437-1S A 7/18/2006 |Fabric, Fiberglass, Epoxy Resin Impregnated
PWA 36442-1-1S
PWA 36442-1-2S D 8/24/2011 Fluoroelastomer Sheet (Viton PW-4515)
PWA 36442-1-3S
PWA 36447-1S D 4/15/2008 [Silicone Rubber Compound High Temperature Resistant (Dow Corning 3-6891)
PWA 36454-2-1S 8/8/2006  |Adhesive, Liquid, Cyanoacrylate
PWA 36454-2-2S
PWA 36466-1S
PWA 36466-2S
PWA 36466-3S
PWA 36466-4S ) . . )
- | T
PWA 3646655 E 4/15/2008 Primer, Silicone Rubber - Air Drying, Naphtha Solvent Type
PWA 36466-6S
PWA 36466-7S
PWA 36466-8S
PWA 36467-1S
PWA 36467-2S A 7124/2007 |Silicone Rubber Compound - High Temperature Resistant
PWA 36467-3S
PWA 36467-4S
PWA 36476-1S
PWA 36476-2S C 7/24/2007 |Silicone Rubber - Pourable Rubber Base and Catalyst
PWA 36476-3S
PWA 36476-4S
PWA 36486-1S A 6/6/2007 Surface Sealant Touch-Up, Low Temperature Resin and Catalyst
PWA 36490-1S
PWA 3649025 B 6/6/2007 Surface Sealant
PWA 36500-1S C 7/16/2001 [Sealing Ring Lubricant
PWA 36507-1S D 5/30/2007  |Surfacing Film, Epoxy, Carbon Mat Supported
PWA 36507-2S
PWA 36509-1S H 6/22/2007  |Primer, Polyurethane
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PWA 36509-2S
PWA 36510-1S H 5/30/2007  |Coating, Polyurethane, Erosion Resistant

PWA 36511-1S

PWA 36511-25 11/23/2004 ["O" Ring Lubricant

PWA 36515-1-1S

PWA 36515-1-2S

PWA 36515-1.3S B 6/4/2010 Primer, Epoxy, Corrosion Inhibiting

PWA 36515-1-4S

PWA 36515-3-1S

PWA 36515-3-2S

PWA 36515-3-3S A 6/8/2010 Primer, Epoxy, Corrosion Inhibiting

PWA 36515-3-4S

PWA 36515-3-5S

PWA 36516-1-1S

PWA 36516-1-2S A 8/8/2006 Fluoroelastomer Coating

PWA 36516-1-3S

PWA 36516-3-1S

PWA 36516-3-2S Initial Issue 9/6/2007 Fluoroelastomer Coating

PWA 36516-3-3S

PWA 36516-2-1S

A 8/8/2006 Fluoroelastomer Coating

PWA 36516-2-2S
PWA 36516-4-1S A 8/8/2006  |Fluoroelastomer Coating

PWA 36516-4-2S
PWA 36518-1S D 4/12/2005 |Primer, Zinc Molybdate (Superseded by AMS 3117)
PWA 36519-1-1S C 6/6/2007 Epoxy Primer - Room Temperature Curing Chromate Free
PWA 36519-2-1S C 6/6/2007 Epoxy Primer - Room Temperature Curing Chromate Free
PWA 36521-1S Initial Issue 9/8/2008 Conversion Coating - Trivalent Chromium Based
PWA 36545-1S

PWA 3654525 H 6/14/2007  |Anti-Gallant Compound

PWA 36545-3S
PWA 36595-1S . . L

PWA 3659525 A 717/2011 Coating Compound, Aluminum, Inorganic Binder
PWA 36599-1S B 2/1/2006 Primer, Zinc Chromate (Superseded by AMS 3117)
PWA 36706-1S Initial Issue 1/19/2009 |Primer, Silane Resin
PWA 36707-1S B 6/14/2007 [Thread Sealant
PWA 36708-1S A 10/29/1997 |Adhesive, Urethane
PWA 36709-1S B 6/8/2009 Adhesive Film, Epoxy, Polyster Mat Supported

PWA 36751-1-1S

PWA 36751-1-2S G 7/24/2007 |Adhesive/Sealant, Flame Resistant
PWA 36751-1-3S
PWA 36751-2-1S G 7/24/2007 |Adhesive/Sealant, Flame Resistant
9PWA 36752-1-1S F 7/25/1994 |CANCELLED: Coating, Ablative, Silicone Rubber
PWA 36752-2-1S E 8/8/2006 Coating, Ablative, Silicone Rubber
PWA 36753-1S G 6/27/2007  |Top Coat, Silicone Rubber
PWA 36753-2S
PWA 36756-1S F 4/15/2008 |Potting Compound, Epoxy - Two Component Type (EC-3524 B/A)
PWA 36756-2S
PWA 36757-1-1S A 3/14/2005 |CANCELLED: Frozen Syntactic Epoxy, Honeycomb Reinforcing Compound Epocast 838
PWA 36757-1S D 6/6/2007 Frozen Syntactic Epoxy, Honeycomb Reinforcing Compound (Epocast 1661)
PWA 36757-2S
PWA 36760-1S
PWA 3676025 C 2/15/2008 |Adhesive/Sealant - Polysulfide Rubber
PWA 36760-3S
PWA 36761-1S .
PWA 36761.25 B 5/9/2008 Adhesion Promoter
* |PWA 36913-1S B 10/28/2011 |Molybdenum Wire, Commercially Pure
* |PWA 36935-1S D 10/28/2011 [Aluminum Alloy Wire, Aluminum - 12 Silicon
* |PWA 36937-1S F 10/28/2011 [Nickel Alloy Wire, Nickel - 4.75 Aluminum
* |PWA 36947-1S F 10/28/2011 [Nickel - Chromium/Aluminum Alloy Wire
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PWA 36948-1S

Initial Issue

11/10/2011

Nickel Alloy Wire

Z Pratt & wn_itnev

A Uilad Tachne

Copyright © Pratt & Whitney, United Technologies Corporation, 2011. All rights reserved.
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AMS T&S INTRO

11/15/2006

Introduction

AMS 2515-1S

7/22/1994

CANCELLED: Polytetrafluoroethylene Resin Suspension

AMS 3010-1S

2/25/1986

CANCELLED: Hydrogen, High-Purity, Liguid and Gaseous

AMS 3065-1S

4/15/2008

Compound, Corrosion Preventive, Thin Film, Fingerprint Removing

AMS 3110-1S

ZIZ[O|m|m

11/15/2006

Primer, Zinc Chromate

AMS 3117-1S
AMS 3117-2S
AMS 3117-3S
AMS 3117-4S
AMS 3117-5S

Initial
Issue

4/12/2005

Primer, Zinc Molybdate

AMS 3120-1S

7/22/1994

CANCELLED: Enamel, Glyceryl Phthalate (Black Baking)

AMS 3122-1S

7/22/1994

CANCELLED: Enamel, Phenolic (Black Baking)

AMS 3125-1S

7/22/1994

CANCELLED: Enamel, Glyceryl Phthalate (Engine Gray Baking)

AMS 3132-1S
AMS 3132-2S
AMS 3132-3S
AMS 3132-4S

M

3/30/2011

Varnish, Phenolic Resin, Corrosion-Preventive

AMS 3159-1S

L

9/8/2010

Leak Test Solution, Liquid Oxygen Compatible

AMS 3160-1S
AMS 3160-2S

Initial
Issue

7/24/1997

Solvent, Petroleum

AMS 3170-1S
AMS 3170-2S

M

7/10/2008

CANCELLED: Thinner, Alcohol, Ester

AMS M-3171-1S

B

9/8/2006

Corrosion Preventive Treatment, Magnesium

AMS 3410-1S
AMS 3410-2S
AMS 3410-3S

4/11/2005

Flux, Silver Brazing

AMS 3411-1S
AMS 3411-2S
AMS 3411-3S
AMS 3411-4S
AMS 3411-5S

1/18/2006

Flux, Silver Brazing, High Temperature

AMS 3412-1S

7/22/1994

CANCELLED: Flux, Aluminum Brazing

AMS 3417-1S
AMS 3417-2S

10/9/2008

Flux, Brazing, High Temperature

AMS 3420-1S

7/22/1994

CANCELLED: Dehydrating Agent - Silica Gel

AMS 3430-1S

7/22/1994

CANCELLED: Brazing Filler Metal, Paste, Copper (Water-thinning)

AMS 3608-1S

gom|g|] O |®

7/22/1994

CANCELLED: Plastic Sheet (Methyl Methacrylate, General Purpose)

AMS 3652-2S
AMS 3652-3S
AMS 3652-4S
AMS 3652-5S
AMS 3652-6S
AMS 3652-7S
AMS 3652-8S
AMS 3652-9S
AMS 3652-10S
AMS 3652-11S
AMS 3652-12S
AMS 3652-13S
AMS 3652-14S
AMS 3652-15S

3/28/2008

Polytetrafluoroethylene (PTFE) Film, Non-Critical Grade

AMS 3823-1S

8/18/1997

CANCELLED: Cloth, Glass

AMS 3824-1S
AMS 3824-2S
AMS 3824-3S

3/28/2008

Cloth, Glass, Finished for Resin Laminates

AMS 3901/5-1S

3/28/2008

Roving, Organic Fiber (Para-Aramid), High Modulus

AMS 3902-1S
AMS 3902-2S
AMS 3902-3S

8/18/1997

Cloth, Organic Fiber (Para-Aramid), High Modulus For Structural Composites

AMS 4006-1S
AMS 4006-2S

3/17/2008

Aluminum Alloy Sheet/Foil (1.25Mn - 0.12Cr)

AMS 4180-2S
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AMS 4180-22S
AMS 4180-23S
AMS 4180-24S
AMS 4180-26S
AMS 4180-28S
AMS 4180-38S

3/17/2008

Aluminum Wire, 99.0Al Minimum (1100-H18)

AMS 4184-1S
AMS 4184-2S
AMS 4184-3S
AMS 4184-4S
AMS 4184-5S
AMS 4184-6S
AMS 4184-7S
AMS 4184-8S

3/17/2008

Filler Metal, Aluminum Brazing (10Si - 4.0Cu)

AMS 4185-1S
AMS 4185-2S
AMS 4185-3S
AMS 4185-4S
AMS 4185-5S
AMS 4185-6S
AMS 4185-7S
AMS 4185-8S
AMS 4185-9S
AMS 4185-10S
AMS 4185-11S

3/28/2008

Filler Metal, Aluminum Brazing (12Si)

AMS 4190-2S
AMS 4190-3S
AMS 4190-4S
AMS 4190-6S
AMS 4190-8S
AMS 4190-12S
AMS 4190-13S
AMS 4190-14S
AMS 4190-16S
AMS 4190-18S
AMS 4190-19S
AMS 4190-22S
AMS 4190-23S
AMS 4190-24S
AMS 4190-26S
AMS 4190-28S

5/6/2009

Welding Wire, Aluminum Alloy, 5.2Si (4043)

AMS 4191-2S
AMS 4191-3S
AMS 4191-4S
AMS 4191-6S
AMS 4191-8S
AMS 4191-10S
AMS 4191-13S
AMS 4191-14S
AMS 4191-16S
AMS 4191-18S
AMS 4191-20S
AMS 4191-22S
AMS 4191-23S
AMS 4191-24S
AMS 4191-26S
AMS 4191-28S

7/10/2009

Welding Wire, Aluminum Alloy, 6.3Cu - 0.30Mn - 0.18Zr - 0.15Ti - 0.10V (2319)

AMS 4395-4S
AMS 4395-5S
AMS 4395-6S
AMS 4395-12S
AMS 4395-13S

7/10/2009

Magnesium Alloy Welding Wire, 9.0Al, 2.0Zn (AZ92A)
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AMS 4395-14S
AMS 4395-15S
AMS 4395-16S

AMS 4396-4S
AMS 4396-5S
AMS 4396-6S
AMS 4396-12S
AMS 4396-13S
AMS 4396-14S
AMS 4396-15S
AMS 4396-16S

7/10/2009

Magnesium Alloy Welding Wire, 3.2 Rare Earths - 2.5Zn -0.72Zr (EZ33A)

AMS 4701-1S
AMS 4701-2S
AMS 4701-3S
AMS 4701-4S
AMS 4701-5S
AMS 4701-6S
AMS 4701-7S
AMS 4701-8S
AMS 4701-9S
AMS 4701-10S
AMS 4701-11S

3/28/2008

Copper Wire, Oxygen-Free 99.95 (Cu + Ag) Annealed

AMS 4764-1S
AMS 4764-2S

8/12/2011

Copper Alloy Brazing Filler Metal, 52.5Cu - 38Mn - 9.5Ni, 1615 to 1700F (879 to
927C) Solidus-Liquidus Range

AMS 4765-1S
AMS 4765-2S
AMS 4765-3S
AMS 4765-4S
AMS 4765-5S
AMS 4765-6S
AMS 4765-7S
AMS 4765-8S
AMS 4765-9S
AMS 4765-10S
AMS 4765-11S
AMS 4765-12S
AMS 4765-13S
AMS 4765-14S
AMS 4765-15S
AMS 4765-16S
AMS 4765-17S

AA

8/12/2011

Silver Alloy Brazing Filler Metal, 56 Ag - 42 Cu - 2.0Ni

AMS 4770-1S
AMS 4770-2S
AMS 4770-3S
AMS 4770-4S
AMS 4770-5S
AMS 4770-6S
AMS 4770-7S
AMS 4770-8S
AMS 4770-9S

5/3/2010

Silver Alloy Brazing Filler Metal, 50Ag - 18Cd - 16.5Zn - 15.5Cu

AMS 4771-3S
AMS 4771-4S
AMS 4771-5S
AMS 4771-6S

3/28/2008

Silver Alloy Brazing Filler Metal, 50Ag - 16 Cd - 15.5Zn - 15.5Cu - 3.0Ni 1170 - 1270F
(632 - 688C) Solidus-Liquidus Range

AMS 4772-1S
AMS 4772-11S
AMS 4772-12S
AMS 4772-13S
AMS 4772-14S
AMS 4772-15S
AMS 4772-16S
AMS 4772-17S

5/3/2010

Silver Alloy Brazing Filler Metal, 54Ag - 40Cu - 5.0Zn - 1.0Ni
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AMS 4772-18S
AMS 4772-20S
AMS 4772-21S

AMS 4772-19S

5/3/2010

Silver Alloy Brazing Filler Metal, 54Ag - 40Cu - 5.0Zn - 1.0Ni

AMS 4775-4S

7/22/1994

CANCELLED: Brazing Filler Metal, Nickel Alloy

AMS 4775-9S

(9] (9] <

7/22/1994

CANCELLED: Brazing filler Metal, Nickel Alloy

AMS 4777-1S
AMS 4777-2S
AMS 4777-3S
AMS 4777-4S
AMS 4777-5S
AMS 4777-6S
AMS 4777-7S
AMS 4777-8S
AMS 4777-9S
AMS 4777-10S
AMS 4777-11S
AMS 4777-12S
AMS 4777-13S
AMS 4777-14S

BW

10/21/2011

Nickel Alloy, Brazing Filler Metal, 82Ni - 4.5Si - 7.0Cr - 3.1B - 3.0Fe

AMS 4778-1S
AMS 4778-2S
AMS 4778-3S
AMS 4778-4S
AMS 4778-5S
AMS 4778-6S
AMS 4778-7S
AMS 4778-8S
AMS 4778-9S
AMS 4778-10S
AMS 4778-11S
AMS 4778-12S
AMS 4778-13S
AMS 4778-14S
AMS 4778-15S
AMS 4778-16S
AMS 4778-17S
AMS 4778-18S
AMS 4778-19S
AMS 4778-20S
AMS 4778-21S
AMS 4778-22S
AMS 4778-24S
AMS 4778-26S
AMS 4778-32S
AMS 4778-33S
AMS 4778-34S
AMS 4778-35S
AMS 4778-38S
AMS 4778-40S
AMS 4778-41S
AMS 4778-42S
AMS 4778-43S
AMS 4778-44S
AMS 4778-45S
AMS 4778-46S
AMS 4778-47S
AMS 4778-48S
AMS 4778-50S
AMS 4778-51S
AMS 4778-52S
AMS 4778-53S

CL

8/12/2011

Nickel Alloy, Brazing Filler Metal, 92Ni - 4.5Si - 3.1B
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AMS 4778-54S
AMS 4778-55S
AMS 4778-56S
AMS 4778-57S
AMS 4778-58S
AMS 4778-59S
AMS 4778-60S
AMS 4778-61S
AMS 4778-62S
AMS 4778-63S
AMS 4778-64S
AMS 4778-65S

AMS 4779-1S
AMS 4779-2S \% 11/1/2006  [Nickel Alloy, Brazing Filler Metal, 94Ni - 3.5Si - 1.8B
AMS 4779-3S

AMS 4782-1S
AMS 4782-2S
AMS 4782-3S
AMS 4782-4S
AMS 4782-5S
AMS 4782-6S
AMS 4782-7S
AMS 4782-8S
AMS 4782-9S BD 11/13/2008 Nickel Alloy, Brazing Filler Metal, (71Ni - 10Si - 19Cr) 1975 to 2075°F (1080 to

AMS 4782-11S 1135°C) Solidus-Liquidus Range

AMS 4782-12S

AMS 4782-13S

AMS 4782-14S

AMS 4782-15S

AMS 4782-16S

AMS 4782-17S

AMS 4782-18S,

AMS 4782-19S

AMS 4783-1S
AMS 4783-2S
AMS 4783-3S R 8/12/2011
AMS 4783-4S
AMS 4783-5S

Cobalt Alloy, High Temperature Brazing Filler Metal, 50Co - 8.0Si - 19Cr - 17Ni -
4.0W - 0.80B, 2050-2100°F (1121-1149°C) Solidus-Liquidus Range

9AMS 4785-1S F 8/30/1991 [CANCELLED: Brazing Filler Metal, High Temperature

AMS 4786-9S
AMS 4786-10S
AMS 4786-11S
AMS 4786-12S
AMS 4786-13S
AMS 4786-14S
AMS 4786-15S
AMS 4786-16S

T 5/3/2010 Gold-Palladium-Nickel Alloy Brazing Filler Metal, High Temperature

AMS 4787-1S
AMS 4787-2S
AMS 4787-9S
AMS 4787-10S AD 6/28/2010
AMS 4787-11S
AMS 4787-12S
AMS 4787-13S

Gold-Nickel Alloy Brazing Filler Metal, High Temperature (82Au - 18Ni) 1740°F
(949°C) Solidus-Liquidus Temperature

AMS 4787-3S
AMS 4787-5S P 6/28/2010
AMS4787-7S

Gold-Nickel Alloy Brazing Filler Metal, High Temperature (82Au - 18Ni) 1740°F
(949°C) Solidus-Liquidus Temperature

AMS 4902-1S
AMS 4902-2S
AMS 4902-3S
AMS 4902-4S

F 9/1/2004 Titanium Foil - Commercially-Pure

AMS 4951-2S
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AMS 4951-3S
AMS 4951-4S
AMS 4951-5S
AMS 4951-6S
AMS 4951-8S
AMS 4951-12S
AMS 4951-13S
AMS 4951-14S
AMS 4951-15S
AMS 4951-16S
AMS 4951-22S
AMS 4951-23S

5/6/2009

Titanium Welding Wire - Commercially-Pure

AMS 4952-1S
AMS 4952-2S
AMS 4952-3S
AMS 4952-4S
AMS 4952-5S
AMS 4952-6S
AMS 4952-7S
AMS 4952-11S
AMS 4952-12S
AMS 4952-13S
AMS 4952-14S
AMS 4952-15S
AMS 4952-16S
AMS 4952-18S
AMS 4952-21S
AMS 4952-34S
AMS 4952-39S

1/6/2011

Titanium Alloy Welding Wire 6Al - 2Sn - 4Zr - 2Mo

AMS 4953-2S
AMS 4953-3S
AMS 4953-4S
AMS 4953-5S
AMS 4953-6S
AMS 4953-8S
AMS 4953-12S
AMS 4953-13S
AMS 4953-14S
AMS 4953-15S
AMS 4953-16S

7/10/2009

Titanium Alloy Welding Wire 5Al - 2.5Sn

AMS 4954-2S
AMS 4954-3S
AMS 4954-4S
AMS 4954-5S
AMS 4954-6S
AMS 4954-8S
AMS 4954-9S
AMS 4954-10S
AMS 4954-12S
AMS 4954-13S
AMS 4954-14S
AMS 4954-16S
AMS 4954-17S
AMS 4954-19S
AMS 4954-21S

5/6/2009

Titanium Alloy Welding Wire 6Al - 4V

AMS 4955-2S
AMS 4955-3S
AMS 4955-4S
AMS 4955-6S
AMS 4955-8S
AMS 4955-9S
AMS 4955-12S

7/10/2009

Titanium Alloy Welding Wire 8Al - 1Mo - 1V
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AMS 4955-13S
AMS 4955-14S
AMS 4955-16S
AMS 4955-17S
AMS 4955-19S

AMS 4956-2S
AMS 4956-3S
AMS 4956-4S
AMS 4956-6S
AMS 4956-8S
AMS 4956-11S
AMS 4956-12S
AMS 4956-13S
AMS 4956-14S
AMS 4956-16S
AMS 4956-17S
AMS 4956-21S

7/10/2009

Titanium Alloy Welding Wire, 6Al - 4V , Extra-Low Interstitial Environment Controlled
Packaging

AMS 5030-2S
AMS 5030-3S
AMS 5030-4S
AMS 5030-5S
AMS 5030-6S
AMS 5030-8S
AMS 5030-12S
AMS 5030-13S
AMS 5030-14S
AMS 5030-15S
AMS 5030-16S

7/29/1997

Wire, Steel Welding 0.06 Carbon, Maximum

AMS 5031-1S

8/30/1991

CANCELLED: Welding Electrodes, Covered, Steel

AMS 5640-1S

7/22/1994

CANCELLED: Steel Bars and Forgings, Corrosion Resistant

AMS 5660-1S
AMS 5660-2S
AMS 5660-3S
AMS 5660-4S
AMS 5660-5S
AMS 5660-6S
AMS 5660-11S
AMS 5660-12S
AMS 5660-13S
AMS 5660-14S
AMS 5660-15S
AMS 5660-16S
AMS 5660-21S
AMS 5660-22S
AMS 5660-23S
AMS 5660-24S
AMS 5660-25S
AMS 5660-26S

1/6/2011

Nickel-Iron Alloy, Welding Wire, Corrosion and Heat Resistant 12.5Cr - 42.5Ni -
6.0Mo - 2.7Ti - 0.015B - 34Fe

AMS 5676-2S
AMS 5676-3S
AMS 5676-4S
AMS 5676-5S
AMS 5676-6S
AMS 5676-8S
AMS 5676-12S
AMS 5676-13S
AMS 5676-14S
AMS 5676-15S
AMS 5676-16S

7/10/2009

Nickel Alloy, Corrosion and Heat Resistant, Welding Wire 80Ni - 20Cr

AMS 5677-5S

8/30/1991

CANCELLED: Alloy Welding Electrodes, Covered, Corrosion and Heat Resistant

AMS 5679-2S
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AMS 5679-3S
AMS 5679-4S
AMS 5679-5S
AMS 5679-6S
AMS 5679-8S
AMS 5679-10S
AMS 5679-12S
AMS 5679-13S
AMS 5679-14S
AMS 5679-15S
AMS 5679-16S
AMS 5679-20S

1/6/2011

Nickel Alloy, Corrosion and Heat Resistant, Welding Wire 73Ni - 15.5Cr - 2.2Cb -
8.0Fe

AMS 5680-2S
AMS 5680-3S
AMS 5680-4S
AMS 5680-5S
AMS 5680-6S
AMS 5680-8S
AMS 5680-9S
AMS 5680-12S
AMS 5680-13S
AMS 5680-14S
AMS 5680-15S
AMS 5680-16S
AMS 5680-19S
AMS 5680-20S
AMS 5680-23S
AMS 5680-24S
AMS 5680-26S
AMS 5680-29S

1/6/2011

Steel, Corrosion and Heat Resistant, Welding Wire, 18.5Cr - 11Ni - 0.40(Cb & Ta)

AMS 5681-4S

8/30/1991

CANCELLED: Welding Electrodes, Covered, Steel, Corrosion and Heat Resistant

AMS 5682-1S

8/30/1991

CANCELLED: Coating Alloy, Corrosion and Heat Resistant

AMS 5683-2S
AMS 5683-3S
AMS 5683-4S
AMS 5683-5S
AMS 5683-6S
AMS 5683-8S
AMS 5683-9S
AMS 5683-12S
AMS 5683-13S
AMS 5683-14S
AMS 5683-15S
AMS 5683-16S
AMS 5683-18S
AMS 5683-19S

1/6/2011

Alloy Welding Wire, Corrosion and Heat Resistant, 75Ni - 15.5Cr - 8.0Fe

AMS 5684-5S

8/30/1991

CANCELLED: Alloy Welding Electrodes, Covered, Corrosion and Heat Resistant

AMS 5687-1S

3/10/2009

Nickel Alloy, Corrosion and Heat Resistant, Wire, 74Ni - 15.5Cr - 8.0Fe, Annealed

AMS 5690-2S

7/29/1997

Steel, Corrosion and Heat Resistant, Wire, 17Cr - 12Ni - 2.5Mo Solution Heat
Treated

AMS 5691-4S

8/30/1991

CANCELLED: Steel Welding Electrodes, Covered, Corrosion and Heat Resistant

AMS 5692-2S
AMS 5692-3S
AMS 5692-4S
AMS 5692-5S
AMS 5692-6S
AMS 5692-8S
AMS 5692-12S

7/10/2009

Steel, Corrosion and Heat Resistant, Welding Wire, 19Cr - 12.5Ni - 2.5Mo
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AMS 5692-13S
AMS 5692-14S
AMS 5692-15S
AMS 5692-16S

AMS 5694-2S
AMS 5694-3S
AMS 5694-4S
AMS 5694-5S
AMS 5694-6S
AMS 5694-8S
AMS 5694-12S
AMS 5694-13S
AMS 5694-14S
AMS 5694-15S
AMS 5694-16S

7/10/2009

Steel, Corrosion and Heat Resistant, Welding Wire, 27Cr - 21.5Ni

AMS 5695-4S

8/30/1991

CANCELLED: Steel Welding Electrodes, Covered, Corrosion and Heat Resistant

AMS 5774-2S

7/22/1994

CANCELLED: Steel Welding Wire, Corrosion and Moderate Heat Resistant

AMS 5775-4S

8/30/1991

CANCELLED: Steel Welding Electrodes, Covered, Corrosion and Moderate Heat
Resistant

AMS 5776-2S
AMS 5776-3S
AMS 5776-4S
AMS 5776-5S
AMS 5776-6S
AMS 5776-8S
AMS 5776-12S
AMS 5776-13S
AMS 5776-14S
AMS 5776-16S
AMS 5776-19S
AMS 5776-20S
AMS 5776-21S
AMS 5776-22S
AMS 5776-31S
AMS 5776-32S
AMS 5776-33S
AMS 5776-34S
AMS 5776-35S
AMS 5776-43S

AD

5/6/2009

Steel, Corrosion and Heat Resistant, Welding Wire, 12.5Cr

AMS 5777-4S

8/30/1991

CANCELLED: Steel Welding Electrodes, Covered, Corrosion Resistant

AMS 5778-2S
AMS 5778-3S
AMS 5778-4S
AMS 5778-5S
AMS 5778-6S
AMS 5778-7S
AMS 5778-8S
AMS 5778-9S
AMS 5778-10S
AMS 5778-12S
AMS 5778-13S
AMS 5778-14S
AMS 5778-15S
AMS 5778-16S
AMS 5778-19S
AMS 5778-20S

1/6/2011

Nickel Alloy, Corrosion and Heat Resistant, Welding Wire, 72Ni - 15.5Cr - 1.0Cb -
2.4Ti - 0.70Al - 7.0Fe

AMS 5779-4S

8/30/1991

CANCELLED: Alloy Welding Electrodes, Covered, Corrosion and Heat Resistant

AMS 5780-2S
AMS 5780-3S
AMS 5780-4S
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AMS 5780-5S
AMS 5780-6S
AMS 5780-8S
AMS 5780-12S
AMS 5780-13S
AMS 5780-14S
AMS 5780-15S
AMS 5780-16S

3/31/2005

Steel, Corrosion and Heat Resistant, Welding Wire, 15.5Cr - 4.5Ni - 2.9Mo - 0.10N

AMS 5781-4S

8/30/1991

CANCELLED: Steel Welding Electrodes, Covered, Corrosion and Moderate Heat
Resistant

AMS 5786-2S
AMS 5786-3S
AMS 5786-4S
AMS 5786-5S
AMS 5786-6S
AMS 5786-7S
AMS 5786-8S
AMS 5786-12S
AMS 5786-13S
AMS 5786-14S
AMS 5786-15S
AMS 5786-16S
AMS 5786-19S
AMS 5786-20S
AMS 5786-23S

1/6/2011

Nickel Alloy, Corrosion and Heat Resistant, Welding Wire, 62.5Ni - 5.0Cr - 24.5Mo -
5.5Fe

AMS 5787-4S

5/11/1987

CANCELLED: Hydrogen, High-Purity, Liguid and Gaseous

AMS 5788-4S

8/30/1991

CANCELLED: Coating Alloy, Corrosion and Heat Resistant

AMS 5788-12S
AMS 5788-13S
AMS 5788-14S
AMS 5788-22S
AMS 5788-23S
AMS 5788-24S

7/10/2009

Cobalt Alloy, Corrosion and Heat Resistant, Hard Facing Wire 62Co - 29Cr - 4.5W -
Stellite 6

AMS 5789-2S
AMS 5789-3S
AMS 5789-4S
AMS 5789-5S
AMS 5789-6S
AMS 5789-7S
AMS 5789-8S
AMS 5789-9S
AMS 5789-10S
AMS 5789-12S
AMS 5789-13S
AMS 5789-14S
AMS 5789-15S
AMS 5789-16S
AMS 5789-19S
AMS 5789-20S

1/6/2011

Alloy Welding Wire, Corrosion and Heat Resistant 54Co - 25.5Cr - 10.5Ni - 7.5W

AMS 5794-1S
AMS 5794-2S

7/10/2009

Iron Alloy, Corrosion and Heat Resistant, Welding Wire, 31Fe - 21Cr - 20Ni - 20Co -
3.0Mo - 2.5W - 1.0Cb - 0.15N

AMS 5796-2S
AMS 5796-3S
AMS 5796-4S
AMS 5796-5S
AMS 5796-6S
AMS 5796-8S
AMS 5796-9S
AMS 5796-10S
AMS 5796-11S
AMS 5796-12S
AMS 5796-13S

1/6/2011

Cobalt Alloy, Corrosion and Heat Resistant, Welding Wire, 52Co - 20Cr - 10Ni - 15W
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AMS 5796-14S
AMS 5796-15S
AMS 5796-16S
AMS 5796-19S

AMS 5797-4S

8/30/1991

CANCELLED: Alloy Welding Electrodes, Covered, Corrosion and Heat Resistant

AMS 5798-2S
AMS 5798-3S
AMS 5798-4S
AMS 5798-5S
AMS 5798-6S
AMS 5798-7S
AMS 5798-8S
AMS 5798-9S
AMS 5798-10S
AMS 5798-11S
AMS 5798-12S
AMS 5798-13S
AMS 5798-14S
AMS 5798-15S
AMS 5798-16S
AMS 5798-19S
AMS 5798-21S

1/6/2011

Alloy Welding Wire, Corrosion and Heat Resistant 47.5Ni -22Cr - 1.5Co - 9.0Mo -
0.60W - 18.5Fe

AMS 5799-4S

8/30/1991

CANCELLED: Alloy Welding Electrodes, Covered, Corrosion and Heat Resistant

AMS 5800-1S
AMS 5800-2S
AMS 5800-3S
AMS 5800-4S
AMS 5800-11S
AMS 5800-12S
AMS 5800-13S
AMS 5800-14S

4/4/2005

Alloy, Corrosion and Heat Resistant, Welding Wire 54Ni - 19Cr - 11Co - 10Mo - 3.2Ti 4
1.5Al - 0.006B

AMS 5801-4S
AMS 5801-3S
AMS 5801-5S
AMS 5801-6S
AMS 5801-7S
AMS 5801-8S
AMS 5801-12S
AMS 5801-13S
AMS 5801-14S
AMS 5801-15S
AMS 5801-16S
AMS 5801-17S
AMS 5801-22S
AMS 5801-23S
AMS 5801-24S
AMS 5801-25S
AMS 5801-35S

1/6/2011

Cobalt Alloy, Corrosion and Heat Resistant, Welding Wire, 39Co - 22Cr - 22Ni -
14.5W - 0.07La

AMS 5803-4S
AMS 5803-5S
AMS 5803-6S
AMS 5803-7S
AMS 5803-8S

7/29/1997

Steel, Corrosion and Heat Resistant, Welding Wire 16.4Cr - 4.8Ni - 0.22(Cb&Ta) -
3.6Cu

AMS 5805-12S
AMS 5805-13S
AMS 5805-14S
AMS 5805-15S
AMS 5805-16S
AMS 5805-24S
AMS 5805-26S

1/6/2011

Steel, Corrosion and Heat Resistant, Welding Wire, 15Cr - 25.5Ni - 1.2Mo - 2.1Ti -
0.004B - 0.30V
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AMS 5812-2S
AMS 5812-3S
AMS 5812-4S
AMS 5812-5S
AMS 5812-6S
AMS 5812-7S
AMS 5812-12S
AMS 5812-16S

Initial
Issue

3/11/2005

Steel, Corrosion and Heat Resistant, Welding Wire 15Cr - 7.1Ni - 2.4Mo - 1.0Al

AMS 5814-2S
AMS 5814-22S
AMS 5814-23S
AMS 5814-24S
AMS 5814-25S

8/17/2005

Cobalt Alloy, Corrosion and Heat Resistant, Welding Wire 52Co - 20Cr - 20Ni - 7.5Ta
Vacuum Melted

AMS 5817-2S
AMS 5817-3S
AMS 5817-4S
AMS 5817-5S
AMS 5817-6S
AMS 5817-8S
AMS 5817-12S
AMS 5817-13S
AMS 5817-14S
AMS 5817-15S
AMS 5817-16S

7/10/2009

Steel, Corrosion and Moderate Heat Resistant, Welding Wire 13Cr - 2.0Ni - 3.0W

AMS 5821-3S
AMS 5821-4S
AMS 5821-5S
AMS 5821-6S
AMS 5821-12S
AMS 5821-13S
AMS 5821-14S
AMS 5821-15S
AMS 5821-16S

1/6/2011

Steel, Corrosion Resistant, Welding Wire, 12Cr Ferrite Control Grade

AMS 5823-2S
AMS 5823-3S
AMS 5823-4S
AMS 5823-12S
AMS 5823-13S
AMS 5823-14S

7/10/2009

Steel, Corrosion and Heat Resistant, Welding Wire, 11.8Cr - 2.8Ni - 1.6Co - 1.8Mo -
0.32w

AMS 5824-2S
AMS 5824-3S
AMS 5824-4S
AMS 5824-5S
AMS 5824-6S
AMS 5824-8S
AMS 5824-12S
AMS 5824-13S
AMS 5824-14S
AMS 5824-15S
AMS 5824-16S

4/5/2005

Steel, Corrosion Resistant, Welding Wire, 17Cr - 7.1Ni - 1.0Al

AMS 5825-3S
AMS 5825-4S
AMS 5825-5S
AMS 5825-6S
AMS 5825-8S
AMS 5825-12S
AMS 5825-13S
AMS 5825-14S
AMS 5825-15S
AMS 5825-16S
AMS 5825-22S
AMS 5825-23S

1/6/2011

Steel, Corrosion Resistant, Welding Wire, 16.4Cr - 4.8Ni - 0.22Cb - 3.6Cu
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AMS 5825-24S
AMS 5825-25S
AMS 5825-26S

AMS 5827-2S

7/22/1994

CANCELLED: Steel, Corrosion Resistant, Covered Welding Electrodes

AMS 5828-1S
AMS 5828-2S
AMS 5828-3S
AMS 5828-4S
AMS 5828-5S
AMS 5828-6S
AMS 5828-8S
AMS 5828-9S
AMS 5828-10S
AMS 5828-11S
AMS 5828-12S
AMS 5828-13S
AMS 5828-14S
AMS 5828-15S
AMS 5828-16S
AMS 5828-19S
AMS 5828-20S
AMS 5828-21S
AMS 5828-22S
AMS 5828-23S
AMS 5828-30S
AMS 5828-33S
AMS 5828-34S
AMS 5828-40S

AG

1/6/2011

Nickel Alloy, Corrosion and Heat Resistant, Welding Wire, 57Ni - 19.5Cr - 13.5Co -
4.2Mo - 3.1Ti - 1.4Al - 0.006B

AMS 5830-3S
AMS 5830-4S
AMS 5830-5S
AMS 5830-6S
AMS 5830-6S
AMS 5830-8S
AMS 5830-12S
AMS 5830-13S
AMS 5830-13S
AMS 5830-14S
AMS 5830-15S
AMS 5830-16S
AMS 5830-19S

4/5/2005

Nickel-Iron Alloy, Corrosion and Heat Resistant, Welding Wire 12.5Cr - 42.5Ni -
6.0Mo - 2.7Ti - 0.015B - 35Fe

AMS 5832-2S
AMS 5832-3S
AMS 5832-4S
AMS 5832-5S
AMS 5832-6S
AMS 5832-8S
AMS 5832-9S
AMS 5832-10S
AMS 5832-11S
AMS 5832-12S
AMS 5832-14S
AMS 5832-15S
AMS 5832-16S
AMS 5832-17S
AMS 5832-18S
AMS 5832-20S
AMS 5832-21S
AMS 5832-22S
AMS 5832-23S
AMS 5832-24S
AMS 5832-25S

AF

1/6/2011

Nickel Alloy, Corrosion and Heat Resistant, Welding Wire, 52.5Ni -19Cr - 3.0Mo -
5.1Cb - 0.90Ti - 0.50Al - 18Fe
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AMS 5832-26S
AMS 5832-31S
AMS 5832-45S

AMS 5836-2S

7/10/2009

Nickel Alloy, Corrosion and Heat Resistant, Welding Wire, 72Ni - 3.0Mn - 20Cr -
2.5Ch

AMS 5837-2S
AMS 5837-3S
AMS 5837-4S
AMS 5837-5S
AMS 5837-6S
AMS 5837-7S
AMS 5837-8S
AMS 5837-12S
AMS 5837-13S
AMS 5837-14S
AMS 5837-15S
AMS 5837-16S
AMS 5837-17S
AMS 5837-22S
AMS 5837-23S
AMS 5837-24S
AMS 5837-25S
AMS 5837-33S
AMS 5837-34S
AMS 5837-35S
AMS 5837-43S
AMS 5837-44S
AMS 5837-45S

AC

1/20/2011

Nickel Alloy, Corrosion and Heat Resistant, Welding Wire, 62Ni - 21.5Cr - 9.0Mo -
3.7Cb

AMS 5839-2S
AMS 5839-22S
AMS 5839-23S

B

7/10/2009

Nickel Alloy, Corrosion and Heat Resistant, Welding Wire, 59Ni - 22Cr - 2.0Mo - 14W
- 0.35Al

AMS 5872-2S

Initial
Issue

6/29/2001

CANCELLED: Alloy, Corrosion and Heat Resistant, Welding Wire (Nimonic-263)

AMS 5895-12S
AMS 5895-13S
AMS 5895-14S
AMS 5895-15S
AMS 5895-16S

1/20/2011

Steel, Corrosion and Heat Resistant, Welding Wire, 15Cr - 25.5Ni - 1.2Mo - 2.1Ti -
0.006B - 0.30V

AMS 5966-2S
AMS 5966-3S
AMS 5966-4S
AMS 5966-5S
AMS 5966-6S
AMS 5966-7S
AMS 5966-12S
AMS 5966-13S
AMS 5966-14S
AMS 5966-15S
AMS 5966-16S
AMS 5966-18S
AMS 5966-24S

1/20/2011

Nickel Alloy, Corrosion and Heat Resistant, Welding Wire, 50Ni - 20Cr - 20Co - 5.9
Mo - 2.2Ti - 0.45 Al

AMS 6457-2S
AMS 6457-22S
AMS 6457-23S
AMS 6457-24S

7/20/2005

Steel, Welding Wire 0.95Cr - 0.20Mo (0.28 - 0.33C) Vacuum Melted, Environmental
Controlled Packaging SAE 4130

AMS 6458-14S
AMS 6458-15S
AMS 6458-24S
AMS 6458-25S

4/5/2005

Steel, Welding Wire, 0.65Si - 1.25Cr - 0.50Mo - 0.30V (0.28 - 0.33C)

AMS 6466-2S
AMS 6466-3S
AMS 6466-4S
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AMS 6466-5S
AMS 6466-6S
AMS 6466-8S
AMS 6466-12S
AMS 6466-13S
AMS 6466-14S
AMS 6466-15S
AMS 6466-16S

4/5/2005

Steel Welding Wire, Corrosion Resistant, 5.2Cr - 0.55Mo

AMS 6467-4S

8/30/1991

CANCELLED: Steel Welding Electrodes, Covered

AMS 7875-1S

11/12/2007

Powder, Chromium Carbide Plus Nickel-Chromium Alloy 75 Cr,C; + 25 (80Ni - 20Cr
Alloy)

AMS 7879-1S
AMS 7879-3S
AMS 7879-4S

7/8/2005

Tungsten Carbide - Cobalt Powder, Cast and Crushed

z Pratt & W

A Usited Technolag

hitney

Copyright © Pratt & Whitney, United Technologies Corporation, 2011. All rights reserved.
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MSM Intro, Rev. J 7/5/2007 Information on the issuance, use, and control of MSM specifications
MSM 0001-A 6/5/2006 Paint Stripper

MSM 0002-B 6/5/2006 Paint Stripper

MSM 0003-C 5/12/2006 |Paint Stripper

MSM 0004-A 6/22/2007 Machine Cleaner

MSM 0005-Initial 9/8/2009 Cement, Floor Block

MSM 0006-Initial 9/8/2009 Floor Sealer, Black Water-Based

CANCELLED: Primer, Silicone Rubber, Air Drying (Superseded by PWA

MSM 0007-A 12/7/2010 556)

MSM 0008-Initial Issue 5/20/2010 Desiccant, Indicating Silica Gel

MSM 0009-Initial Issue 7/21/2010 [Powder, Plasma Spray, RSR Nickel Alloy

MSM 0010-Initial Issue 7/30/2010 |Wire, Cored, Cobalt, Nickel, Chrome, Tungsten

MSM 0011-A 8/26/2010 Powder, Nickel Alloy

MSM 0012-A 8/26/2010 Powder, Cobalt-, Chrome-, Molybdenum-based Superalloy

MSM 0013-Initial Issue 3/11/2011 Floor Cleaner

MSM 0014-Initial Issue 8/15/2011 Paint, Flameproof Coating, Flat Red

MSM 0015-Initial Issue 12/5/2011  [Paint, Acrylic, Water-based Floor Coating

MSM 1296-A 6/5/2006 Cleaner, Abrasive Cream

MSM 1401-C 6/5/2006 Liguid Paint Booth Defloculant

MSM 1413-E 7/5/2007 Cleaner, Aqueous Acidic

MSM 1416-Initial Issue 9/23/2003  [CANCELLED: Cleaner, Test Cell

MSM 1423-A 10/19/2005 |CANCELLED: Cleaning Solution, Battery Washer
MSM 1424-D 11/11/2009 |CANCELLED: Liquid Paint Booth Flocculant

MSM 1425-D 11/11/2009 |CANCELLED: Liquid Paint Booth Foam Suppresser
MSM 1426-D 11/11/2009 |CANCELLED: Liquid Paint Booth Detackifier

MSM 1427-D 11/11/2009 |CANCELLED: Liquid Paint Booth Buffering Agent
MSM 2223-A 6/6/2006 Anhydrous Ammonia (For Facilities Use Only)

Propane (For Use As a Fuel for Industrial Vehicles and at the Waste

MSM 2225-G 6/7/2006 Water Treatment Facility)

MSM 5301-B 5/31/2006 [Mold Release

MSM 5302-D 2/17/2011 Hydrogen Peroxide (30%)

MSM 5303-B 5/6/2010 Resin, Stereolithography

MSM 5304-B 5/6/2010 Resin, Stereolithography

MSM 5305-B 7/14/2010 [CANCELLED: Resin, Stereolithography

MSM 5306-B 5/6/2010 Resin, Stereolithography

MSM 5307-B 5/6/2010 Resin, Stereolithography

MSM 5308-B 5/6/2010 Resin, Stereolithography

MSM 5309-J 3/14/2011 Buffer Solution, pH 10 (Color Coded Blue)
MSM 5310-F 3/14/2011 Buffer Solution (Phosphate), pH 7 (Color Coded Yellow)
MSM 5311-E 3/14/2011 Buffer Solution (Biphthalate), pH 4 (Color Coded Red)
MSM 5312-B 3/14/2011 Tartaric Acid, Granular

MSM 5313-D 3/14/2011 Phosphoric Acid, Reagent

MSM 5314-B 3/14/2011 Citric Acid, Anhydrous, Powder

MSM 5315-C 3/14/2011 |Alcohol, Anhydrous, Reagent

MSM 5316-C 3/10/2011 Buffer Solution, pH 10.00 (Colorless)

MSM 5317-A 6/9/2006 Buffer Solution, pH 2.00(Colorless)

MSM 5318-A 6/9/2006 Reference Electrode Filling Solution

MSM 5319-B 3/14/2011  |Titanium, 1000ug/mL (0.10% wi/v)

MSM 5320-D 3/14/2011 Lactic Acid, 85% Reagent

MSM 5321-B 6/12/2006 Buffer Solution, pH 7.00 (Color Coded Yellow)
MSM 5322-A 6/12/2006 |Titration Solvent (Isopropanol: Toluene 1:1)
MSM 5323-E 3/14/2011 |EDTA Titrant, 0.1M
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MSM 5324-A 6/12/2006 Buffer Solution, pH 10.01 (Color Coded Blue)

MSM 5325-A 6/12/2006 [Oleic Acid

MSM 5326-B 6/12/2006 [Abrasive Discs, Silicon Carbide

MSM 5327-D 3/28/2011 Sulfuric Acid Solution, 1N, Certified

MSM 5328-A 6/12/2006 Hydrochloric Acid Solution, 0.5N, Certified

MSM 5329-A 6/12/2006 Phenolphthalein Solution, 0.5%

MSM 5330-B 3/14/2011 Isopropyl Alcohol, U.S.P.

MSM 5331-B 3/14/2011 Oxalic Acid, Dihydrate, Crystal, Reagent

MSM 5332-B 3/14/2011 Chromium Trioxide (CrO3)

MSM 5333-B 3/14/2011 Copper, Granular, 20-30 Mesh, Reagent

MSM 5334-B 3/14/2011 Cupric Chloride, Dihydrate, Crystal, A.C.S. Reagent
MSM 5335-B 3/14/2011 Cupric Sulfate, Anhydrous, Powder, Reagent

MSM 5336-B 3/14/2011 Potassium Ferricyanide, Reagent

MSM 5337-C 3/14/2011 Sodium Thiosulfate, 5-Hydrate, Reagent (Crystals)

MSM 5338-B 3/14/2011 Ethylene Glycol, Reagent

MSM 5339-B 3/14/2011 |Rhodamine B

MSM 5340-B 3/14/2011 Safranine O

MSM 5341-A 6/16/2006  |Platinum Flake

MSM 5342-A 6/16/2006  |Gold Flake

MSM 5343-A 6/16/2006 Non-Hygroscopic Standard for Volumetric Karl Fischer Titration
MSM 5344-A 6/16/2006  [Solvent, Hexane

MSM 5346-A 6/16/2006 |Villela's Etch

MSM 5347-A 6/16/2006 Magnesium Chloride, Hexahydrate, Crystal, A.C.S. Reagent
MSM 5348-A 6/16/2006 Potassium Chromate Test Solution, 10%

MSM 5349-A 7/13/2006 |Viscosity Standard

MSM 5350-A 8/26/2004  |Superseded by PMC 6709: Molybdenum (1V) Sulfide Powder
MSM 5351-B 7/13/2006  [Electrolyte Solution, Oxygen Analyzer

MSM 5352-B 7/13/2006 |Cement, Strain Gage

MSM 5353-A 7/13/2006 |Adhesive, Strain Gage

MSM 5354-B 3/14/2008  |Epoxy Resin

MSM 5355-B 9/15/2010 Epoxy Hardener

MSM 5356-C 4/13/2007 |Adhesive, Strain Gage

MSM 5357-D 4/13/2007  |Adhesive, Strain Gage

MSM 5358-D 4/13/2007  |Adhesive, Strain Gage

MSM 5359-C 7/17/2006  [Sealant, Solvent-Resistant

MSM 5360-C 7/17/2006  [Solder, Silver

MSM 5361-E 4/13/2007 Cement, Epoxy

MSM 5362-B 3/14/2011 Potassium Pyrosulfate, Reagent

MSM 5363-B 3/14/2011 Bromine, Reagent

MSM 5364-A 7/17/2006 |Alcohol, Reagent, Denatured

MSM 5365-D 6/24/2011 Silver Nitrate, Certified, 0.1N Volumetric Solution

MSM 5366-B 7/5/2011 CANCELLED: EDTA, Disodium Salt, Concentrate, 0.02M
MSM 5367-A 7/19/2006 Epoxy, Fast Cure, Metallurgical Mounting

MSM 5368-A 7/19/2006 |Alcohol, Reagent, 100% (Histological)

MSM 5369-B 7/19/2006 |Cation Solutions Kit for Capillary Electrophoresis

MSM 5370-B 7/19/2006 Plating Bath Analysis Kit for Capillary Electrophoresis
MSM 5371-B 7/19/2006 Inorganic Anions Solutions Kit for Capillary Electrophoresis
MSM 5372-A 7/19/2006 Buffer Solution, pH 4.01 (Color Coded Pink)

MSM 5373-D 6/24/2011  [Sodium Hydroxide Solution, 0.1000N

MSM 5374-A 12/14/2004 |CANCELLED: Adhesive, Strain Gage

MSM 5375-A 7/19/2006 Buffer Solution (Phosphate), pH 7 (Color Coded Green)
MSM 5376-A 7/19/2006  |Yttrium Inductively Coupled Plasma (ICP) Standard (10,000 ppm)
MSM 5377-A 7/19/2006  |Aluminum Inductively Coupled Plasma (ICP) Standard
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MSM 5378-A 7/19/2006 |Chromium Inductively Coupled Plasma (ICP) Standard (10,000 ppm)
MSM 5379-A 7/19/2006 Hafnium Inductively Coupled Plasma (ICP) Standard
MSM 5380-A 7/19/2006 Nickel Inductively Coupled Plasma (ICP) Standard (10,000 ppm)
MSM 5381-A 7/19/2006 [Tantalum Inductively Coupled Plasma (ICP) Standard
MSM 5382-A 7/19/2006 |Titanium Inductively Coupled Plasma (ICP) Standard (10,000 ppm)
MSM 5383-B 1/12/2009 [Sodium Thiosulfate Solution, 0.1000N
MSM 5384-C 6/24/2011 [Sodium Hydroxide, 1.0 N Solution
MSM 5385-A 7/19/2006 |Concentrated Soap Solution, Metallurgical Mounting
MSM 5386-A 7/19/2006 Chloride Standard
MSM 5387-Initial Issue 8/24/2006 Release Agent, Dry Film
MSM 5388-Initial Issue 8/24/2006 Cleaner, Plastic/Glass/Metal
MSM 5389-Initial Issue 10/20/2006 |Tetraethyl Orthosilicate
MSM 5390-Initial Issue 10/20/2006 |Aluminum tri-sec-butoxide
MSM 5391 -Initial Issue 8/29/2008 Methyl Orange Solution (0.1%)
MSM 5392-A 2/10/2010 [Mold Release
MSM 5393-A 6/24/2011 Sodium Sulfite, Anhydrous, Reagent
MSM 5394-A 7/26/2011  |lon Sselective Calibration Standard (1000 ppm as CI)
MSM 5395-A 6/24/2011 Potassium Permanganate, 0.1N Solution, Reagent
MSM 5396-Initial Issue 9/22/2008  [Starch Solution, Stabilized
MSM 5397-Initial Issue 9/29/2008 |Sodium Chloride (lon-Selective)
MSM 5398-A 3/22/2011 [Superseded by: PMC 9458 - Mineral Oil
MSM 5399-A 6/23/2011 Ferrous Sulfate, 7-Hydrate (Crystals)
MSM 5400-Initial Issue 3/3/2009 Sodium Chlor_ide Standard Solution for Conductivity
(180 MicroSeimens)
MSM 5401-Initial Issue 3/3/2009 Sodium Chloride Standard Solution (1000 MicroSeimens)
MSM 5402-Initial Issue 6/17/2009 Epoxy, Flow, Metallurgical Mounting
MSM 5403-A 9/17/2009 |Amino Acid F, Reagent Powder (for Analyzers)
MSM 5404-A 9/17/2009 Citric Acid, Surfactant Solution
MSM 5405-A 9/17/2009  |Amino Acid F, Dilution Solvent
MSM 5406-Initial Issue 10/8/2009 Hydrochloric Acid Solution, 1N, Certified
MSM 5407-Initial Issue 10/14/2009 |Calcium Oxide, Reagent Grade
MSM 5408-Initial Issue 1/15/2010 [PAN Indicator Solution 0.3%
MSM 5409-Initial Issue 6/14/2010 Electrode Storage Solution
MSM 5410-Initial Issue 6/14/2010 Electrode Filling Solution
MSM 5411-Initial Issue 6/30/2010 Epoxy, Fast Cure
MSM 5412-Initial Issue 8/10/2010 |Anhydride Dispersant
MSM 5413-Initial Issue 8/10/2010 Polishing Compound
MSM 5414-Initial Issue 9/27/2010 Buffer Solution pH 4.005 (Certified)
MSM 5415-A 1/11/2011 Buffer Solution pH 7.000 (Certified)
MSM 5416-Initial Issue 9/27/2010 Buffer Solution pH 10.012 (Certified)
MSM 5417-Initial Issue 1/21/2011 Buffer Solution pH 4.00 (Certified)
MSM 5418-Initial Issue 1/31/2011 Copper Concentrate
MSM 5419-A 3/28/2011 Buffer Solution, pH 1.67 (Certified)
MSM 5420-Initial Issue 3/15/2011 Electroless Nickel Solution
MSM 5421-Initial Issue 3/15/2011 Electroless Nickel Solution
MSM 5422-Initial Issue 3/15/2011 Electroless Nickel Solution
MSM 5423-Initial Issue 3/15/2011 Electroless Nickel Solution, Make-up Component
MSM 5424-Initial Issue 8/19/2011 Electroless Nickel Solution
* [MSM 6094-Initial Issue 12/12/2011 [Polymer Remover
* IMSM 6095-Initial Issue 11/28/2011 |Thread Cutting Oil, Stainless Steel, Synthetic
* [MSM 6096-Initial Issue 10/27/2011 |[Lens Cleaner
* IMSM 6097-Initial Issue 11/3/2011 [Adhesive, Silver-Filled Silicone RTV
* IMSM 6098-B 12/13/2011 |Heat Transfer Fluid (Propylene Glycol)
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MSM 6099-Initial Issue 10/20/2011 |Ink, High-Temperature Conductive (High-Temp Overglaze)
MSM 6100-Initial Issue 10/20/2011 |Ink, High-Temperature Conductive (10-15 OHM High-Temp Resistor)
MSM 6101-Initial Issue 10/20/2011 |Ink, High-Temperature Conductive (50 OHM High-Temp Resistor)
MSM 6102-Initial Issue 10/14/2011 |Epoxy Resin

MSM 6103-Initial Issue 10/14/2011 |Hardener, Epoxy (Slow)

MSM 6104-Initial Issue 10/13/2011 |Cleaner/Detergent

MSM 6106-Initial Issue 8/25/2011 Surface Treatment, Copper Colloidal

MSM 6107-Initial Issue 8/25/2011 Primer, Low VOC Alkyd

MSM 6108-Initial Issue 8/18/2011 |Vacuum Blower OIl

MSM 6109-Initial Issue 8/1/2011 Turbine Oil

MSM 6111-A 11/18/2011 [Turbine QOIl

MSM 6112-Initial Issue 6/16/2011 Natural Gas, Compressed

MSM 6113-Initial Issue 6/27/2011 Propylene (99.5% Purity)

MSM 6114-Initial Issue 6/8/2011 Hydraulic Oil

MSM 6115-Initial Issue 6/8/2011 Lubricating Grease, Molybdenum Compound
MSM 6116-Initial Issue 6/8/2011 Grease, Silicone Dielectric

MSM 6119-Initial Issue 4/13/2011 Cleaning Solution, Rapid-Prototyping

MSM 6120-Initial Issue 4/13/2011 Infiltrant, Rapid-Prototyping

MSM 6121-Initial Issue 4/13/2011 Plaster Powder, Rapid-Prototyping

MSM 6122-Initial Issue 4/13/2011 Binder, Rapid-Prototyping

MSM 6123-A 8/5/2011 Drain Clog Remover, Alkaline

MSM 6124-Initial Issue 4/4/2011 Sealing Compound, Multi-purpose Sealing and Caulking
MSM 6126-Initial Issue 3/7/2011 Grease, Multi-Purpose Lubricating

MSM 6127-Initial Issue 3/7/2011 Lubricating Grease

MSM 6129-Initial Issue 1/14/2011  [Concrete Crack Repair

MSM 6130-Initial Issue 1/4/2011 Epoxy Adhesive

MSM 6131-Initial Issue 1/6/2011 Epoxy, Casting Resin

MSM 6132-Initial Issue 1/6/2011 Hardener, Casting

MSM 6133-Initial Issue 12/17/2010 |Vacuum Pump Oil

MSM 6135-Initial Issue 12/2/2010 [Wire Rope Lubricant

MSM 6136-Initial Issue 12/7/2010 |Paint, Neon Universal Base Coat

MSM 6137-Initial Issue 12/9/2010 |Vacuum Pump Oil

MSM 6138-Initial Issue 11/8/2010 |Corrosion Inhibitor, Closed Loop Treatment
MSM 6139-Initial Issue 11/8/2010 [Scale Inhibitor

MSM 6140-Initial Issue 11/8/2010 [Corrosion Inhibitor

MSM 6142-Initial Issue 7/8/2010 Sunscreen Lotion Wipe (SPF 30)

MSM 6143-Initial Issue 6/10/2010 |Oil, Engine Lubricating, SAE 20

MSM 6144-A 6/10/2010 |Vacuum Pump Oil

MSM 6145-Initial Issue 5/18/2010  [Windshield Washer

MSM 6146-Initial Issue 5/13/2010 [Lubricant, White Mineral Oil

MSM 6147-Initial Issue 5/12/2010 |Striping Paint

MSM 6148-Initial Issue 5/12/2010 [Paint, Gloss Enamel

MSM 6149-Initial Issue 4/29/2010 Marker, Quick-Drying

MSM 6150-Initial Issue 4/12/2010 Lubricant, Air Compressor (ISO 100)

MSM 6151-Initial Issue 4/22/2010 |Coating, Fabric

MSM 6152-Initial Issue 4/22/2010 Propellant, Spray Gun

MSM 6153-Initial Issue 3/5/2010 Test Dust

MSM 6154-Initial Issue 3/8/2010 Stamping Ink, Black

MSM 6155-A 6/4/2010 Calibration Gas (0.75% Pentane in Air)
MSM 6156-Initial Issue 2/26/2010 |Grease, High Performance

MSM 6157-Initial Issue 2/18/2010 |Thread Cutting Oil

MSM 6158-Initial Issue 2/17/2010 Plastic Wrap

MSM 6159-Initial Issue 8/5/2010 Humidity Card
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MSM 6160-Initial Issue 1/27/2010 [Silicone Encapsulant

MSM 6161-Initial Issue 1/27/2010 Lubricating Grease

MSM 6162-Initial Issue 1/22/2010 |Tape, Pipe Repair System

MSM 6163-A 6/4/2010 Calibration Gas (50 ppm Ammonia in Nitrogen)
MSM 6164-A 6/4/2010 Calibration Gas (50 ppm CO, 25 ppm H2S in Nitrogen)
MSM 6165-A 1/26/2010 |Desiccant

MSM 6166-Initial Issue 11/5/2009 Lubricant, Turbine Oil

MSM 6167-Initial Issue 10/26/2009 |Solvent, For Instant Adhesives

MSM 6168-Initial Issue 9/30/2009 |Adhesive, Gap-Filling, Fuel-Resistant

MSM 6169-Initial Issue 9/24/2009 Fiberglass, Chopped Strand

MSM 6170-Initial Issue 9/21/2009 Grease, High-Temperature, Anti-Corrosion Grade
MSM 6171-B 9/16/2009 Resin, Resin Transfer Molding (RTM)

MSM 6172-A 2/5/2010 Saline Solution, Eye Wash

MSM 6173-Initial Issue 8/24/2009 Primer, Epoxy, Rust Inhibitive, High Performance
MSM 6174-Initial Issue 8/18/2009 Grease, O-Ring Lube

MSM 6176-Initial Issue 8/18/2009 Thread Lubricant

MSM 6177-Initial Issue 8/14/2009 Water Treatment Chemical Maintenance Kit
MSM 6178-Initial Issue 8/5/2009 Detergent, Low-Foaming Powder

MSM 6179-Initial Issue 7/29/2009 Grease, High Temperature

MSM 6181-Initial Issue 6/18/2009 [Calibration Gas (2.5% Methane in Air)

MSM 6182-A 7/22/2010 [CANCELLED: Epoxy, Sterolithography

MSM 6183-Initial Issue 6/18/2009 Grease, Lithium

MSM 6184-Initial Issue 6/9/2009 Cleaning Concentrate, Citrus Solvent

MSM 6185-Initial Issue 6/5/2009 Fluid, Dead Weight Tester

MSM 6186-A 7/14/2011  [Wax, Investment Casting

MSM 6187-Initial Issue 6/5/2009 Cement, Adhesive, Non-Epoxy Plastic

MSM 6188-Initial Issue 5/7/2009 Adhesive, Epoxy, Fast-Cure

MSM 6189-A 9/28/2009  [Mechanical Pump Oil

MSM 6190-Initial Issue 5/7/2009 Hand Cleaner, Lotion

MSM 6191-Initial Issue 5/7/2009 Sealant, Fungicidal Coating, White

MSM 6192-Initial Issue 4/24/2009 Bearing Grease, Lithium Based

MSM 6193-Initial Issue 4/23/2009 |Wire, Stainless Steel (Type 304)

MSM 6194-Initial Issue 4/16/2009 Ethylene Glycol, Industrial Grade

MSM 6195-Initial Issue 4/16/2009 Brazing Paste, High-Temperature (1600F - 2000F)
MSM 6196-Initial Issue 4/7/2009 Adhesive, Contact, High Performance

MSM 6197-Initial Issue 4/7/2009 Skin Cleanser

MSM 6198-A 2/28/2011 Epoxy Adhesive, Gray

MSM 6199-Initial Issue 3/25/2009 Flux, Aluminum Soldering Paste

MSM 6200-Initial Issue 3/25/2009 Solder, Tin / Zinc (for Aluminum)

MSM 6201-A 4/20/2009 CANCELLED: Floor Coating (consolidated into MSM 6622)
MSM 6202-Initial Issue 3/25/2009 Carbon Fiber Sheet, Polyimide Resin Impregnated
MSM 6203-Initial Issue 3/16/2009 Skin Cleanser

MSM 6204-A 10/15/2009 |[Skin Cleanser

MSM 6205-Initial Issue 3/3/2009 Hand Cleaner (Light-Duty Foam)

MSM 6206-B 10/22/2009 |Traffic Paint, High-Build Epoxy

MSM 6207-A 9/30/2009  |Vacuum Pump Oil

MSM 6208-Initial Issue 2/23/2009 Sealant, Anaerobic, High Temperature/Medium Strength, Oil Tolerant
MSM 6209-B 8/24/2011 Sodium Metabisulfite, Granular

MSM 6210-Initial Issue 2/13/2009 Contact Cleaner

MSM 6211-Initial Issue 1/20/2009 Cement, PVC (Gray, Slow-Setting)

MSM 6212-Initial Issue 1/12/2009 Sealant, Polyurethane Insulating Foam

MSM 6213-Initial Issue 3/10/2009 Mop Treatment

MSM 6214-Initial Issue 11/18/2008 [Hand Cleaner, Lotion
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MSM 6215-Initial Issue 11/5/2008 |Spray Booth Coating, Strippable, Clear
MSM 6216-Initial Issue 11/5/2008 |Sealant, Urethane

MSM 6217-Initial Issue 10/24/2008 |Paint, Latex Aerosol

MSM 6218-A 11/13/2008 |Hydraulic OIl

MSM 6219-Initial Issue 10/8/2008 Refrigerant

MSM 6221-Initial Issue 9/18/2008 Deodorizer

MSM 6222-Initial Issue 9/30/2008 Polyurethane, Clear Gloss

MSM 6223-Initial Issue 9/16/2008 |Adhesive, Heavy Duty Construction

MSM 6225-A 1/12/2009 [Repair Filler

MSM 6226-Initial Issue 9/9/2008 Joint Compound, All Purpose

MSM 6227-A 1/13/2009 Cement, PVC (Clear, Fast-Setting)

MSM 6228-Initial Issue 8/25/2008 Paint, Rust Preventative Gloss Enamel
MSM 6229-Initial Issue 8/13/2008 Lubricant, High Performance Turbine Oil
MSM 6230-Initial Issue 8/18/2008 Paint, Acrylic Based, Sound / Vibration Abatement
MSM 6231-Initial Issue 8/13/2008 Floor Sealer, Moisture Vapor Barrier

MSM 6232-Initial Issue 8/4/2008 Argon 5.0 Semiconductor Process Gas
MSM 6233-Initial Issue 8/4/2008 Argon 5.5 Semiconductor Process Gas
MSM 6234-Initial Issue 8/4/2008 Argon 6.0 Semiconductor Process Gas
MSM 6235-Initial Issue 8/4/2008 Nitrogen 6.0 Semiconductor Process Gas
MSM 6236-Initial Issue 7/24/2008 Chlorine

MSM 6237-Initial Issue 7/24/2008 Hydrogen Chloride

MSM 6238-Initial Issue 7/24/2008 |Ammonia

MSM 6239-B 8/8/2008 Heat Transfer Fluid (50% Concentration)
MSM 6240-A 6/24/2011 Dimethyl Sulfoxide, Reagent Grade

MSM 6241-A 7/30/2008  |Distilled White Vinegar

MSM 6242-Initial Issue 7/8/2008 Phenolphthalein Solution, 1%

MSM 6243-Initial Issue 7/8/2008 Cleaner, Powered Industrial Vehicle (P1V) Batteries
MSM 6244-Initial Issue 6/26/2008 |Cleaning Solution, Laboratory

MSM 6245-Initial Issue 6/23/2008 |Water Finding Paste

MSM 6246-Initial Issue 6/19/2008 [Total lonic Strength Adjustment Buffer Solution (TISAB)
MSM 6247-A 6/24/2011 Sodium Nitrate

MSM 6248-Initial Issue 6/16/2008 |Cleaning Pads, Alcohol-Free

MSM 6249-A 6/18/2008 Lotion, Hand

MSM 6250-A 6/11/2008 |Soap, Hand

MSM 6251-Initial Issue 5/23/2008 Bath Gel

MSM 6252-Initial Issue 5/23/2008 |Conditioner, Hair

MSM 6253-Initial Issue 5/23/2008 |Shampoo

MSM 6254-A 7/21/2011 Fuel, Lighter

MSM 6255-A 6/19/2009 Grease, Spindle Bearing

MSM 6256-Initial Issue 6/2/2008 Floor Coating Additive, Antistatic

MSM 6257-Initial Issue 6/2/2008 Cleaner, Resin

MSM 6258-A 5/27/2010 Resin, Epoxy

MSM 6259-A 5/27/2010 |Catalyst, Epoxy Resin

MSM 6260-B 7/30/2008 |Solder, Lead-Free Alloy

MSM 6261-Initial Issue 4/23/2008 |Calibration Gas (18% Oxygen in Nitrogen)
MSM 6262-Initial Issue 4/23/2008 |Calibration Gas (18.0 ppm NOXx in Nitrogen)
MSM 6263-Initial Issue 4/23/2008  |Smoke Oil

MSM 6264-Initial Issue 4/23/2008 Kalling’s Etch

MSM 6265-C 8/11/2008 |Calibration Gas (50 ppm CO in Propane Equivalent)
MSM 6266-A 1/20/2010 |Gear and Bearing Oil

MSM 6267-Initial Issue 4/9/2008 Degreaser, Heavy Duty

MSM 6268-Initial Issue 3/20/2008 Paint, High Performance Industrial Enamel
MSM 6269-Initial Issue 3/12/2008 |Valve Lubricant and Sealant
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MSM 6270-Initial Issue 3/5/2008 Resin, Stereolithography

MSM 6271-Initial Issue 3/11/2008 [Sodium Chloride

MSM 6272-A 6/24/2011 Sodium Tartrate

MSM 6273-Initial Issue 2/21/2008 [Jet Fuel, S-8 Synthetic

MSM 6274-Initial Issue 2/27/2008 Cleaner, Hot Melt

MSM 6275-Initial Issue 2/27/2008 |Oil, Automotive Engine Lubricating SAE 10W-30
MSM 6276-Initial Issue 2/27/2008 |Oil, Automotive Engine Lubricating SAE 5W-30
MSM 6277-Initial Issue 2/27/2008 |Oil, Automotive Engine Lubricating SAE 5W-20
MSM 6278-Initial Issue 2/27/2008 |Oil, Automotive Engine Lubricating SAE 10W-40
MSM 6279-Initial Issue 2/15/2008 |Jet Fuel, Military Aviation JP-8

MSM 6280-Initial Issue 2/14/2008 [Glass Flake

MSM 6281-Initial Issue 2/7/2008 Cleaner, Heavy Duty, General Purpose

MSM 6282-A 2/13/2008 Floor Sealer, Moisture Vapor Retarder

MSM 6283-Initial Issue 2/4/2008 Floor Sealer

MSM 6284-Initial Issue 1/24/2008 Indicator, Bromothymol Blue Solution, 0.04% Certified
MSM 6285-A 6/24/2011 Sodium Phosphate, Tribasic, 12-Hydrate

MSM 6286-Initial Issue 1/10/2008 Mop Treatment

MSM 6287-A 1/29/2008 RTV Silicone Adhesive/Sealant (Heat Curable)
MSM 6288-A 10/22/2009 |Floor Coating, General Purpose Resurfacer
MSM 6289-A 10/22/2009 [Floor Coating, General Service Epoxy Binder
MSM 6290-A 2/21/2011 Methyltrichlorosilane

MSM 6291-A 7/16/2008 Boron Trichloride

MSM 6292-A 7/16/2008 |Silicon Tetrachloride

MSM 6293-Initial Issue 12/18/2007 |Rokide C Chromium Oxide Rod

MSM 6294-Initial Issue 12/18/2007 |Paper Shredder Oil

MSM 6295-Initial Issue 12/18/2007 |Respirator Cleaning Wipe, Alcohol-Free

MSM 6296-Initial Issue 12/13/2007  |Damping Foil

MSM 6297-E 5/24/2011  |Ammonium Hydroxide Solution

MSM 6298-A 1/26/2010 Grinding Lubricant

MSM 6299-Initial Issue 11/13/2007 |Sealant, Pipe Thread (PTFE High Temperature)
MSM 6300-Initial Issue 12/20/2006 |Tape, Glass Cloth Electrical

MSM 6301-Initial Issue 12/20/2006 |Tape, Hazard Warning - Striped

MSM 6302-A 3/9/2007 Tape, Cloth Duct Industrial Grade

MSM 6303-Initial Issue 12/20/2006 |Tape Dope, Multi-Purpose

MSM 6304-B 3/19/2007 |Tape, PTFE Thread Seal

MSM 6306-Initial Issue 12/20/2006 |Tape, 2-Sided Fiberglass Cloth

MSM 6307-Initial Issue 12/19/2006 |Resin, Epoxy

MSM 6308-B 8/28/2009 Marker, Liquid Paint

MSM 6309-A 6/15/2007 Flux, Soldering

MSM 6310-Initial Issue 12/19/2006 |Sealant, Heat Resistant

MSM 6311-Initial Issue 12/19/2006 [Sealant, Clear Silicone

MSM 6312-A 4/12/2007 Sealant, Silicone

MSM 6313-A 1/14/2008 Paint, Waterborne Acrylic, Primer and Finish
MSM 6314-Initial Issue 1/26/2007 Cleaner, No Rinse Prepaint

MSM 6315-B 1/31/2007 Epoxy Resurfacer

MSM 6316-Initial Issue 2/2/2007 Contact Cleaner, CFC-Free

MSM 6317-C 8/20/2009 |Vacuum Pump Oil

MSM 6318-Initial Issue 2/20/2007 Repair Material, Polymer-Based

MSM 6319-Initial Issue 11/13/2007 [Sealant, Gasket

MSM 6320-Initial Issue 11/13/2007 [Floor Cleaner

MSM 6321-Initial Issue 11/13/2007  |Filter Cleaner

MSM 6322-Initial Issue 11/2/2007 Grinding Lubricant

MSM 6323-Initial Issue 10/23/2007 |Sealant, Caulking
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MSM 6324-B 7/14/2011 [Casting Wax

MSM 6325-A 6/24/2011 Sodium Dichromate, Reagent Grade

MSM 6326-Initial Issue 10/10/2007 |Insulating Blanket

MSM 6327-Initial Issue 10/4/2007 |Anti-Seize Lubricant Nickel Grade

MSM 6328-Initial Issue 10/2/2007 Methyl Ethyl Ketone (MEK) Acetone Blend

MSM 6329-A 1/2/2008 Platinum Chloride Solution

MSM 6330-Initial Issue 10/2/2007 Sealant, Flange

MSM 6331-Initial Issue 9/19/2007 Odor Neutralizer

MSM 6332-Initial Issue 9/19/2007 Calcium Gluconate Gel (2.5%)

MSM 6333-Initial Issue 9/19/2007 Coating, Tooling, Corrosion Inhibitor

MSM 6334-D 4/12/2010 Disinfectant, Bleach, Sodium Hypochlorite Solution, Approx. 6%
MSM 6335-Initial Issue 9/17/2007 Release Agent

MSM 6336-Initial Issue 9/17/2007 Cement, All Purpose

MSM 6337-Initial Issue 9/14/2007 Contact Cleaner (Electrical Grade)

MSM 6338-Initial Issue 9/14/2007 Dry Film Lubricant (Electrical Grade Silicone)

MSM 6339-Initial Issue 9/14/2007 Silicone Rubber Compound (Pourable)

MSM 6340-Initial Issue 9/25/2007  [Lubricant, Diamond Lapping

MSM 6341-Initial Issue 8/14/2007 Calibration Gas (20 ppm Carbon Monoxide in Air)
MSM 6342-Initial Issue 8/14/2007 Floor Coating Additive, Slip Resistant

MSM 6343-Initial Issue 8/6/2007 Epoxy Colorant, White Night Grey

MSM 6344-Initial Issue 7/20/2007  [Thread Lubricant

MSM 6345-A 7/30/2007 Primer, Epoxy Enamel Floor Coating

MSM 6346-C 2/1/2008 Floor Coating

MSM 6347-Initial Issue 7/17/2007  [Grease, Lithium

MSM 6348-Initial Issue 7/11/2007 Biocide, Air Conditioning and Refrigeration

MSM 6349-Initial Issue 7/17/2007 Corrosion Inhibitor, Low Conductivity

MSM 6350-Initial Issue 5/18/2007 |Jet Fuel Blend, (Jet A and S-8 Synthetic)

MSM 6351-Initial Issue 6/22/2007  [Silicone Resin Coating

MSM 6352-A 7/11/2007 Cleaner, Hard Stone Inspection Surface

MSM 6353-A 8/24/2010 Diffusion Pump Oil

MSM 6354-A 8/23/2010 [Mechanical Pump Oil

MSM 6355-Initial Issue 6/15/2007  [Vacuum Pump Oil

MSM 6356-Initial Issue 7/5/2007 Refrigerant, R-408A

MSM 6357-Initial Issue 6/8/2007 Flocculant

MSM 6358-A 6/20/2007 |Tape, Dielectric Grade, Silicone Rubber, Reinforced
MSM 6359-A 7/29/2009 Corrosion Inhibitor, Copper Alloy, Cooling Water System
MSM 6360-Initial Issue 6/4/2007 Lens Cleaning Station, Disposable, Non-Silicone
MSM 6361-A 7/19/2007 Buffer Solution, Total lonic Strength Adjustment (TISAB)
MSM 6362-Initial Issue 5/30/2007  [Sealant, Elastomeric Latex Caulk

MSM 6363-A 6/15/2007 Primer Sealer, Masonry Bonding, Interior/Exterior Water-Based
MSM 6364-Initial Issue 6/13/2007 Coating System, Elastomeric, Smooth Exterior
MSM 6365-A 5/19/2011 Lubricant, Compressor

MSM 6366-Initial Issue 5/9/2007 Grease, Tooth Marking, Orange

MSM 6367-A 10/23/2009 |Joint Sealer, Flexible Epoxy

MSM 6368-A 10/22/2009 |Floor Coating, Clear Epoxy

MSM 6369-A 10/22/2009 |Floor Coating, Chemical-Resistant Resurfacer
MSM 6370-A 9/28/2009 Floor Coating, Epoxy Resin System, High Gloss Finish
MSM 6371-A 9/28/2009 Floor Coating, Abrasion Resistant Polyurethane
MSM 6372-A 10/23/2009 |CANCELLED: Epoxy Mortar Filler, Floor Coating
MSM 6373-Initial Issue 4/17/2007 Grease, High Load/High Speed

MSM 6374-Initial Issue 4/17/2007 Spray Adhesive

MSM 6375-Initial Issue 4/4/2007 Paint Stripper

MSM 6376-A 1/19/2010 [Fuel Oil Treatment
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MSM 6377-A 8/23/2010 Potassium Hydrogen Phthalate (Powder/Granules)
MSM 6378-Initial Issue 4/4/2007 Tris Aminomethane (Powder/Granules)
MSM 6379-Initial Issue 4/4/2007 Potassium lodide (Granules/Crystals)
MSM 6380-Initial Issue 4/4/2007 Mannitol, Powder
MSM 6381-Initial Issue 4/4/2007 Phenolphthalein, Powder
MSM 6382-A 8/22/2011 Bromcresol Purple Solution (0.04% Aqueous)
MSM 6383-Initial Issue 4/4/2007 Murexide Indicator Tablets
MSM 6384-B 2/9/2011 Ferrous Ammonium Sulfate (0.1N)
MSM 6385-Initial Issue 3/22/2007 Lubricating OIl
MSM 6386-Initial Issue 3/27/2007 Silicone Rubber, Thermally Conductive
MSM 6387-Initial Issue 3/22/2007 Paint Odor Eliminator
MSM 6388-F 8/10/2010 Paint, Heavy Duty Polyurethane Enamel
MSM 6389-Initial Issue 3/21/2007 | Thermoplastic Compound
MSM 6390-Initial Issue 3/19/2007 RTV Silicone Adjesive/Sealant
MSM 6391-Initial Issue 3/19/2007 Cleaner, All Purpose
MSM 6392-Initial Issue 1/15/2007 Dielectric Grease, Silicone Paste
MSM 6393-Initial Issue 1/4/2007 Neutralizer (for Removing Residues from Fluxes)
MSM 6394-Initial Issue 1/4/2007 Gear Oil, GL-1 (80W-90)
MSM 6395-A 2/27/2007 Cleaner, Laser Lens
MSM 6396-Initial Issue 11/21/2006 |Diesel Fuel, Ultra Low Sulfur, No. 2 Distillate
MSM 6397-B 8/13/2009 [Propylene Glycol Monomethyl Ether Acetate (PGMEA)
MSM 6398-Initial Issue 11/7/2006  |Primer, All-Purpose Metal and Galvanized
MSM 6399-A 12/7/2006 Refrigerant, R-407A
MSM 6400-Initial Issue 3/10/2006  |Hand Cleaner (Lotion)
MSM 6401-B 8/12/2010 Hand Cleaner (Lotion w/Pumice)
MSM 6402-Initial Issue 3/10/2006  |Lubricant, High Temperature w/PTFE
MSM 6403-Initial Issue 3/10/2006  |Hydraulic & Jack Oil
MSM 6404-Initial Issue 3/10/2006  |Cleaner, Liquid
MSM 6405-Initial Issue 3/10/2006 Lens Cleaning Station, Disposable
MSM 6406-Initial Issue 3/10/2006  |Weather Strip
MSM 6407-Initial Issue 3/10/2006  |Asphalt
MSM 6408-Initial Issue 3/10/2006  |Adhesive, All-Purpose
MSM 6409-Initial Issue 3/10/2006 Molybdenum Reagent
MSM 6410-Initial Issue 3/10/2006 Motor Oil, Non-Detergent
MSM 6411-A 8/30/2011 Cleanser, Deodorizing Powder
MSM 6412-Initial Issue 3/13/2006  |Chrome and Metal Polish
MSM 6413-Initial Issue 3/13/2006 Instant Adhesive
MSM 6414-Initial Issue 3/13/2006 |Cement, Multi-Purpose (For Potable Water)
MSM 6415-Initial Issue 3/13/2006  |Cement
MSM 6416-Initial Issue 3/13/2006 |Cleaning Solution, Ultrasonic
MSM 6417-A 1/9/2009 Primer, Purple (PVC, CPVC)
. Silver Alloy Brazing Filler Metal, 54Ag - 40Cu - 5.0Zn - 1.0Ni, 1340 to
MSM 6418-Initial Issue | 3/13/2006 |, 575k 795 1 855C) Solidus - Liquidus Range
. Silver Alloy Brazing Filler Metal, 56Ag - 22Cu - 17Zn - 5.0Sn, 1145 to
MSM 6419-Initial Issue | 3/13/2006 |, ,54r 620 10 650C) Solidus - Liquidus Range
MSM 6420-Initial Issue 3/13/2006 |Tape, Insulation, Silicone Rubber Fiberlgass Reinforced
MSM 6421-Initial Issue 3/13/2006 |Tape, Tapered
MSM 6422-Initial Issue 3/13/2006 |Tape, Polyester Film, Rubber Adhesive
MSM 6423-Initial Issue 2/20/2006 |Tape, Polyimide Film
MSM 6424-Initial Issue 3/13/2006 |Tape, Double-Coated, Adhesive Transfer Tape
MSM 6425-Initial Issue 3/13/2006 |Adhesive, Cyanoacrylate
MSM 6426-Initial Issue 3/22/2006  [Corrosion Inhibitor
MSM 6427-Initial Issue 3/13/2006 Lubricant, Chain and Cable
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MSM 6428-Initial Issue 3/13/2006 [Cleaner, Furniture Care

MSM 6429-Initial Issue 3/13/2006 |Caulk, Resin-Based, Multi-Purpose Gray

MSM 6430-A 6/24/2011 Potassium Phosphate Monobasic, Reagent (Crystals)

MSM 6431-A 6/24/2011 [Antimony Potassium Tartrate, Reagent (Powder)

MSM 6432-A 6/24/2011  |Ammonium Molybdate, Reagent (Crystals)

MSM 6433-A 6/24/2011 |Ascorbic Acid, Reagent (Fine Granular)

MSM 6434-Initial Issue 3/13/2006  |Ammonium Phosphate, Dibasic, Reagent (Crystals)

MSM 6435-Initial Issue 3/13/2006 Penetrating Oil

MSM 6436-A 7/29/2009 Corrosion Inhibitor

MSM 6437-A 5/24/2007 Coagulant, Flocculant

MSM 6438-Initial Issue 3/22/2006 Corrosion Inhibitor

MSM 6439-Initial Issue 3/22/2006 Flocculant

MSM 6440-A 11/11/2009 |CANCELLED: Corrosion Inhibitor

MSM 6441-Initial Issue 3/22/2006 Biocide

MSM 6442-Initial Issue 3/22/2006  |Corrosion inhibitor, Closed System

MSM 6443-Initial Issue 3/22/2006 Bromine, Liquid

MSM 6444-A 3/22/2006 Primer, Epoxy, Water Reducible, High Performance

MSM 6445-Initial Issue 4/17/2006  |Grease, Wheel Bearing

MSM 6446-Initial Issue 4/17/2006 Primer, Rust-Proof Enamel (Gray)

MSM 6448-Initial Issue 4/17/2006 |Compressor Oil (SAE 30)

MSM 6449-B 6/20/2006 Floor Sealer, Primer

MSM 6450-Initial Issue 10/23/2006 |Tape, Vinyl Electrical Color Coding

MSM 6451-Initial Issue 4/21/2006 |Sealant, Polyurethane Foam

MSM 6452-Initial Issue 4/25/2006  |Cement, Contact

MSM 6453-Initial Issue 4/25/2006  |Cement, Contact, Nonflammable

MSM 6454-A 12/4/2009 Hydraulic Qil, ISO Grade 32

MSM 6455-Initial Issue 5/12/2006  [Adhesive, Thermal Epoxy

MSM 6456-Initial Issue 5/24/2006  [Calibrating Fluid

MSM 6457-Initial Issue 6/13/2006 |Chlorine Reagent

MSM 6458-Initial Issue 6/13/2006 HexaVer Chelant

MSM 6459-Initial Issue 6/13/2006 |Cyanide Reagent

MSM 6460-Initial Issue 6/16/2006  [Spray Lubricant, Teflon

MSM 6461-E 4/7/2009 Multi-Change Thermal Paint

MSM 6462-Initial Issue 7/5/2006 Buffer Solution, pH 1.00 (Certified)

MSM 6463-B 7/14/2006 Buffer Solution, pH 12.45

MSM 6464-A 11/18/2011 |CANCELLED: Turbine Qil - Ref: MSM 9820 - Light Turbine Oil

MSM 6465-A 8/4/2006 Coagulant

MSM 6466-Initial Issue 7/24/2006 |Compounded Fragrance

MSM 6467-Initial Issue 8/1/2006 Lubricant, Box Strapping Machine

MSM 6468-A 1/24/2007 Contact Cleaner, CFC-Free

MSM 6470-Initial Issue 8/18/2006 |Cleaning Powder

MSM 6471-Initial Issue 8/18/2006  [Grease, Lithium

MSM 6472-Initial Issue 8/24/2006 Inhibitor, Aluminum

MSM 6473-Initial Issue 8/24/2006 Inhibitor, Copper

MSM 6474-A 6/25/2010 Biocide, Laser

MSM 6475-A 8/4/2009 CANCELLED: Sanitizer

MSM 6476-Initial Issue 9/15/2006 Premixed Calibration Gas (Carbon Monoxide, Methane, Oxygen,
Nitrogen)

MSM 6477-Initial Issue 9/18/2006  [Gear Ol

MSM 6478-A 7/5/2007 Refrigerant, R-426A

MSM 6479-A 7/5/2007 Refrigerant, R-424A

MSM 6480-A 7/22/2009 Silicone Liquid (100 Centistokes Viscosity)

MSM 6481-Initial Issue 10/25/2006 |Spray Adhesive
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MSM 6482-Initial Issue 10/25/2006 |Gear Qil, Multi-Purpose (85W-90)

MSM 6483-Initial Issue 10/25/2006 |Qil, 2-Cycle

MSM 6484-Initial Issue 10/25/2006 |Grease, Lithium

MSM 6485-Initial Issue 10/25/2006 |Anti-Seize Lubricant

MSM 6486-Initial Issue 10/25/2006 |Grease, High Temperature Synthetic
MSM 6487-Initial Issue 10/19/2006 |Silicone Lubricant and Sealant, Food Grade
MSM 6488-Initial Issue 10/19/2006 |Adhesive, Threadlocking

MSM 6489-Initial Issue 10/19/2006 |RTV Silicone Adhesive - Clear

MSM 6490-Initial Issue 10/19/2006 |Lubricant, Air Tool

MSM 6491-Initial Issue 12/20/2006 |Tape, Vinyl Duct

MSM 6492-Initial Issue 12/20/2006 |Tape, Varnished Cambric

MSM 6493-Initial Issue 12/20/2006 |Tape, Vinyl Electrical

MSM 6494-Initial Issue 12/20/2006 |Tape, Cotton Friction

MSM 6495-A 5/6/2009 Tape, Rubber Splicing

MSM 6496-Initial Issue 12/20/2006 [Tape, Vinyl Electrical (Premium Grade)
MSM 6497-Initial Issue 12/20/2006  |Tape, Electrical Self-Fusing Silicone Rubber
MSM 6498-Initial Issue 9/27/2006 Defoamer

MSM 6499-Initial Issue 9/27/2006 Polish, Silver

MSM 6500-A 8/16/2006  |Mold Release

MSM 6501-B 6/29/2010 [CANCELLED: Hard Nickel Sulfamate Brush Plating Solution
MSM 6503-F 8/16/2006 [Alkaline Cleaner

MSM 6505-A 8/16/2006 [Die Set Lubricant

MSM 6506-B 8/16/2006  [Cleaner, Epoxy Resin

MSM 6507-B 8/16/2006 Lubricant, Rotary Table

MSM 6508-C 7/1/2008 CANCELLED: Jig Grinder Lubricant
MSM 6509-G 11/3/2011 Heat Transfer Fluid (Ethylene Glycol)
MSM 6512-B 8/16/2006 Electrical Contact Cleaner

MSM 6514-F 1/20/2010  |Hydraulic Oll

MSM 6515-A 6/25/1997 CANCELLED: Circuit Board Cleaner
MSM 6516-Initial Issue 6/25/1997 CANCELLED: Electrical Contact Cleaner
MSM 6518-A 8/21/2006 |Weld Anti-Spatter

MSM 6519-C 10/23/1996 |Flocculant

MSM 6520-D 8/21/2006  |Anti-Foam Compound

MSM 6521-D 9/27/2006 |Grease, Vacuum Furnace

MSM 6524-A 8/21/2006 HVLP Paint Gun Cleaner

MSM 6525-A 8/21/2006 Buffer Solution, pH 7.01

MSM 6526-A 8/21/2006 |Cleaning Solution, pH/Redox

MSM 6527-A 8/21/2006 Hand-Wiping Towels, Heavy-Duty

MSM 6528-A 8/21/2006  [CANCELLED: Cleaner, Machine

MSM 6529-C 8/21/2006  [Grease, Diffusion Furnace

MSM 6530-A 8/28/2006 Epoxy Enamel, Clear

MSM 6531-E 5/8/2009 Argon (75%) - Helium (25%) Gas Mixture
MSM 6532-B 8/29/2006  [Anti-Seize Lubricant

MSM 6533-A 8/29/2006 Methylene Blue Dye

MSM 6534-A 8/29/2006 EDM Descaler

MSM 6535-A 8/29/2006 Floor Finish

MSM 6536-A 9/1/2006 CANCELLED: Floor Cleaner/Maintainer
MSM 6537-C 9/5/2006 Lubricant, Air Compressor

MSM 6538-C 9/19/2008 Hydraulic Lubricant

MSM 6539-B 5/6/2011 Lubricating Grease

MSM 6540-A 9/5/2006 Alkaline Cleaner

MSM 6541-B 9/5/2006 Sodium Bisulfite Solution, 38-40%

MSM 6542-J 3/4/2008 Sodium Hypochlorite Solution 12.5%-15%

Page 42 of 93




MSM

Procedure Number Effective Date [Subject

MSM 6543-D 10/14/2008 |Spindle Lubricating Oil

MSM 6544-A 9/5/2006 Cleaner, EB Weld Chamber

MSM 6545-D 9/28/2009 Extreme-Pressure Gear Oll

MSM 6546-A 11/7/2006 |Gearbox Lubricant

MSM 6547-D 12/7/2006 Extreme Pressure Gear Oil (ISO 100)
MSM 6548-G 11/20/2008 |Extreme Pressure Gear Oil (ISO 150)
MSM 6549-E 12/7/2006 Extreme Pressure Gear Oil (ISO 220)
MSM 6550-A 10/2/2006 [Wax Pattern Mold Release

MSM 6551-B 10/2/2006 Calibration Gas

MSM 6552-C 5/8/2009 Sulfur Hexafluoride Gas

MSM 6553-C 10/2/2006  |Vacuum Pump OIl

MSM 6554-B 10/2/2006 |Vacuum Pump Oil

MSM 6555-A 10/2/2006 [Metal Polish

MSM 6556-A 10/2/2006 [Cleaning Solution, Machine Parts Washer
MSM 6557-B 10/2/2006  |Hydraulic Fluid, ISO 68

MSM 6558-B 10/2/2006  |Hydraulic Fluid, ISO 32

MSM 6559-B 10/2/2006  |Way Oil, ISO 68

MSM 6560-B 10/2/2006 [Way Oil, ISO 220

MSM 6561-B 10/2/2006 |Gear Oil, ISO 220

MSM 6562-A 10/2/2006 |Adhesive, Plastic

MSM 6563-A 10/2/2006 Refrigerant, R410a

MSM 6564-B 10/2/2006 Nitrogen (Fire Extinguisher Propellant)
MSM 6565-A 10/2/2006 Refrigerant, R-414B

MSM 6566-E 5/8/2009 Calibration Gas (2% Hydrogen)

MSM 6567-A 10/9/2006 Machine Cleaner

MSM 6568-A 10/9/2006  |Cleaner, Lubrication System

MSM 6569-A 10/9/2006 |Grease, Lithium

MSM 6570-A 10/9/2006 [Adhesive, Floor Tile

MSM 6571-B 10/9/2006 |Silicone Compound

MSM 6572-D 8/20/2010 Lubricant, Air Compressor (ISO 32/46)
MSM 6573-A 10/9/2006 |Anti-Static Foam Sheets, Polyethylene
MSM 6574-B 10/9/2006 [Coagulant, Waste Treatment

MSM 6575-B 10/10/2006 |Coagulant, Water Treatment

MSM 6576-A 10/10/2006  [Spindle Lubricating Oil

MSM 6578-A 10/10/2006 [Fuel Oil, No. 6

MSM 6579-A 10/10/2006 |Vacuum Pump Oil

MSM 6580-B 10/10/2006 |Concrete Dressing

MSM 6581-A 10/10/2006 |Application Fluid, Decal and Vinyl Graphics
MSM 6582-C 1/20/2010 Hydraulic Fluid, Fire Resistant

MSM 6583-B 10/10/2006 |Lubricant, Air Compressor

MSM 6584-A 10/10/2006 [Concrete Sealer

MSM 6585-B 6/20/2006  [Adhesive, White

MSM 6586-B 10/10/2006 |Flocculant

MSM 6587-A 10/10/2006 |RTV Silicone Adhesive - Black

MSM 6588-A 10/10/2006 [RTV Silicone Adhesive - Blue

MSM 6589-A 10/10/2006 [RTV Silicone Adhesive - Clear

MSM 6590-A 10/10/2006 [RTV Silicone Adhesive - Red

MSM 6591-A 10/10/2006 [RTV Silicone Adhesive - White

MSM 6592-A 10/10/2006 [Belt Dressing

MSM 6593-A 10/10/2006 |Chain & Wire Rope Lubricant

MSM 6594-B 10/10/2006 |Copper Anti-Seize

MSM 6595-A 10/10/2006 [Dry Moly Lube

MSM 6596-B 10/12/2006 |Epoxy Putty
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MSM 6597-A 10/10/2006 |Nickel Anti-Seize and Lubricating Compound

MSM 6598-A 10/10/2006 |Welder's Anti-Spatter Spray

MSM 6599-B 9/4/2007 Air Tool Oil

MSM 6600-Initial Issue 8/14/2003 |CANCELLED: White Gloss Lacquer

MSM 6601-Initial Issue 8/14/2003 |CANCELLED: Flat Black Laquer

MSM 6602-Initial Issue 8/14/2003 |CANCELLED: Caution Yellow Lacquer

MSM 6603-Initial Issue 8/14/2003 |CANCELLED: Lacquer Sanding Sealer

MSM 6604-Initial Issue 8/14/2003 |CANCELLED: Spred Floor Polyurethane Enamel 800
MSM 6605-Initial Issue 8/14/2003 |CANCELLED: Spred Floor Polyurethane Enamel 880
MSM 6606-Initial Issue 8/14/2003 |CANCELLED: Spred Floor Polyurethane Enamel (Smoke Signal #887)
MSM 6607-Initial Issue 8/14/2003 |CANCELLED: Rustmaster High-Gloss Oil Enamel
MSM 6608-Initial Issue 8/14/2003 CANCELLED: Rustmaster Enamel, 1228

MSM 6609-Initial Issue 8/14/2003 |CANCELLED: Spred Floor Polyurethane Enamel 893 Harbor Gray
MSM 6610-Initial Issue 8/14/2003 gfal\rlgeE)LLED. Glid-Guard Alkyd Industrial Enamel #4510 (Safety
MSM 661 1-Initial Issue 8/14/2003 g,rb\el\elﬁ)ELLED. Glid-Guard Alkyd Industrial Enamel #4554 (Medium
MSM 6612-Initial Issue 8/14/2003 |CANCELLED: Clear Kincote 910 KCLR Lacquer

MSM 6613-Initial Issue 8/14/2003 CANCELLED: Vermillion Kincote 910 KVRM Lacquer
MSM 6614-Initial Issue 8/14/2003 CANCELLED: Lacquer BI-219 Chrome Yellow

MSM 6615-Initial Issue 8/14/2003 |CANCELLED: Colorworks Epoxy Enamel EP755 Clear
MSM 6616-Initial Issue 8/14/2003 CANCELLED: Engine Paints 2405 Chevy Orange
MSM 6617-A 10/10/2006 |Spray Paint, Fluorescent Orange

MSM 6618-A 10/10/2006 |Spray Paint, Fluorescent Red-Orange

MSM 6619-A 10/10/2006 [Spray Paint, Ultra Flat Black

MSM 6620-A 10/10/2006 |Floor Sealer, Clear

MSM 6621-A 3/28/2006 Paint, Quick Dry Interior/Exterior Waterborne Acrylic Gloss Enamel
MSM 6622-E 4/20/2009 Floor Sealer, Black

MSM 6623-D 4/7/2009 Floor Sealer, Clear

MSM 6624-D 4/7/2009 Floor Sealer, Yellow

MSM 6625-D 4/7/2009 Floor Sealer, Light Gray

MSM 6626-C 4/7/2009 Floor Sealer, Dark Gray

MSM 6627-B 6/20/2006 Floor Sealer, Primer

MSM 6628-A 4/17/2006  |Aluminum Enamel, High Heat-Resistant, Lead-Free
MSM 6629-A 4/17/2006  |Aluminum Enamel, Heat-Resistant, Air-Drying

MSM 6630-A 4/17/2006 |All Purpose Enamel Spray Paint (Astro Blue)

MSM 6631-B 9/29/2008 Urethane Material

MSM 6632-B 4/17/2006  |Alkyd Industrial Gloss Enamel

MSM 6633-A 10/19/2006 |Aliphatic Urethane Gloss Enamel

MSM 6634-A 10/19/2006 |Waterborne Epoxy Gloss Coating

MSM 6635-B 4/17/2006 |Chemical Resistant Epoxy Coating

MSM 6636-C 3/15/2007  |Alkyd Quick Dry Gloss Enamel

MSM 6637-C 9/14/2007 Ink, Oil-Base for Duplicators

MSM 6638-N 12/8/2010 |Spray Paint

MSM 6639-A 10/19/2006 |lInsulating Paint, Corrosion Resistant, Red

MSM 6640-C 5/18/2010 Paint, Acrylic Enamel

MSM 6641-T 12/7/2010 Paint, High Performance Waterborne Acrylic Enamel
MSM 6642-C 10/6/2008 |CANCELLED: Paint, Zone Marking Alkyd

MSM 6643-E 9/27/2007 Paint, Polyurethane Enamel

MSM 6644-C 11/3/2006 |Paint, Ultra-Hide Latex

MSM 6645-A 10/19/2006 |Paint, Acrylic Enamel

MSM 6646-B 3/22/2006 Paint, Acrylic Floor Enamel
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MSM 6647-B 4/12/2011 Primer, Water-Based

MSM 6648-A 7/27/2006  [Wood Finish

MSM 6649-C 9/15/2008 |Traffic Paint, Water-Reducible Acrylic
MSM 6650-H 9/17/2008 [Spray Paint, Industrial Enamel

MSM 6651-A 10/19/2006 [Cutting Oil

MSM 6652-B 3/27/2007 Extreme Duty Silicone

MSM 6653-A 10/19/2006 |Freeze Spray

MSM 6654-B 12/9/2010 |Superseded by: MSM 6137 - Vacuum Pump Oil
MSM 6655-A 10/27/2006 |Gear and Bearing Oil

MSM 6656-C 12/14/2009 |[Sodium Hydrosulfite

MSM 6657-A 10/27/2006 |Wasp & Hornet Killer

MSM 6658-A 10/27/2006 |Red Grease

MSM 6659-B 10/27/2006 |[Disc Brake Noise Reducer

MSM 6660-D 10/15/2010 |Electrical Contact Cleaner

MSM 6661-A 10/27/2006 |Aerosol Dust Removal

MSM 6662-A 10/27/2006 |Lubricant and Penetrant

MSM 6663-A 9/13/2006 |Cleaner/Degreaser: Superseded by PMC 1245
MSM 6664-A 10/27/2006 |Electrical Equipment Degreaser

MSM 6665-B 12/19/2006 [Hand Cleaner (Lanolin)

MSM 6666-A 10/27/2006 |Hand Cleaner (Lanolin w/Pumice)

MSM 6667-C 1/21/2011 Hand Cleaner (Citrus Lotion w/Pumice)
MSM 6668-A 10/30/2006 |Filter Material

MSM 6669-A 10/30/2006 |Lubricant, Air Compressor

MSM 6670-A 10/30/2006 |Compressor/Turbine Oil

MSM 6671-A 10/30/2006 |Compressor/Turbine Oil

MSM 6672-A 10/30/2006 |Compressor/Turbine Oil

MSM 6673-A 10/30/2006 |Compressor/Turbine Oil

MSM 6674-C 11/7/2006 [Alkaline Treatment, Cooling Water System
MSM 6675-C 11/7/2006 [Corrosion Inhibitor, Cooling Water System
MSM 6676-C 11/7/2006 Biocide, Cooling Water System

MSM 6677-A 10/30/2006 |Battery Cleaner

MSM 6678-A 10/30/2006 |White Lithium Grease

MSM 6679-G 8/26/2008 |Calcium Chloride

MSM 6680-A 10/30/2006 |[Lime Slurry

MSM 6681-A 10/30/2006 |DPD Total Chlorine Reagent 0-2.00 mg/L
MSM 6682-A 10/30/2006 |Concrete Patching and Repair Mortar
MSM 6683-B 9/29/2006  [Biocide

MSM 6684-A 10/30/2006 |Hydraulic Fluid, ISO 68

MSM 6685-B 10/30/2006 |Cement, Electrical Insulation

MSM 6686-A 10/30/2006 |Vacuum Pump Oil

MSM 6687-A 10/30/2006 [Floor Cleaner

MSM 6688-A 10/19/2006 |Selective Laser Sintering (SLS) Material
MSM 6689-A 1/18/2007 Epoxy Adhesive

MSM 6690-A 10/19/2006 |Activator, Epoxy Adhesive

MSM 6691-A 5/31/2006 Instant Adhesive

MSM 6692-B 8/19/2011 Instant Adhesive, Gel, Thermal Cycling Resistant
MSM 6693-A 10/19/2006 |Premixed Gas (90%Ar, 6%H2, 3%CH4)
MSM 6694-B 10/19/2006 |Cement, Strain Gage and Thermocouple
MSM 6695-A 10/30/2006 |Grinding Lubricant

MSM 6696-A 10/30/2006  |Oil, Guideway

MSM 6697-A 1/18/2007 Spray Powder, Pressroom

MSM 6698-A 10/19/2006  [Oxygen, Medical

MSM 6699-C 10/19/2006 |Floor Cleaner
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MSM 6700-A 11/7/2006 |Corrosion Inhibitor, Water Treatment System

MSM 6701-B 11/26/2008 |Corrosion Inhibitor, Water Treatment System

MSM 6702-A 10/19/2006 [Lubricating Oil, Printing Press

MSM 6703-B 3/8/2007 CANCELLED: Epoxy, Rapid Prototyping

MSM 6704-A 10/19/2006 |Solvent, Hydrocarbon

MSM 6705-A 11/7/2006 Instant Adhesive

MSM 6706-B 11/7/2006 Field Test Reagent, Buffer Solution, pH 4.0 (Color Coded)
MSM 6707-B 11/7/2006 Internal Boiler Treatment

MSM 6708-B 11/7/2006 [Water-Based Corrosion Inhibitor/Deposit Control Agent
MSM 6709-B 11/7/2006 Field Test Reagent, Buffer Solution, pH 10.0 (Color Coded)
MSM 6710-B 11/7/2006 Field Test Reagent, Buffer Solution, pH 7.0 (Color Coded)
MSM 6711-A 4/17/2006 |Refrigerant, R-22

MSM 6712-A 4/17/2006 |Refrigerant, R-12

MSM 6713-D 11/7/2006 Field Test Reagent, Sulfuric Acid Titrant, N/50 (0.02 N)
MSM 6714-A 11/7/2006  |Chromium Reagent

MSM 6715-B 11/7/2006 Internal Boiler Treatment

MSM 6716-C 11/7/2006 Field Test Reagent, Potassium lodide-lodate, 1 ml=.5mg SO3
MSM 6717-C 11/7/2006 Field Test Reagent, Molybdovanadate

MSM 6718-A 1/18/2007 Heat Transfer Fluid

MSM 6719-B 4/25/2007 Potting and Encapsulation Compound

MSM 6720-B 12/21/2006 |Silicone Molding Rubber

MSM 6721-A 6/2/2006 Glaze Remover

MSM 6722-B 7/14/2011 [Casting Wax

MSM 6723-A 12/7/2006  [Casting Wax

MSM 6724-A 12/7/2006 |Silicone Molding Rubber, General Purpose, Medium Cure Rate
MSM 6725-A 12/7/2006 [Silicone Molding Rubber, General Purpose

MSM 6726-C 4/5/2007 Aliphatic Urethane Finish

MSM 6727-B 8/11/2008 Paint, Acrylic Floor Enamel

MSM 6728-D 12/7/2006 Paint, Aerosol

MSM 6729-B 12/7/2006 Paint, Aerosol

MSM 6730-A 12/7/2006 Phosphate Reagent

MSM 6731-A 12/7/2006  |Fuel Qil, No. 6, 0.1% Sulfur

MSM 6732-B 6/13/2006 |Oxygen Scavenger

MSM 6733-A 12/7/2006 Primer, Silicone

MSM 6734-A 12/7/2006  |Accelerator, Adhesive

MSM 6735-A 12/7/2006 Debonder, Adhesive

MSM 6736-A 12/8/2006 Developer, Print Shop

MSM 6737-A 12/8/2006 Fixer, Print Shop

MSM 6738-A 12/8/2006 |Thinner, VOC Compliant

MSM 6739-B 12/8/2006 [Calibration Gas (1% Propane in Air)

MSM 6740-D 3/2/2010 Calibration Gas (20.9% Oxygen in Nitrogen)

MSM 6741-A 12/8/2006 Lubricating Oil

MSM 6742-A 12/8/2006 |[Grease, High Performance

MSM 6743-A 12/8/2006 Liguid Carbon Dioxide (Fire Extinguisher Use Only)
MSM 6744-A 12/8/2006 Herbicide

MSM 6745-D 3/20/2007 Slag, Coal

MSM 6746-A 12/8/2006  |Adhesive, Structural

MSM 6747-B 12/8/2006 |[Corrosion Inhibitor, Cooling Water System

MSM 6749-B 12/8/2006 Field Test Reagent, Hardness Titrant

MSM 6750-C 12/8/2006 Field Test Reagent, Sulfite Indicator Plus

MSM 6751-A 12/8/2006 Field Test Reagent, Phenolphthalein Indicator Solution
MSM 6752-B 2/2/2007 CANCELLED: Concrete Sealer

MSM 6753-A 1/18/2007 Degreaser, Citrus Aerosol
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MSM 6754-D 6/5/2008 Grease, Di-Electric

MSM 6755-A 1/18/2007  [Cutting Fluid

MSM 6756-A 1/18/2007 Red Grease, Aerosol NLGI Grade 2

MSM 6757-A 1/18/2007 Cleaner and Polish, Stainless Steel

MSM 6758-A 1/18/2007  |Dry Film Lubricant

MSM 6759-A 1/18/2007 Dielectric Coolant, Fire-Resistant

MSM 6760-B 1/18/2007 |Biocide

MSM 6761-A 1/18/2007 |Acid, L-Ascorbic, Analytical Grade

MSM 6762-A 1/18/2007 [Traffic Paint, Fast Dry Acrylic

MSM 6763-A 1/18/2007 Interior Paint, Mold and Mildew-Proof

MSM 6764-C 1/18/2007 [Additive, Fuel OIl

MSM 6765-A 1/18/2007 Internal Boiler Treatment

MSM 6766-A 1/18/2007 Internal Boiler Treatment Chemical, Water-Based
MSM 6767-A 1/18/2007 Neutralizing Amine

MSM 6768-B 2/28/2007 Sweeping Compound, Oil-Base

MSM 6769-A 1/18/2007 Sealant, Pipe Thread

MSM 6770-A 1/18/2007 [Adhesive/Sealant, Pipe

MSM 6771-B 1/18/2007 |Sealant, Pipe Joint

MSM 6772-C 2/7/2007 Sealant, High Vacuum

MSM 6773-A 1/18/2007 |Silicone, RTV, Red

MSM 6774-B 9/5/2007 Floor Enamel, Interior/Exterior Gloss

MSM 6775-A 1/18/2007 Paint, Interior Acrylic Egg-Shell

MSM 6776-A 1/18/2007 Paint, Interior Acrylic Semi-Gloss

MSM 6777-A 1/18/2007 Paint, Interior/Exterior Semi-Gloss

MSM 6778-F 3/15/2011 Paint, Water-Based Industrial Enamel, Clear Tint Base
MSM 6779-D 3/15/2011 Paint, Water-Based Industrial Enamel, Extra White Tint Base
MSM 6780-A 4/21/2006 Floor Coating, Acrylic Water-Based

MSM 6781-A 1/18/2007 Paint, Enamel

MSM 6782-D 7/16/2008 Epoxy, Electrically Resistant

MSM 6783-B 9/15/2008 [CANCELLED: Solvent, Cleaning

MSM 6784-C 3/22/2011  |Superseded by: PMC 1476 - Epoxy, Rapid Prototyping
MSM 6785-A 2/7/2007 Nitrous Oxide

MSM 6786-B 7/14/2010 [CANCELLED: Epoxy, Stereolithography

MSM 6787-B 8/1/2007 Superseded by PMC 4661: Epoxy, Stereolithography
MSM 6788-B 2/7/2007 Thermopolymer, Rapid Prototyping

MSM 6789-D 2/5/2007 Paint, Enamel, Aerosol

MSM 6790-A 2/7/2007 Flux, Welding, Stainless Steel and Alloy Steel
MSM 6791-B 2/7/2007 Flux, Welding, High Nickel Super Alloy

MSM 6792-C 2/7/2007 Adhesive, Ceramic

MSM 6793-B 1/27/2010 |CANCELLED: Silicone Resin Solution

MSM 6794-A 2/7/2007 Solid Film Lubricant

MSM 6795-A 3/9/2007 Belt Dressing

MSM 6796-A 7/13/2006 Floor Coating, Acrylic Water-Based, Anti-Slip
MSM 6797-A 7/13/2006 Floor Coating, Epoxy Ester, Anti-Slip

MSM 6798-A 2/13/2007 |Traffic Safety Paint, Acrylic, Low VOC, White
MSM 6799-A 2/13/2007 |Traffic Safety Paint, Acrylic, Low VOC, Lead-Free Yellow
MSM 6800-A 2/13/2007 Lubricant, Air Compressor

MSM 6801-A 2/13/2007 Calibration Gas (16% Oxygen in Nitrogen)

MSM 6802-A 2/28/2007 Floor Sealer, Blue

MSM 6803-A 2/28/2007 Floor Sealer, Green

MSM 6804-A 2/28/2007 Floor Sealer, Red

MSM 6805-B 2/13/2007 Penetrating Fluid

MSM 6806-B 2/13/2007 Calibration Gas (1.15% Ethylene in Air)
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MSM 6807-C 2/13/2007 Cleaner, Liquid lon Exchange Resin

MSM 6808-A 3/6/2007 Silicone Defoamer

MSM 6809-B 8/27/2008  [Aluminum Sulfate, Liguid

MSM 6810-B 5/27/2010 [Adhesive, Epoxy, Aluminum Filled

MSM 6811-B 2/13/2007 Coating, Epoxy, Floor and Concrete Protection
MSM 6812-B 7/14/2011 [Casting Wax

MSM 6813-A 2/28/2007 Coating, Epoxy, Static Control

MSM 6814-A 2/28/2007  [Lubricant, Air Tool

MSM 6815-B 5/23/2011 Calibration Gas (21 ppm NO in Nitrogen - Low Range)
MSM 6816-B 5/23/2011 Calibration Gas (210 ppm NO in Nitrogen - High Range)
MSM 6817-B 5/23/2011 Calibration Gas (21% Oxygen in Nitrogen)
MSM 6818-A 2/28/2007 Calibration Gas (20.0 ppm NO in Nitrogen)
MSM 6819-A 2/28/2007 Calibration Gas (21 ppm NO in Nitrogen - Low Range)
MSM 6820-A 2/28/2007 Calibration Gas (21% Oxygen in Nitrogen)
MSM 6821-A 2/28/2007 Calibration Gas (6.3 ppm NO in Nitrogen)
MSM 6822-A 2/28/2007 Calibration Gas (13.7 ppm NO in Nitrogen)
MSM 6823-B 5/23/2011 [Calibration Gas (60 ppm NO in Nitrogen)
MSM 6824-A 2/28/2007 Calibration Gas (140 ppm NO in Nitrogen)
MSM 6825-A 2/28/2007  [Calibration Gas (210 ppm NO in Nitrogen)
MSM 6826-A 3/6/2007 Calibration Gas (240 ppm NO in Nitrogen)
MSM 6827-A 3/9/2007 Calibration Gas (2.0% Oxygen in Nitrogen)
MSM 6828-B 5/23/2011 [Calibration Gas (5.0% Oxygen in Nitrogen)
MSM 6829-A 3/9/2007 Calibration Gas (10.0% Oxygen in Nitrogen)
MSM 6830-A 3/9/2007 Adhesive, Carpet

MSM 6831-A 3/9/2007 Calibration Gas (10.0% Oxygen in Nitrogen)
MSM 6832-A 3/9/2007 Refrigerant, R404A

MSM 6833-A 10/24/2006 [Grease, Centrifuge Bearing

MSM 6834-B 4/10/2007 Casting Compound, Urethane

MSM 6835-C 4/10/2007  |Automatic X-ray Fixer Concentrate

MSM 6836-C 4/10/2007  |Automatic X-ray Developer Concentrate
MSM 6837-D 2/20/2009 [Gas Mixture Ethanol Breath Standard

MSM 6838-A 3/9/2007 Neodymium Chloride Solution

MSM 6839-A 3/9/2007 Silicon Carbide, Alpha

MSM 6840-A 3/9/2007 Release Agent

MSM 6842-A 3/9/2007 Spray Paint, All-Purpose Enamel

MSM 6843-B 10/18/2006 |Spray Paint, Rust-Proof Enamel

MSM 6844-A 3/9/2007 Spray Paint, Upside Down Marking

MSM 6845-B 6/10/2011 |Tape, PTFE Skived Film

MSM 6846-A 5/21/2007 Instant Cold Galvanize, Heavy Duty

MSM 6847-A 5/21/2007 Instant Cold Galvanize, Light Duty

MSM 6848-A 5/21/2007  [Grease, Lithium

MSM 6849-A 5/21/2007 Nickel Anti-Seize and Lubricating Compound
MSM 6850-A 5/21/2007 Grease, High Temperature Ball and Roller Bearing
MSM 6851-A 5/21/2007 Brake Parts Cleaner

MSM 6852-A 5/21/2007  [Windshield De-Icer

MSM 6853-A 5/21/2007  [Gasket, Paint and Decal Remover

MSM 6854-A 5/21/2007  [Cleaner, Carb & Choke

MSM 6855-A 5/21/2007  [Contact Cleaner & Lubricant

MSM 6856-A 5/21/2007 Lubricant, Ultra-Thin, Non-Staining

MSM 6857-A 5/21/2007 Lubricant, Corrosion Inhibitor

MSM 6858-A 5/21/2007  [Corrosion Inhibitor

MSM 6859-B 5/31/2007 Lubricant, High Temperature Silicone Grease
MSM 6860-Initial Issue 2/19/2007 Test Kit, Bacteria and Fungi Count
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MSM 6861-Initial Issue 3/8/2007 Fuel Injector & Carburetor Cleaner

MSM 6862-Initial Issue 3/8/2007 Isopropanol (for Gas Tanks)

MSM 6863-Initial Issue 3/8/2007 Gas Line Anti-Freeze

MSM 6864-Initial Issue 3/8/2007 Starting Fluid

MSM 6865-Initial Issue 3/8/2007 Fuel Stabilizer (Gasoline Formula)

MSM 6866-Initial Issue 3/8/2007 Fuel Stabilizer (Diesel Formula)

MSM 6867-Initial Issue 3/8/2007 Cleaner/Degreaser

MSM 6868-Initial Issue 3/8/2007 Fuel Injector Cleaner with Anti-Gel

MSM 6869-Initial Issue 3/8/2007 Power Steering Fluid

MSM 6870-A 5/21/2007 Paint, Interior Latex Flat High-Build

MSM 6871-B 5/21/2007  [Vacuum Pump Oil

MSM 6872-A 3/23/2006 Premixed Calibration Gas (N-Pentane, Oxygen, Carbon Monoxide,
Nitrogen)

MSM 6873-A 5/21/2007 Premixed Calibration Gas Ultra-High Purity (Nitrogen/Oxygen)

MSM 6874-B 5/23/2011 [Calibration Gas (14.0% Oxygen in Nitrogen)

MSM 6875-A 4/13/2007 Polyurethane Resin and Hardener

MSM 6876-A 5/21/2007 [Flocculant

MSM 6877-A 6/1/2006 Coolant, Spindle Lubricating, Corrosion-Protective

MSM 6878-A 5/21/2007  [Degreasing Solution

MSM 6879-A 5/21/2007 Degreasing Solution, Weapons/Aircraft Grade

MSM 6880-A 5/21/2007 Application Fluid, Decal and Vinyl Graphics

MSM 6881-B 5/31/2006  [Tissues, Lens Cleaning

MSM 6882-A 5/21/2007 Rust and Scale Remover, Cooling Water System

MSM 6883-A 5/21/2007 Rust and Scale Remover, Cooling Water System

MSM 6884-A 5/21/2007 Thermography Powder, Print Shop

MSM 6885-A 5/21/2007 Epoxy Adhesive, Fast Cure

MSM 6886-B 8/18/2011 |CANCELLED: Grease, Power Tool - Ref: PMC 9663

MSM 6887-A 5/21/2007 Inhibitor, Cooling Water Treatment

MSM 6888-B 7/29/2009 [Biocide, Oxygen Scavenger

MSM 6889-A 3/9/2006 Biocide, Non Ox

MSM 6890-A 5/21/2007  [Diagnostic Tracer Chemical

MSM 6891-A 5/21/2007 Inhibitor, Deposit Penetrant

MSM 6892-A 3/9/2006 Inhibitor, Boiler Water Internal Treatment

MSM 6893-A 3/9/2006 Oxygen Scavenger

MSM 6894-A 3/9/2006 pH Stabilizer

MSM 6895-A 5/22/2007 Corrosion Inhibitor

MSM 6896-A 5/21/2007 Precision Cleaner and Light-Duty Degreaser

MSM 6897-A 5/21/2007 |Thread Cutting Qil, Stainless Steel

MSM 6898-B 5/31/2007 Grease, Multi-Purpose Lubricating

MSM 6899-A 5/21/2007 Insect Killer

MSM 6900-A 5/21/2007 Concrete Underlayment Patch, Self-Drying, Fast-Setting

MSM 6901-A 5/11/2007 Cement-Based Finishing Underlayment, Self-Drying

MSM 6902-A 5/11/2007  [Concrete Patch, Exterior

MSM 6903-A 5/11/2007  [Concentrated Primer

MSM 6904-A 5/11/2007 Self-Leveling Underlayment Concrete

MSM 6905-B 5/8/2007 Primer/Bonding Agent, Concrete

MSM 6906-A 5/23/2007 |Aqueous Cleaner, Concentrated

MSM 6907-A 5/8/2007 Precision Cleaner

MSM 6908-A 5/11/2007 |Adhesive, General Purpose

MSM 6909-A 5/8/2007 Cleaner, Lens

MSM 6910-A 5/8/2007 Refrigerant Spray

MSM 6911-B 5/11/2007 Paint, Aerosol

MSM 6912-A 5/8/2007 Cleaner, Ammonia
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MSM 6913-A 5/8/2007 Adhesive, Epoxy, General Purpose

MSM 6914-B 5/11/2007 Cement, Epoxy Adhesive

MSM 6915-A 5/8/2007 Calibration Gas (14.1 ppm NO in Nitrogen)
MSM 6916-A 5/8/2007 Field Test Reagent, Hardness Indicator
MSM 6917-A 5/8/2007 Reagent, Universal Hardness Buffer Solution
MSM 6918-A 5/8/2007 Epoxy, Rapid Prototyping

MSM 6919-A 5/8/2007 Eye Wash Preservative, Non-Buffered
MSM 6920-A 5/8/2007 Eye Wash Preservative, Buffered

MSM 6921-Initial Issue 2/2/2007 CANCELLED: Concrete Sealer

MSM 6922-A 5/8/2007 Liguid Leak Detector, Low Temperature
MSM 6925-A 5/8/2007 Paint, Aerosol

MSM 6926-A 5/8/2007 Sealant, Silicone RTV

MSM 6927-A 5/8/2007 Butane, Refill Canister

MSM 6929-A 5/8/2007 Sealant, Pipe Thread

MSM 6930-A 5/8/2007 Lens Spray, Anti-Fogging

MSM 6931-A 5/8/2007 Flux, Soldering

MSM 6932-A 5/8/2007 Activator

MSM 6933-A 5/8/2007 Solvent, Rosin

MSM 6934-A 5/8/2007 Grease, Fluorinated

MSM 6935-B 5/8/2007 Sealant, Anaerobic

MSM 6936-A 5/8/2007 Adhesive, Anaerobic

MSM 6937-A 1/29/2007 Sealant, Silicone RTV, Electrical

MSM 6938-A 9/12/2007 Degreaser

MSM 6939-A 5/8/2007 Adhesive, Acrylic

MSM 6940-A 5/8/2007 Paint, Engine Enamel, Aerosol

MSM 6941-A 5/8/2007 Ink, India

MSM 6942-A 5/8/2007 Ink, Acrylic

MSM 6943-A 5/9/2007 CANCELLED: Flux, Stainless Steel

MSM 6944-B 5/27/2010 |Adhesive, Epoxy

MSM 6945-A 5/8/2007 Degreaser, Citrus

MSM 6946-B 5/8/2007 Salt, Anti-icing

MSM 6947-A 1/18/2007 Sealant, Silicone, Clear

MSM 6948-A 5/8/2007 Spray Paint, Enamel

MSM 6949-A 5/8/2007 Grease, High Vacuum

MSM 6950-Initial Issue 11/8/2005 |Sodium Hypochlorite Solution, 4.8 - 16.6%
MSM 6951-A 4/25/2007  |Adhesive, Clear

MSM 6952-B 7/14/2011  |Wax, Investment Casting

MSM 6953-A 4/18/2007 Cleaner/Degreaser

MSM 6954-A 6/27/2007 Cement, Adhesive, Non-Epoxy Plastic
MSM 6955-A 4/18/2007  |Adhesive, Water-Based (Wood Floor Block)
MSM 6956-A 4/13/2007 Sealant

MSM 6957-B 3/20/2009 Flux, Soldering Paste

MSM 6958-A 4/18/2007 Grease, Teflon

MSM 6959-A 4/18/2007 Catalyst, Epoxy (NMA)

MSM 6960-C 8/18/2009 [Catalyst, Epoxy (BDMA)

MSM 6961-A 4/18/2007 Electrolyte

MSM 6962-A 4/18/2007 Electrolyte Fuel Booster

MSM 6963-A 4/18/2007  |Rokide HT (Aluminum Oxide) Rod

MSM 6964-C 3/20/2009 Solder, Lead-Free Alloy

MSM 6965-A 8/9/2006 Water Treatment, Vacuum Furnace Cooling Water
MSM 6966-A 4/18/2007  |Water Treatment, Vacuum Furnace Cooling Water
MSM 6967-A 4/18/2007 Solder, Lead/Silver/Tin

MSM 6968-A 4/18/2007 Refrigerant, R-134a
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MSM 6969-A 4/18/2007 |Refrigerant, R-407C

MSM 6970-A 4/18/2007 Marker, Opaque White

MSM 6971-A 4/18/2007  |Flux, Silver Brazing

MSM 6972-A 4/18/2007 |Adhesive, Anaerobic

MSM 6973-A 4/18/2007 Silicone Compound, Heat Sink

MSM 6974-A 4/18/2007 Sealant, Anaerobic

MSM 6975-A 4/18/2007 Detergent, Liquid

MSM 6976-A 4/18/2007 Thread Lubricant, Anti-seize

MSM 6977-A 4/18/2007 Repair Kit, Electrically Conductive

MSM 6978-A 4/18/2007 |Resin, Epoxy

MSM 6979-A 4/18/2007 EPA Protocol Gas (Nitric Oxide/Nitrogen)

MSM 6980-A 4/18/2007 Premixed Calibration Gas (Oxygen/Nitrogen)

MSM 6981-A 4/18/2007 Premixed Calibration Gas (Carbon Dioxide/Nitrogen)

MSM 6982-A 4/18/2007 Premixed Calibration Gas (Carbon Monoxide/Nitrogen)

MSM 6983-A 4/18/2007 Premixed Calibration Gas (Propane/Zero Air)

MSM 6984-Initial Issue 3/13/2006 Premixed Calibration Gas (Propylene/Zero Air)

MSM 6985-Initial Issue 3/13/2006  |Premixed Calibration Gas (Propane, Oxygen, Nitrogen)

MSM 6986-Initial Issue 3/13/2006  |Premixed Calibration Gas (Hexane/Zero Air)

MSM 6987-Initial Issue 3/13/2006  |Premixed Calibration Gas (Toluene/Zero Air)

MSM 6988-Initial Issue 3/13/2006 Premixed Calibration Gas (Carbon Monoxide, Carbon Dioxide, Propane,

MSM 6989-Initial Issue 3/13/2006  |Premixed Calibration Gas (Carbon Monodixe, Carbon Dioxide, Oxygen,

MSM 6990-Initial Issue 3/13/2006  |Premixed Calibration Gas (Ethylene/Nitrogen)

MSM 6991-Initial Issue 3/13/2006 Premixed Calibration Gas (Nitric Oxide, Carbon Dioxide, Nitrogen)

MSM 6992-Initial Issue 3/13/2006 [Premixed Calibration Gas (Carbon Monoxide, Carbon Dioxide, Nitrogen)

MSM 6993-Initial Issue 3/13/2006 Premixed Calibration Gas (Carbon Monoxide, Propane, Oxygen,
Nitrogen)

MSM 6994-Initial Issue 3/13/2006 [Premixed Calibration Gas (Carbon Dioxide, Propane, Oxygen, Nitrogen)

MSM 6995-Initial Issue 3/13/2006  |Air, Ultra Zero Grade

MSM 6996-Initial Issue 3/13/2006 Nitrogen, Zero Grade

MSM 6997-A 7/18/2008 Methane, Ultra High Purity Grade

MSM 6998-Initial Issue 3/13/2006 Flame Ioniza_ltion DetecFor (FID) Gas - Ultra Grade (40% Hydrogen,
Balance Helium Gas Mixture)

MSM 6999-Initial Issue 3/13/2006 Hydrogen, Gaseous, Ultra-High Purity

MSM 8900-A 3/8/2007 CANCELLED: Gun Solvent - Diethylene Glycol Monoethy! Ether

MSM 8901-A 3/9/2007 Port Cleaner - Gamma - Butyrolactone

MSM 8903-A 3/9/2007 Liquid Paint Booth Defoamer

MSM 9008-A 3/6/2007 Acetone, Technical Grade (For Facilities Use Only)

MSM 9055-A 3/6/2007 Machine Cleaner

MSM 9088-A 3/6/2007 Diesel Fuel, High Sulfur, No. 2 Distillate

MSM 9090-B 3/6/2007 Diesel Fuel, Low Sulfur, No. 2 Distillate

MSM 9091-B 3/6/2007 Gasoline, Regular Unleaded

MSM 9125-G 9/4/2007 Corrosion Preventive Compound

MSM 9601-E 3/6/2007 Multi-Purpose Automotive Gear Lubricant (SAE 90)

MSM 9608-C 4/12/2007 Resistance Welder Grease

MSM 9616-B 3/6/2007 Bearing Grease

MSM 9619-C 3/6/2007 Solvent-Resistant Grease

MSM 9620-B 3/6/2007 Wheel Bearing Grease

MSM 9622-D 3/6/2007 High and Low Temperature Bearing Grease

MSM 9634-Initial Issue 2/28/2003 |CANCELLED: Bearing Grease

MSM 9638-B 3/6/2007 Bearing Grease

MSM 9641-Initial Issue 2/28/2003 |CANCELLED: Bearing Grease
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MSM 9643-Initial Issue 2/28/2003 |CANCELLED: Lubricating Grease

MSM 9646-C 3/6/2007 High Temperature Grease

MSM 9650-A 5/24/2007 |CANCELLED: Water Pump Grease

MSM 9678-B 3/6/2007 Multi-Purpose Automotive Gear Lubricant (SAE 140)

MSM 9679-E 1/20/2010 Multi-Purpose Automotive Gear Lubricant (SAE 80W-90)
MSM 9685-Initial Issue 7/13/2009 Multi-Purpose Lubricating Grease

MSM 9686-D 10/2/2009 Limited-Slip Differential Oil (Thorton Power-Loc)

MSM 9687-B 3/6/2007 Limited-Slip Differential Oil (80W-90)

MSM 9688-A 4/12/2007  [Limited-Slip Differential Oil (85W-140)

MSM 9801-E 4/5/2007 Spindle Lubricating Oil (60 Second Viscosity)

MSM 9803-F 1/20/2010  |Spindle Lubricating OIl

MSM 9820-Initial Issue 11/4/2011 Light Turbine OIl

MSM 9846-A 4/25/2007  [Hydraulic Brake Fluid

MSM 9847-Initial Issue 2/28/2003 |CANCELLED: Automatic Transmission Fluid, Type C-1 (Allison)
MSM 9848-C 4/12/2007  |Automatic Transmission Fluid (Ford)

MSM 9849-C 9/16/2009 CANCELLED: Diesel Engine Lubricating Oil, Series 3, SAE 10W
MSM 9850-C 9/16/2009 [CANCELLED: Diesel Engine Lubricating Oil, Series 3 SAE 20/20W
MSM 9853-C 2/19/2008 |Oil, Automotive Engine Lubricating SAE 15W-40

MSM 9854-C 8/18/2009  [Oil, Automotive Engine Lubricating SAE 20/20W

MSM 9858-G 12/16/2009 [Automotive Crankcase Oil (SAE 20)

MSM 9859-D 2/19/2008 |Automotive Crankcase Oil (SAE 30)

MSM 9860-C 4/5/2007 Qil, Automotive Engine Lubricating (SAE 40)

MSM 9863-G 6/21/2011  |Automatic Transmission Fluid (DEXRON)

MSM 9864-E 5/11/2010 Diesel Engine Crankcase Oil Series 3 (SAE 30)

MSM 9871-E 5/11/2010 |Oil, Engine Lubricating SAE 30

MSM 9878-Initial Issue 3/18/2005 |CANCELLED: Diffusion Pump Fluid (Dioctyl-Phthalate Type)
MSM 9885-B 4/5/2007 Diffusion Pump Fluid

MSM 9887-Initial Issue 11/4/2011  |Vacuum Pump Oil

MSM 9888-Initial Issue 11/4/2011  |[Vacuum Pump Oil, Medium-Heavy

MSM 9896-C 4/5/2007 Diffusion Pump Fluid (Silicone Type)

MSM 9899-A 4/5/2007 Diffusion Pump Fluid

MSM 9905-B 4/12/2007 Lubricating Oil

MSM 9907-A 4/5/2007 Lubricating Oil

Zz Pratt & Whitney
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PMC INTRO, Rev. Y 7/24/2009 Information on the issuance, use, and control of PMC specifications
PMC 1000-AH 11/1/2010  |Nitric Acid

PMC 1001-K 11/6/2007  |Chromic Acid

PMC 1002-AC 8/9/2011 Hydrochloric Acid (Muriatic Acid) - HCI

PMC 1003-T 1/12/2007  |Sulfuric Acid

PMC 1004-M 1/21/2008 |Acetic Acid (Redistilled)

PMC 1005-W 9/27/2011  [Boric Acid

PMC 1009-V 2/14/2011 [Phosphoric Acid - Food Grade

PMC 1010-AC 12/15/2011 |Hydrofluoric Acid (Technical Grade 70%)

PMC 1011-V 7/10/2007 |CANCELLED: Hydrochloric Acid - Inhibited

PMC 1013-L 1/11/2008 |Acid Addition Agent

PMC 1015-U 1/10/2011 |Inhibitor for Hydrochloric Acid

PMC 1016-L 9/25/2000 [Oxalic Acid

PMC 1016-M 8/17/2007 [Oxalic Acid

PMC 1018-M 11/6/2007 |Phosphoric Acid

PMC 1019-N 2/15/2011 [Nitric Acid (Reagent Grade)

PMC 1020-R 2/15/2011 [Hydrochloric Acid (Reagent Grade)

PMC 1023-H 1/21/2008 |Lactic Acid

PMC 1024-N 2/15/2011 [Hydrofluoric Acid (Reagent Grade 49%)

PMC 1025-P 7/31/2006  [Sulfuric Acid (95 - 98 wt.%)

PMC 1030-C 11/6/2007 [Molybdic Acid (MoO3.H,0), Technical Grade

PMC 1031-F 1/21/2008 |Hydrochloric Acid, Filtered

PMC 1033-J 6/9/2009 Boric Acid (Granulated Technical Grade)

PMC 1034-B 11/6/2007  [Sulfuric Acid Solution

PMC 1035-J 1/21/2008 |Hydrofluoric Acid (Technical Grade 49%)

PMC 1036-B 1/21/2008 [Hydrochloric Acid, Diluted (18° Baumé)

PMC 1037-Initial Issue 3/22/2006  [Nitric Acid (Ultra-Pure Grade)

PMC 1038-Initial Issue 2/18/2008 |Nitrilotris (methylene) Triphosphonic Acid, 50 wt.% Solution in Water
PMC 1039-C 4/23/2010 [Sulfuric Acid Solution 25% by volume (38% by weight)
PMC 1040-Initial Issue 7/9/2008 Chloroplatinic Acid (CPA)

PMC 1042-Initial Issue 9/3/2008 Hydrochloric Acid Solution (50%)

PMC 1043-Initial Issue 10/23/2008 |Paste, Acid Pickling (Light)

PMC 1044-Initial Issue 10/23/2008 |Paste, Acid Pickling (Medium)

PMC 1045-Initial Issue 10/23/2008 [Paste, Acid Pickling (Heavy)

PMC 1046-Initial Issue 2/19/2010 [Sulfuric Acid Solution (35%)

PMC 1047-A 1/10/2011 [CANCELLED: Inhibitor for Hydrochloric Acid

PMC 1050-B 2/12/2008 [Nitric-Hydrofluoric Acid Mixture

PMC 1099-Initial Issue 4/3/2006 Acid Life Extender

PMC 1101-D 2/12/2008 [Mold Release Agent for Composite Parts, Water-Based
PMC 1102-D 2/12/2008 [Mold Release Touch-Up

PMC 1103-Initial Issue 9/24/1997 |CANCELLED: Mold Release Agent for Composite Parts (Non-CFC)
PMC 1104-E 9/20/2007 [Mold Release Agent for Silicone Rubber, Water-Based
PMC 1107-B 1/11/2008 |Mold Cleaner

PMC 1108-D 12/21/2010 [Mold Release for Composite Parts (Water-Based)
PMC 1109-A 1/11/2008 |Mold Release Sealer

PMC 1110-A 12/4/2007 [Mold Release Agent for Silicone Rubber

PMC 1245-B 4/12/2007 |Cleaner/Degreaser, for Cleaning Fixtures or Facilities Equipment
PMC 1246-Initial Issue 8/3/2006 Cleaner, Machine Tool Sump

PMC 1247-A 2/8/2008 Cleaner, Aqueous Non-Butyl

PMC 1248-B 12/5/2006 |[Cleaner, Mechanical Parts Washer
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PMC 1249-Initial Issue 10/18/2004 |Alkali Cleaner (Heavy Duty) Phosphate Free

PMC 1250-G 5/20/2011 |Alkali Cleaner (General Purpose - Spray Wash)
PMC 1252-K 12/4/2007 |Alkali Cleaner (Light Duty)

PMC 1253-M 12/4/2007 |Alkali Cleaner (Medium Duty)

PMC 1255-K 12/4/2007 |Alkali Cleaner (Light Duty)

PMC 1256-Y 1/27/2003 |Alkali Cleaner (Heavy Duty)

PMC 1262-M 4/20/2011 |Alkali Smut Removal Compound

PMC 1267-L 2/25/2008 [CANCELLED: Alkaline Permanganate Compound
PMC 1269-N 2/12/2008 |Alkaline Rust Remover

PMC 1272-L 2/13/2008 [Alkali Cleaner

PMC 1274-G 8/28/2000 [CANCELLED: Paint Stripper

PMC 1275-J 8/28/2000 |CANCELLED: Accelerator Additive

PMC 1279-G 3/25/2004  [Neutral Cleaning and Descaling Powder

PMC 1280-L 10/19/2005 |CANCELLED: Alkali Cleaner (General Purpose)
PMC 1282-K 2/12/2008 |Alkali Cleaner (Spray Washer Type)

PMC 1284-L 5/20/2011 |Alkali Cleaner (General Purpose)

PMC 1285-G 2/13/2008 |[Alkali Cleaner (Heavy Duty) - Phosphate Free
PMC 1286-N 12/1/2006 |Alkali Cleaner (Heavy Duty) - Phosphate Free
PMC 1288-H 2/12/2008 |Activator, Sealing and Retaining Compound, Primer
PMC 1290-D 716/2001 CANCELLED: Alkali Cleaner (Spray Washer Type)
PMC 1293-F 12/4/2007 |Low Temperature Cleaner

PMC 1294-H 10/23/2003 |Liquid Alkali Cleaner (Spray Washer Type) Phosphate Free
PMC 1296-C 7/28/1998 |Cleaner, Abrasive Cream

PMC 1297-F 5/30/2003 |Industrial Metal Cleaner with Silicone Protection Finish
PMC 1298-G 2/17/2003 |Lead Anode Cleaner

PMC 1300-N 11/6/2007 [Sodium Dichromate

PMC 1301-L 2/11/2008 [CANCELLED: Ferric Sulfate

PMC 1303-M 8/27/2008 |Ferric Chloride Solution 42° Baumé

PMC 1304-M 2/15/2011 |Potassium Permanganate

PMC 1308-K 11/6/2007 |Copper Sulfate (Powder)

9PMC 1311-J 3/29/2001 |CANCELLED: Gold Cyanide Salt

PMC 1316-AA 9/10/2007  [Dry Acid Salt

PMC 1317-L 12/4/2007 |Ammonium Chloride - Technical Grade (99.5% Purity)
PMC 1322-L 2/15/2011 |Copper Sulfate, Reagent Grade, Hydrated

PMC 1328-B 11/20/1998 |CANCELLED: Magnesium Fluoride

PMC 1329-Initial Issue 9/19/2000 [Palladium (I) Nitrate, Hydrate

PMC 1330-Initial Issue 11/28/2006 |[Sodium Fluoride

PMC 1332-Initial Issue 7/12/2007 [Magnesium Sulfate Heptahydrate

PMC 1331-A 2/15/2007  [Dry Acid Salt

PMC 1400-J 3/27/2001 [Steam Cleaning Liquid

PMC 1401-F 7/28/1998 |[Liquid Paint Booth Defloculant

PMC 1404-F 1/28/1999 |Alkali Cleaner, Heavy-Duty, Non-Cyanide

PMC 1405-E 10/22/2002 |CANCELLED: Hand Cleaner

PMC 1406-AD 10/15/2010 |Cleaning Solution

PMC 1407-C 6/2/1995 CANCELLED: Liguid Detergent

PMC 1409-E 12/7/2006 |External Gas Turbine Engine Cleaner

PMC 1411-D 9/10/2003 [CANCELLED: Liquid Alkaline Cleaner for Spray Washers
PMC 1413-D 7/28/1998 |Cleaner, Aqueous Acidic

PMC 1414-J 10/9/2008 |Alkali Cleaner (General Purpose)

PMC 1415-F 12/18/2007 |Cleaner, Ultrasonic

PMC 1416-D 7/28/1998 [Cleaner, Test Cell

PMC 1417-D 10/22/2003 |CANCELLED: Hand Cleaner

PMC 1418-C 3/23/1999 |Alkali Cleaner (General Purpose)

PMC 1419-C 5/12/2000 |Alkali Cleaner (General Purpose)
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PMC 1421-D 8/8/2011 Alkali Cleaner (General Purpose)

PMC 1423-D 10/19/2005 |[Cleaning Solution, Battery Washer - Superseded by MSM 1423

PMC 1424-D 7/28/1998 |Liquid Paint Booth Flocculant

PMC 1425-D 7/28/1998 |Liquid Paint Booth Foam Suppresser

PMC 1426-C 7/28/1998 [Liquid Paint Booth Detackifier

PMC 1427-D 7/28/1998 [Liquid Paint Booth Buffering Agent

PMC 1428-Initial Issue 9/7/2004 Alkali Cleaner, Spray Wash (Non-Cyanide, Non-Phosphate)

PMC 1429-D 2/10/2006 [Alkali Cleaner (Spray Wash)

PMC 1430-B 12/4/2007 |Volatile Surfactant

PMC 1432-C 9/30/2004  |Alkali Cleaner (Spray Wash - Non-Phosphated)

PMC 1433-B 12/4/2007 |Liquid Detergent (Water-Based)

PMC 1434-D 10/7/2008 |Alkali Cleaner (Non-Phosphated)

PMC 1435-D 11/15/2011 |Alkali Cleaner

PMC 1436-B 12/4/2007  |Alkali Cleaner

PMC 1438-C 12/21/2007 |Alkali Cleaner (Spray Wash)

PMC 1439-A 12/4/2007 |Alkaline Spray Cleaner

PMC 1440-B 718/2002 Aqueous Metal Cleaner

PMC 1443-C 7/25/2007 [SUPERSEDED BY PMC 1460: Machine Cleaner

PMC 1444-D 6/27/2007  |Foam Control, Alkali Cleaner

PMC 1445-C 1/31/2007 [CANCELLED: Foam Control, Alkali Cleaner

PMC 1446-C 6/3/2003 Reinstated: Alkali Cleaner (Non-Phosphated)

PMC 1447-D 10/8/2008 |Alkaline Permanganate Compound

PMC 1448-A 1/16/2002 |Alkali Cleaner (Heavy Duty)

PMC 1449-Initial Issue 10/22/2003 |CANCELLED: Aqueous Degreaser, Recyclable

PMC 1450-Initial Issue 8/30/2001 |Titanium Deoxidizer/Alkaline Rust Remover

PMC 1451-Initial Issue 11/2/2001 |Alkaline Cleaner (Rocket Parts Only)

PMC 1452-B 8/14/2006 [Cleaner/Degreaser All-Purpose

PMC 1453-Initial Issue 8/26/2002 [Aqueous Metal Cleaner

PMC 1454-A 11/25/2003 [Adhesive Remover, Citrus Base

PMC 1455-E 4/14/2009 [Cleaner, All-Purpose, Butyl-Free

PMC 1456-Initial Issue 9/7/2004 Alkali Cleaner, Heavy-Duty (Non-Cyanide, Non-Phosphate)

PMC 1457-A 3/29/2005 [Cleaner, Soap

PMC 1458-Initial Issue 2/13/2006 |Cleaner, All-Purpose

PMC 1459-A 10/15/2010 |Rubber Bands

PMC 1460-Initial Issue 6/22/2007  |Machine Cleaner

PMC 1461-Initial Issue 8/2/2007 Detergent, Industrial Dishwasher, Low-Foaming

PMC 1462-Initial Issue 12/13/2007 |Cleaner, Bioremediation

PMC 1463-Initial Issue 1/14/2008 [Cleaner, Ultrasonic

PMC 1464-Initial Issue 1/14/2008 |Alkali Cleaner (General Purpose)

PMC 1465-Initial Issue 2/14/2008 |Alkali Cleaner (General Purpose)

PMC 1466-Initial Issue 11/20/2008 |Alkali Cleaner (General Purpose)

PMC 1468-Initial Issue 5/6/2010 Alkali Cleaner (Immersion and Spray Wash)

PMC 1469-A 9/23/2010 [Inspection Pad, White Nitrile Rubber

PMC 1470-A 6/27/2011 Cleaner, Degreaser

PMC 1471-Initial Issue 5/9/2011 Alkali Cleaner with Rust Protection (Spray Wash)

PMC 1474-Initial Issue 8/9/2011 Epoxy Resin, Clear

PMC 1475-Initial Issue 8/9/2011 Epoxy Hardener, Clear, Fast-Set

PMC 1476-Initial Issue 3/22/2011 |Epoxy, Rapid Prototyping

PMC 1477-Initial Issue 7/22/2010 |Epoxy, Stereolithography

PMC 1478-Initial Issue 7/14/2010 [Resin, Stereolithography

PMC 1479-Initial Issue 7/14/2010 |Epoxy, Stereolithography

PMC 1480-Initial Issue 8/25/2009 Electrolytic Stencil Etching Process Cleaning Fluid - All Purpose
(PWR Only)

PMC 1481-B 10/10/2010 [Aqueous Metal Cleaner

PMC 1484-A 1/28/2009 [Plasma Spray Maskant

PMC 1483-Initial Issue 1/29/2010 |[Sheet, Nylon Inserted Styrene-Butadiene Rubber

PMC 1485-Initial Issue 1/12/2009 |Metallic Powder

PMC 1486-Initial Issue 10/6/2008 |Rubber Mask - Shot Peen (EPDM)

PMC 1487-Initial Issue 3/29/2007 |Binder, High Temperature Maskant

PMC 1488-Initial Issue 3/29/2007 |Diluent, High Temperature Maskant
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PMC 1490-A

3/27/2007

Polyimide Anti-Spatter Coating
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PMC 1491-Initial Issue 2/18/2008 |[Chromium (lll) Sulfate, Basic

PMC 1492-Initial Issue 2/18/2008 |Potassium Hexafluorozirconate

PMC 1494-A 4/18/2006 Maskant, Green

PMC 1495-A 4/18/2006 |Maskant, Blue

PMC 1496-A 4/18/2006 |Maskant, Red

PMC 1497-B 12/13/2004 |Chromate Conversion Touch-up Pen

PMC 1498-Initial Issue 6/21/2004  [Nitrile Rubber Sheeting, Reinforced

PMC 1499-Initial Issue 9/14/2004  [Aluminum Trifluoride, High Purity

PMC 1500-A 10/27/2009 |Cobalt Sulfamate (Liquid)

PMC 1501-K 9/25/2007  |Sodium Stannate

PMC 1502-L 9/8/2011 Anhydrous Sodium Acetate

PMC 1505-P 9/25/2007 |Sodium Cyanide

PMC 1506-J 11/2/2004 |CANCELLED: Cadmium Salts

PMC 1507-L 5/13/2011 [Cadmium Oxide (Reagent Grade)

PMC 1508-M 9/25/2007 |Potassium Cyanide

PMC 1509-J 9/25/2007 |Copper Cyanide

PMC 1510-M 2/15/2011 |Sodium Carbonate

PMC 1512-J 9/25/2007  |Potassium Carbonate

PMC 1513-K 5/16/2003 |Silver Plate Brightener

PMC 1515-T 6/17/2011 |Trisodium Phosphate (Technical Grade - Crystal/Hydrate)

PMC 1517-N 2/15/2011  JAmmonium Nitrate

PMC 1518-N 9/25/2007 [Rochelle Salt (Potassium - Sodium Tartrate)

PMC 1519-L 12/4/2007 |Rocheltex

PMC 1521-M 9/25/2007  [Nickel Sulfate

PMC 1522-R 2/15/2011 [Nickel (1) Chloride, 6-Hydrate

PMC 1525-H 9/18/2000 [Zincate Salts

PMC 1530-R 10/25/2011 |Potassium Silver Cyanide

PMC 1531-M 6/23/2004  [Nickel Strip Salt

PMC 1535-J 1/25/2008 |CANCELLED: Austenitizing Salt for Hardening High-Speed Steel

PMC 1536-K 1/25/2008 CANCELLED: Preheat and Quenching Salt for Hardening High-
Speed Steels

PMC 1537-L 12/4/2007 S_alt fpr Descali_ng _Steels, Heat and Corrosion Resistant Alloys,
Titanium and Titanium Alloys

PMC 1538-AC 4/20/2011 |Sodium Chloride

PMC 1539-M 6/4/2008 Sodium Sulfate, Anhydrous

PMC 1541-V 10/14/2009 |Cadmium Plate Brightener

PMC 1542-K 1/11/2008 |Self-Regulating Chromium Plating Salts

PMC 1544-F 2/18/2008 |Zinc Sulfate, Heptahydrate

PMC 1549-M 11/29/2005 |Sulfamate Nickel Anti-Pit Agent (Powder)

PMC 1550-V 9/27/2010 |Sulfamic Acid

PMC 1551-AG 8/9/2011 Sulfamate Nickel Replenishing Solution

PMC 1552-Y 6/18/2008 |[Sulfamate Nickel Plating Solution

PMC 1553-E 6/2/1995 CANCELLED: Aluminum Dip Brazing Salt

PMC 1554-L 7/23/2003 Aluminum Fluoride

PMC 1557-K 6/2/1995 CANCELLED: Copper Strip Salt (Nonelectrolytic)

PMC 1559-L 6/30/2003  [Sulfamate Hard Nickel (PS 324) Stress Reducer

PMC 1560-U 11/6/2007 [Sodium Nitrate

PMC 1564-K 2/23/2011  [Nickel Strip Salt (For Silver Alloy & Copper Alloy Brazed Assemblies)

PMC 1566-F 6/2/1996 CANCELLED: Salt for Descaling Titanium and Titanium Alloy Parts

PMC 1568-N 10/19/2005 |CANCELLED: Electroless Nickel Concentrated Plating Solution

PMC 1569-L 10/19/2005 |CANCELLED: Electroless Nickel Activation Solution

PMC 1570-K 10/19/2005 |CANCELLED: Electroless Nickel Replenishing Solution

PMC 1571-H 1/11/2008 Sglt fpr Descalir\g Steels, Heat and Corrosion-Resistant Alloys,
Titanium and Titanium Alloys

PMC 1573-J 10/8/2008 |Acid Additive

PMC 1574-K 9/18/2000 [Nickel Strip Salt (Non-Cyanide)
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PMC 1576-G 1/11/2008 |Nickel Strip Additive

PMC 1577-J 8/20/2009 [Sulfamate Nickel Anti-Pit Agent (Liquid)

PMC 1579-B 9/10/2003 |CANCELLED: Salt For Dissolving Glassy Extrusion Lubricants
PMC 1580-H 9/18/2000 [Potassium Carbonate (Liquid - 47%)

PMC 1581-G 1/11/2008 |Electroless Nickel Make-Up and Replenishment Solution
PMC 1582-F 1/11/2008 |Electroless Nickel Make-Up Reducer Solution

PMC 1583-G 1/11/2008 |Electroless Nickel Reducer/Complexer Replenisher Solution
PMC 1584-G 718/2010 CANCELLED: Electroless Nickel Replenisher Solution

PMC 1585-G 718/2010 CANCELLED: Electroless Nickel Complexer/Buffer Solution
PMC 1586-G 7/8/2010 CANCELLED: Electroless Nickel Reducer/Stabilizer Solution
PMC 1587-G 718/2010 CANCELLED: Electroless Nickel pH Adjuster Solution

PMC 1588-P 10/26/2009 |Nickel Chloride (Liguid)

PMC 1589-F 7/8/2010 CANCELLED: Sodium Hypophosphite Concentrate

PMC 1590-E 8/4/2006 CANCELLED: Electroless Nickel Make-Up Solution

PMC 1591-E 8/4/2006 CANCELLED: Electroless Nickel Make-Up and Replenishment
PMC 1592-E 8/4/2006 CANCELLED: Electroless Nickel Replenishment Solution
PMC 1593-F 8/24/2011 |[High-Speed Chromium Replenisher Solution

PMC 1594-E 7/30/2002  [High-Speed Chromium Make-Up Solution

PMC 1595-C 8/3/1998 High-Speed Chromium Make-Up Compound

PMC 1596-D 8/3/1998 High-Speed Chromium Conversion Solution

PMC 1597-E 6/6/2003 CANCELLED: High-Speed Chromium Maintenance Solution
PMC 1598-C 1/20/2009 |Nickel Sulfate (Liguid)

PMC 1599-F 1/30/2008 |Cobalt Sulfate (Liquid), 8% (CoSO,.7HOH)

PMC 1600-H 2/9/2010 Boron Nitride Powder

PMC 1601-T 6/7/2010 Sodium Hydroxide (Caustic Soda)

PMC 1602-N 3/30/2005 |Hydrogen Peroxide

PMC 1605-K 12/21/2005 g;)gnesium Hydroxide Mg(OH), (Milk of Magnesia-Compound, Stop-
PMC 1606-L 2/15/2011 |Potassium Hydroxide

PMC 1610-K 7/10/2002  [Wetting Agent

PMC 1612-P 11/4/2009 |Anti-Solidifying Compound

PMC 1616-V 2/15/2011 |Glacial Acetic Acid, Reagent Grade

PMC 1618-L 2/15/2011  |JAmmonium Persulfate (NH,), S,Og

PMC 1622-J 8/17/2007 |Wetting Agent for Acid Cleaners

PMC 1624-L 2/16/1998 [Chromate Conversion Solution

PMC 1625-L 9/25/2007  [Barium Carbonate

PMC 1629-B 7/18/2005 |Wetting Agent

PMC 1631-M 2/16/1998 [Chromate Conversion Salts - Aluminum

PMC 1632-K 8/4/1998 Wetting Agent

PMC 1633-N 1/4/2001 Thinner for PWA 578

PMC 1637-N 8/4/2003 CANCELLED: Carburizing Stop-off Material

PMC 1638-L 7/28/2003 [CANCELLED: Binder To Hold Brazing Materials In Position
PMC 1639-G 8/4/2003 CANCELLED: Carburizing Stop-off Plugs

PMC 1641-P 1/22/2008 |Lacquer

PMC 1642-P 6/23/2004  |Brazing Alloy Stop-Off Compound (Green Stop-Off)

PMC 1643-K 9/14/2000 |Copper Brightener - Make-Up

PMC 1644-J 2/16/1998 |Copper Brightener - Maintenance

PMC 1645-G 10/31/1995 |Stop-Off Compound, Low-Melting-Point Alloy

PMC 1647-L 3/10/2010 CANCELLED: Retarder

PMC 1649-M 7/11/2011  [Chromate Conversion Concentrate

PMC 1650-M 5/23/2003 Electrolytic Stencil Etching Process Marking Fluid - Ferrous and Non-

Ferrous Metals, White Mark on Dark Metal
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Electrolytic Stencil Etching Process Marking Fluid - Copper, Nickel,

PMC 1653-L 5/23/2003 and Their Alloys; Also Ferrous Metals, Low-Carbon and Mild Steels;
Clear, White Mark on Silver Plated Surfaces
Electrolytic Stencil Etching Process Marking Fluid - Clear, White Mark

PMC 1655-P 8/25/2009 on Aluminum - Carbides, Cobalt-Base, and Chromium- Plated Metals,
Aluminum and Aluminum Alloys With A Black Mark

PMC 1658-M 4/29/2010 (E)Ir?lr;trolytic Stencil Etching Process Cleaning Fluid - Ferrous Metals

PMC 1659-L 5/23/2003 Electrolytic Stencil Etching Process Cleaning Fluid - Metal Other
Than Ferrous

PMC 1663-L 9/16/2005 |Electrolytic Marking Cleaning Fluid (Petroleum Base)

PMC 1664-J 8/10/1998 |Electrolytic Marking Immersion-Type Cleaning Fluid (Concentrate)

PMC 1666-M 2/15/2011  |Ammonium Bifluoride (Ammonium Acid Fluoride)

PMC 1667-P 2/15/2011 |Ammonium Hydroxide, Concentrated

PMC 1671-K 6/2/1995 CANCELLED: Plastisol

PMC 1672-G 6/2/1995 CANCELLED: Primer (Plastisol)

PMC 1674-J 1/31/1996 |[CANCELLED: Mold Release (Plastisol)

PMC 1680-L 8/10/1998 |Adhesive (Ray-Bond)

PMC 1681-J 4/24/2003  |Aluminum Putty and Hardening Agent

PMC 1682-P 4/6/2009 Industrial X-Ray Developer

PMC 1683-L 3/17/2000 |Industrial X-Ray Developer Replenisher Solution

PMC 1684-R 8/11/1998 |Industrial X-Ray Fixer Solution

PMC 1688-N 6/8/2011 CANCELLED: Zinc Chromate Polyurethane Coating

PMC 1690-L 7/11/2011 |Chromate Conversion Salts (Magnesium)

PMC 1691-K 5/29/2003 |Powdered Phenolic Resin

PMC 1693-L 6/8/2011 CANCELLED: Polyurethane Resin Catalyst

PMC 1696-J 9/2/2003 Rokide A (Aluminum Oxide) Spray Coating Rod

PMC 1711-T 4/3/2001 Water, Distilled or Deionized

PMC 1714-P 7/20/2011 |Lubricant, Spray-Type Low Temperature

PMC 1715-M 8/21/2006 |Fluorocarbon Primer for Steel

PMC 1716-H 9/19/1997 |CANCELLED: Fluorocarbon Primer for Aluminum

PMC 1727-L 6/23/2010 [CANCELLED: Epoxy Resin

PMC 1728-M 5/26/2010 |[Catalyst, Epoxy Resin

PMC 1736-T 10/13/2006 |Anhydrous Ferric Chloride

PMC 1737-M 11/9/2005 [|Water, Distilled, Deionized, or Demineralized

PMC 1739-AK 4/17/2007 |Industrial X-Ray Automatic Developer Replenisher Solution

PMC 1741-J 8/12/1998  [Thinner

PMC 1753-L 12/1/2003 |CANCELLED: Screened Crude Sulfur

PMC 1759-V 3/4/2004 Ceramic Fiber Material

PMC 1760-H 8/12/1998 [Test Solution (Copper, Silver, Lead-Tin)

PMC 1761-G 8/12/1998 [Test Solution (Cadmium)

PMC 1765-H 8/12/1998 [Test Solution (Chromium)

PMC 1766-G 8/12/1998 [Test Solution (Nickel)

PMC 1767-J 1/29/2009 |Silver Nitrate
CANCELLED: Strip Solution For Stainless Steel Plating Fixtures,

PMC 1771-) 2/26/1999 Nickel Braze, And Gold-Nickel Braze

PMC 1780-G 9/2/2003 Compound, Water-Base, Metal Spray-Resistant

PMC 1794-F 2/19/1998 |[Chromate Conversion Salts (Aluminum)

PMC 1796-V 7/11/2005 |Activated Carbon (Granular)

PMC 1797-K 12/20/2001 |Activated Carbon (Powder)

PMC 1800-H 8/16/2006  [Thinner for PWA 36038

PMC 1801-AA 9/7/2004 Chemical Milling Maskant

PMC 1803-T 9/30/2010 [Sodium Hydroxide (Liquid)

PMC 1804-AH 4/17/2007 |Industrial X-Ray Automatic Fixer Solution
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PMC 1805-AB 1/26/2007 |X-Ray Starter Solution

PMC 1807-T 6/16/2011 [Sodium Hydroxide, Reagent Grade

PMC 1808-H 5/26/2010 |Adhesive, Epoxy

PMC 1809-U 6/3/2010 Silicone Rubber Compound

PMC 1816-L 7/24/2006  [Super 77™ Adhesive

PMC 1817-N 7/18/2005 |Agueous Sodium Silicate Solution

PMC 1820-T 11/14/2005 |Methyl Ethyl Ketone (MEK), ACS Reagent Grade
PMC 1822-L 7/8/2009 Graphite Lubricant

PMC 1825-L 7/16/2009 |Graphite Lubricant

PMC 1829-A 6/2/1995 CANCELLED: Catalyst for Impregnation Resin
PMC 1830-C 2/19/1998 |Cure Additive for Impregnation Resin

PMC 1831-C 5/14/2003 |Polyisobutyl Methacrylate - Acrylic Resin

PMC 1835-R 4/20/2010 |Strippable Coating

PMC 1836-K 1/9/2007 Silicone Rubber - Room Temperature Curing: General Purpose
PMC 1838-K 9/25/2007 |Silicone Rubber - Room Temperature Curing: General Purpose
PMC 1849-Initial Issue 8/27/2003 |Stripper, Powder Coating

PMC 1850-F 4/7/2003 Glass Fiber Pad Fabric

PMC 1850-G 2/4/2011 Glass Fiber Pad Fabric

PMC 1851-J 10/9/2007 [Electrocleaner

PMC 1852-K 10/9/2007  |Activator

PMC 1853-K 10/9/2007  |Nickel Solution (Acid)

PMC 1854-J 10/9/2007 |Nickel Solution (High-Speed)

PMC 1855-G 1/31/1996 |CANCELLED: Binder

PMC 1856-L 10/11/2007 |Metallic Powder

PMC 1857-R 7/21/2010 |Metallic Powder

PMC 1858-J 1/31/1996 |CANCELLED: Diluent

PMC 1860-F 1/31/1996 |CANCELLED: Brazing Cement

PMC 1862-K 11/3/2006 [Sodium Bicarbonate

PMC 1870-F 10/11/2007 [Furnace Cement

PMC 1871-P 8/31/2005 |[Epoxy Curing Agent

PMC 1873-L 10/19/2007 |Polyimide

PMC 1874-H 9/25/2007  |Water - Distilled, Deionized, or Demineralized
PMC 1875-H 11/6/2007 [Water - Distilled, Deionized, or Demineralized
PMC 1876-N 2/15/2011 |Ammonium Hydroxide, Concentrated

PMC 1877-H 10/9/2007  [Nickel Strike Solution

PMC 1878-H 10/9/2007  |Nickel XHB Solution

PMC 1879-H 10/9/2007  |Activator (Acid)

PMC 1880-H 10/9/2007 |Activator (Neutral)

PMC 1881-G 10/9/2007 |Nickel (Semi-Bright, High-Leveling)

PMC 1882-E 10/19/2005 |CANCELLED: Carburizing Stop-Off Material (Water Soluble)
PMC 1883-F 10/7/2002  |Deoxidizer

PMC 1884-F 3/2/2005 CANCELLED: Nickel Strip Solution

PMC 1886-P 2/25/2010 [Rubber Mask - High-Temperature

PMC 1887-W 1/22/2010 |Vehicle, Petroleum, Magnetic Particle Suspension (High Flash Point)
PMC 1892-H 1/4/2008 Surfactant

PMC 1893-L 11/6/2007  [N-Methyl-2-Pyrrolidone

PMC 1894-J 10/11/2007 |Graphite Lubricant - High-Temperature

PMC 1897-P 3/1/2005 Corrosion and Fluid Resistant Paint

PMC 1899-K 1/20/2004 [Metallic Powder (Green)

PMC 1901-F 8/26/2002 |Silicone Rubber Sheet

PMC 1902-F 6/11/2004 |Calcium Aluminate Cement

PMC 1904-G 10/11/2007 [Forming Rubber Sheet
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PMC 1905-E 11/3/1995 |Urethane Forming Sheet
PMC 1914-AH 2/15/2011 |Acetone (Reagent Grade, A.C.S.)
PMC 1915-H 9/2/2003 Plasma Spray Maskant
PMC 1918-F 7/31/2003 [Electrolyte
PMC 1920-F 9/10/2003 [CANCELLED: Graphite Lubricant
PMC 1921-J 9/21/2010 |[Thermal Spray - Blast Maskant
PMC 1922-F 10/11/2007 |Mold Release Agent for Cold Molds
PMC 1923-D 1/31/1996 |CANCELLED: Mold Release Agent For Hot Molds
PMC 1924-D 2/16/1996 [CANCELLED: 2 - Phenoxyethanol
PMC 1925-F 3/21/2003  |Wetting Agent
Electrolytic Stencil Etching Process Marking Fluid - Ferrous and Non-
PMC 1926-F 10/11/2007 Ferrous Metals (White Mark on Dark Metal)
PMC 1927-F 3/19/2003 [CANCELLED: Glass Ceramic Precoat (Green)
PMC 1928-D 1/31/1996 |CANCELLED: Dry-Film Lubricant and Releasing Agent
PMC 1930-F 1/31/1996 |CANCELLED: Glass Ceramic Precoat (White)
PMC 1933-D 1/31/1996 |CANCELLED: Mold Release Agent for Composite Parts
PMC 1934-E 1/4/2008 Polyimide Thinner
PMC 1936-E 7/30/1997 |Brazing Cement
PMC 1937-E 2/4/2011 Ceramic Fiber
PMC 1938-C 3/24/2003  [Graphite Lubricant
PMC 1939-C 10/9/2007 |Activating Solution
PMC 1940-D 10/22/2007 |SUPERSEDED BY PMC 1851: Electrocleaner
PMC 1941-D 10/22/2007 |SUPERSEDED BY PMC 1852: Activator
PMC 1942-D 10/22/2007 |SUPERSEDED BY PMC 1879: Activator (Acid)
PMC 1943-D 10/9/2007 |Etching & Desmutting Solution
PMC 1944-D 10/8/2007 |Etching & Activating Solution
PMC 1945-D 10/22/2007 |SUPERSEDED BY PMC 1853: Nickel Solution (Acid)
PMC 1946-E 3/1/2010 Nickel Sulfamate Brush Plating Solution
PMC 1948-B 1/31/1996 |CANCELLED: Mold Release Agent for Composite Parts
PMC 1949-E 3/19/2003 |CANCELLED: Glass Ceramic Precoat
PMC 1951-M 2/27/2006 |Activated Carbon (Granular)
PMC 1952-B 8/28/1998 |Epoxy Adhesive
PMC 1953-A 3/27/1998 [CANCELLED: Sealing Compound
PMC 1954-G 4/29/2005 |Anti-Spatter Solution
PMC 1955-C 10/28/2003 |Aromatic Isocyanate
PMC 1956-C 8/28/1998 [Polyol
PMC 1957-F 5/30/2003 [Masking Pellets, Injection Moldable
PMC 1958-C 8/31/1998 [Adhesive, Epoxy Tape
PMC 1959-F 2/16/2007 [Adhesive, Epoxy, Fast Cure
PMC 1960-C 3/2/2005 CANCELLED: Chromium Brush Stripping Solution
PMC 1961-D 9/25/2007 SUPERSEDED BY MSM 6329: Platinum Chloride Solution
PMC 1962-B 11/27/1995 |Activating Agent
PMC 1963-F 2/7/2000 Lubricant, Dry Film, Spray
PMC 1964-F 9/28/2010 [CANCELLED: Nickel Braze Stripping Compound, Component A
PMC 1965-F 9/28/2010 [CANCELLED: Nickel Braze Stripping Compound, Component B
PMC 1966-E 3/19/2010 |Anti-Spatter Solution
PMC 1967-D 6/29/2010 |CANCELLED: Copper Brush Plating Solution, Acid, High Speed
PMC 1968-C 6/29/2010 [CANCELLED: Chrome Cap Brush Plating Solution
PMC 1969-B 8/31/1998 [Potassium Tetraborate
PMC 1970-C 10/23/2003 |Anhydrous Borax
PMC 1971-F 7/8/2009 Glass Ceramic Precoat (Pink)
PMC 1972-B 8/31/1998 [Filter Powder, Diatomaceous Earth
PMC 1973-B 8/31/1998 |Polystyrene Pellets, Injection Moldable
PMC 1974-F 6/29/2010 |CANCELLED: Nickel Sulfamate Brush Plating Solution
PMC 1975-G 9/25/2007  |Sodium Hydroxide (Liquid) - Rayon Grade
PMC 1976-D 8/31/2005 [Liquid Epoxy Resin
PMC 1977-D 9/8/2004 Adhesive, Epoxy
PMC 1978-E 5/20/2011 [Laser Backing Wax
PMC 1979-B 3/19/2003 |CANCELLED: Paint Stripper
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PMC 1980-B 9/23/2003 |[CANCELLED: Electron Beam Weld Stop-Off Stripper
PMC 1982-E 5/26/2010 |Epoxy Adhesive

PMC 1983-D 5/26/2010 |Catalyst, Epoxy Resin

PMC 1984-B 8/5/2003 CANCELLED: Brazing Alloy Cement

PMC 1986-A 11/27/1995 [Urea, Technical Grade

PMC 1987-D 10/16/2003 |Polyethylene Glycol

PMC 1988-A 11/27/1995 |Polyacrylic Acid

PMC 1989-B 2/19/1998 [Thermal Spray Maskant, Water Soluble

PMC 1990-A 11/27/1995 |Ceramic Casting Material

PMC 1991-B 10/7/2003 |Styrene-Butadiene Polymer

PMC 1992-A 11/27/1995 |[Silicon Dioxide, Amorphous

PMC 1993-B 3/28/2003  [Ammonium Compound

PMC 1994-A 12/8/1995 |Glass Frit, 200 Mesh

PMC 1995-B 7/7/2003 Solvent, C.I. Red 111

PMC 1996-F 4/27/2011 [Maskant, Waterborne, Chemical Milling and Plasma Spray
PMC 1997-C 1/20/2004 |Binder, Aqueous

PMC 1998-H 6/21/2005 |Release Fabric

PMC 1999-B 2/19/1998 [Thermal Spray Maskant, Water Soluble
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PMC 2000

Procedure Number Effective Date |[Subject

PMC 2000-F 9/23/2003  [CANCELLED: Flux, Liguid Soldering
PMC 2012-L 4/22/2009 [Levigated Alumina

PMC 2014-K 8/15/2003 |Weld-Spatter Preventive Coating

PMC 2020-L 8/21/2007 |Copper Brazing Paste Thinner (Cubond G)
PMC 2024-M 7/31/2003 |Electrolytic Iron

PMC 2033-G 10/13/2009 |High-Vacuum Leak Sealant

PMC 2038-K 2/4/2011 Insulating Blanket Material - 6 Ibs./cu. ft.
PMC 2039-N 2/4/2011 Insulating Material

PMC 2040-J 2/4/2011 Insulating Blanket Material - 4 Ibs./cu. ft.
PMC 2047-P 4/12/2010 [Boron Nitride Coating

PMC 2048-M 1/18/2006 |Flux, Silver Brazing (High Temperature) Refer to: AMS 3411-1S
PMC 2052-E 8/21/2007 |Nickel Base Brazing Filler Metal Paste
PMC 2054-E 7/10/2002  [Weld-Spatter Preventive Coating

PMC 2055-B 6/6/2003 CANCELLED: Braze Binder

PMC 2056-C 9/19/1997 [CANCELLED: Anti-Spatter Lacquer
PMC 2058-F 3/30/2007  [Brazing Stop-Off

PMC 2059-G 8/21/2007 |Brazing Stop-Off Tape

PMC 2060-C 8/21/2007 |Brazing Stop-Off Paint

PMC 2061-C 7/8/2004 Parting Agent - Diffusion Bonding

PMC 2063-B 9/21/2007  [CANCELLED: Weld Spatter Stop-Off
PMC 2064-B 8/21/2007  [Thinner for PMC 2061

PMC 2065-C 8/21/2007  [Starch (Corn)

PMC 2066-F 2/9/2010 Boron Nitride Coating

PMC 2067-A 8/21/2007 |Mica/Silicone Shim Material

PMC 2068-A 8/21/2007  [Textile Anti-Fray

PMC 2069-C 4/15/2003  |Boron Nitride Coating

PMC 2070-Initial Issue 10/9/2002  |Paint, Aluminum Oxide

PMC 2071-Initial Issue 8/27/2003 |Stop-Off, Weld Spatter

PMC 2072-Initial Issue 6/30/2004  [Boron Nitride Coating, High-Purity

PMC 2073-A 10/28/2004 |Paper, Alumina

PMC 2074-A 2/4/2011 Heat Treat Fixturing Material

PMC 2075-A 2/4/2011 Heat Treat Fixturing Material

PMC 2076-Initial Issue 9/15/2006 |Insulating Blanket Material - 8 Ibs./cu. ft.
PMC 2077-Initial Issue 7/30/2007  [Brazing Binder

PMC 2078-A 12/3/2008 |[Braze Filler Metal, Wide Gap

PMC 2079-A 2/4/2011 Fiberglass Cloth, Vermiculite Treated
PMC 2080-A 2/4/2011 Insulating Blanket Material

PMC 2081-A 6/16/2009 |Label, Surface Temperature Indicator
PMC 2082-Initial Issue 1/6/2010 Pins, Stop-Off

PMC 2083-Initial Issue 1/22/2010 |Brazing Stop-Off

PMC 2200-AF 10/17/2011 |Argon

PMC 2204-K 9/25/2007  |Argon, Gaseous, Ultra-High Purity

PMC 2205-K 6/4/2010 Hydrogen Fluoride (HF), C.P. Grade
PMC 2206-Initial Issue 11/7/2006 |Argon, Liguid, Ultra High Purity

PMC 2207-J 10/17/2011 |Helium, Gaseous (4.7 High Purity - 99.997% Grade)
PMC 2208-AE 10/17/2011 |Helium (4.5 Grade - 99.995%)

PMC 2209-Y 10/17/2011 |Premixed Laser Gas (82%He, 13.5%N2, 4.5%C02)
PMC 2210-AB 10/17/2011 |Fluid Carbon Dioxide

PMC 2211-G 11/6/2007  [Carbon Dioxide, Gaseous

PMC 2212-AC 10/17/2011 [Nitrogen, High Purity
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Procedure Number Effective Date |[Subject

PMC 2213-H 10/17/2011 |Nitrogen (90%) - Oxygen (10%) Gas Mixture

PMC 2214-AB 10/17/2011 |Nitrogen (Water-Pumped)

PMC 2215-T 10/17/2011 |Liquid Nitrogen (Minimum Purity 99.99%)

PMC 2216-L 10/17/2011 |Nitrogen (96%) - Hydrogen (4%) Gas Mixture
PMC 2217-U 10/17/2011 |Oxygen, Aviator's Breathing

PMC 2218-AD 10/17/2011 [Oxygen

PMC 2219-F 11/8/2007 |Nitrogen, Prepurified

PMC 2220-G 6/4/2010 Propylene

PMC 2221-G 11/8/2007 |Breathing Air, CGA Grade D

PMC 2222-M 4/14/2010 [Compressed Air

PMC 2223-M 11/19/2003 |Anhydrous Ammonia

PMC 2224-F 11/8/2007 |Carbon Dioxide, Gaseous, Research Grade

PMC 2225-U 1/19/2004  [Propane

PMC 2226-E 11/8/2007 |Carbon Dioxide, Gaseous, Coleman Grade

PMC 2227-F 11/8/2007  [Hydrogen, Gaseous, MIL-PRF-27201, Type |

PMC 2228-D 1/3/2005 Oxygen, Gaseous, Ultra High Purity Grade

PMC 2229-B 4/10/2001 [Acetylene, Prepurified

PMC 2230-M 10/17/2011 |Helium (90%) - Argon (7.5%) - Carbon Dioxide (2.5%) Gas Mixture
PMC 2232-AD 10/17/2011 |Hydrogen, Gaseous (Protective Atmosphere)

PMC 2233-H 7/16/2008 |Hydrogen, Gaseous (Ultra-High Purity)

PMC 2234-B 11/8/2007 |90% Argon, 10% Methane Gas Mixture

PMC 2235-B 11/8/2007 |Sulfur Dioxide, Liguefied

PMC 2236-V 10/17/2011 |Acetylene

PMC 2237-D 11/8/2007  |Argon, Liquid

PMC 2238-B 4/22/2003 [Propane Gas Mixture

PMC 2239-D 10/22/2004 195% Argon - 5% Hydrogen Gas Mixture, High Purity
PMC 2240-Initial Issue 7/17/2003  198% Argon - 2% Hydrogen Gas Mixture, High Purity
PMC 2241-L 5/8/2009 Argon (99%) - Oxygen (1%) Gas Mixture

PMC 2242-A 4/22/2003  [Oxygen (99%) - Sulfur Dioxide (1%) Gas Mixture
PMC 2244-E 10/17/2011 |Argon (98%) - Hydrogen (2%) Gas Mixture

PMC 2245-U 10/17/2011 |Argon (95%) - Oxygen (5%) Gas Mixture

PMC 2246-D 10/17/2011 [Premixed Calibration Gas (Argon Ultra-High Purity, 75ppm Oxygen)
PMC 2247-Initial Issue 7/28/2003  |Argon (95%) - Sulfur Dioxide (5%)Gas Mixture
PMC 2248-A 6/16/2004 |Argon, Gaseous,Ultra-High Purity - 6.0 Grade
PMC 2249-B 5/8/2009 Premixed Laser Gas (55%N,, 40%He, 5%CO,
PMC 2250-E 2/11/2005 |Helium, Gaseous (5.0 Ultra High Purity Grade - 99.999%)
PMC 2251-Initial Issue 4/1/2004 Premixed Gas (50%N,, 45%He, 5%H,)

PMC 2252-AA 11/15/2011 |Argon (97.5%) - Hydrogen (2.5%) Gas Mixture
PMC 2256-B 9/13/2005 |Liguid Oxygen

PMC 2259-K 8/2/2000 Flux, High-Temperature Brazing

PMC 2264-AD 5/8/2009 Boron Nitride Coating

PMC 2266-M 10/16/2003 |Brazing Alloy Stop-Off Compound (Liquid)

PMC 2267-N 10/16/2003 |Bonding Stop-Off Compound

PMC 2268-C 11/8/2007 |92% Tetrafluoromethane, 8% Oxygen Gas Mixture
PMC 2269-L 11/15/2011 |Argon (65%) - Hydrogen (35%) Gas Mixture

PMC 2270-W 11/15/2011 |Argon (90%) - Hydrogen (10%) Gas Mixture

PMC 2271-W 11/15/2011 |Argon (95%) - Hydrogen (5%) Gas Mixture

PMC 2272-D 4/10/2001  [Argon (92.5%) - Hydrogen (7.5%) Gas Mixture
PMC 2273-A 11/8/2007  [Air, Medical/lUSPCGA Grade N

PMC 2274-P 11/15/2011 |Argon (75%) - Carbon Dioxide (25%) Gas Mixture
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PMC 2275-P 5/8/2009 Carbon Dioxide (3%) - Argon Gas Mixture
PMC 2276-Initial Issue 4/2/2004 Premixed Gas (10% Ammonia, 90% H,)
PMC 2277-E 9/2/2003 Liguid Leak Detector

PMC 2278-Initial Issue 1/14/2005 [Nitrogen, Ultra High Purity

PMC 2279-A 8/15/2005 |Nitrogen (98%) - Hydrogen (2%) Gas Mixture
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PMC 3000

Procedure Number Effective Date |[Subject

PMC 3000-L 10/20/2003 |Sandblasting Sand #30 (For Cleaning)

PMC 3001-P 8/21/2007 |Pumice (Powdered)

PMC 3007-V 8/20/2010 |Compound, Silicon Carbide Lapping (240 Grain Size)
PMC 3008-D 7/25/2005 |Compound, Aluminum Oxide Lapping (400 Grain Size)
PMC 3009-C 8/21/2007 |Compound, Aluminum Oxide Lapping (600 Grain Size)
PMC 3010-AA 1/8/2008 Abrasive, Nut Shell

PMC 3011-L 11/5/2002 |[Compound, Silicon Carbide Lapping (280 Grain Size)
PMC 3013-N 11/5/2002 |[Compound, Silicon Carbide Lapping (400 Grain Size)
PMC 3014-M 3/26/2003 |Compound, Silicon Carbide Lapping (240 Grain Size)
PMC 3017-K 10/28/2003 |Compound, Polishing and Buffing

PMC 3021-K 9/6/2007 Compound, Medium Greaseless Polishing

PMC 3022-N 8/15/2008 |Compound, Coarse Greaseless Polishing

PMC 3023-J 4/20/2006 [CANCELLED: Compound, Fine Greaseless Polishing
PMC 3024-P 5/13/2010 |CANCELLED: Tallow (Polishing Compound)

PMC 3030-M 8/27/2007  |Cement, Roughing Polishing

PMC 3032-L 8/27/2007  |Cement, Finishing Polishing

PMC 3043-AK 7/21/2010 |Abrasive, Aluminum Oxide #90

PMC 3044-AE 3/24/2009 |Abrasive, Aluminum Oxide #30 (For Cleaning)

PMC 3045-AE 3/18/2009 |Abrasive, Aluminum Oxide #120 (For Cleaning)

PMC 3046-AL 8/21/2009 |Abrasive, Aluminum Oxide #240 (For Cleaning)

PMC 3048-L 8/27/2007  |Compound, Medium-Fine Greaseless Polishing

PMC 3049-L 8/27/2007 |Compound, Medium-Coarse Greaseless

PMC 3052-AN 11/8/2010 |Abrasive, Aluminum Oxide

PMC 3053-AB 8/25/2009 [Silicon Carbide (For Polishing)

PMC 3054-N 6/16/2011 |Powder, Silicon Carbine (600 Grit)

PMC 3058-G 8/21/2007  [Cloth Set-Up Wheels Type "A" Cloth

PMC 3059-K 10/17/2003 [Cloth Set-Up Wheels (Rag Wheels)

PMC 3060-J 10/17/2003 [Buffing Wheels

PMC 3061-AC 8/30/2006  |Compound, Buffing Polishing

PMC 3067-R 1/25/2011  [Compound, Wet-Abrasive (#325)

PMC 3079-AD 9/1/2009 Aluminum Oxide Mesh #220 (Wet or Dry Abrasive Blasting)
PMC 3082-N 12/18/2007 |CANCELLED: Sand, Sandblasting #100

PMC 3083-AJ 3/25/2009 |Glass Bead (.0083 - .0117 Diameter) AGB-25

PMC 3084-AD 3/25/2009 |Glass Bead (.0017 - .0035 Diameter) AGB-6

PMC 3085-R 1/25/2011 |Compound, Wet Abrasive (#200)

PMC 3088-K 8/28/2007 |Compound, Silicon Carbide Deburring

PMC 3090-K 11/5/2002 |[Compound, Silicon Carbide Lapping (600 Grain Size)
PMC 3091-H 8/27/2007 |Adhesive Precoat for Greaseless Compound

PMC 3092-AH 6/16/2011 |Abrasive, Silicon Carbide #24 (For Cleaning)

PMC 3094-H 11/6/2003 |Compound, Aluminum Oxide Lapping (900 Grain Size)
PMC 3095-H 8/28/2007 |Silica Abrasive Compound (Wet)

PMC 3096-H 11/6/2003 |Compound, Aluminum Oxide Lapping (1200 Grain Size)
PMC 3099-AN 4/28/2011 |Abrasive, Silicon Carbide #80

PMC 3102-G 5/7/2002 CANCELLED: Compound, No. 2 Barrel-Finishing (Tumbling)
PMC 3103-H 8/27/2007 |Compound, No. 3 Abrasive Barrel Finishing (Tumbling)
PMC 3105-H 9/11/2007 |CANCELLED: Compound, Neutralizer Barrel-Finishing
PMC 3106-AH 8/25/2011 |Barrel Finishing Media, Fused Aluminum Oxide

PMC 3108-L 9/4/2002 CANCELLED: Barrel-Finishing Media, Aluminum Oxide (Triangular

Shape)
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PMC 3109-AD 8/25/2011 Barrel-Finishing Media, Silicon Carbide - Angle Cut, (Triangular
Shaped)

PMC 3113-N 3/14/2003 |Compound, Barrel-Brightening, Neutralizing and Cleaning

PMC 3114-K 6/6/2003 CANCELLED: Compound, Barrel Deburring and Cleaning

PMC 3116-L 10/2/2002 CANCE.L.LED: Compoupd, Nonfoaming - for Barrel-Brightening,
Neutralizing, and Cleaning

PMC 3119-H 9/17/2003 |Boron Carbide Lapping Grain

PMC 3120-W 3/10/2009 |Liquid Detergent for Barrel-Finishing

PMC 3121-AA 3/24/2009 |Abrasive, Aluminum Oxide #16 (For Cleaning)

PMC 3123-AE 9/1/2009 Abrasive, Aluminum Oxide #24 (For Cleaning)

PMC 3127-K 12/14/2000 |[CANCELLED: Glass Beads (0.0165-0.0238 diameter)

PMC 3129-AE 1/19/2009 |Compound, Diamond Lapping, Slurry, Spray, or Suspension

PMC 3131-AG 7/21/2010 |Abrasive, Aluminum Oxide #90

PMC 3132-AH 7/21/2010 |Abrasive, Aluminum Oxide #60

PMC 3137-J 1/20/2006 [Corn Cob Grit

PMC 3138-AG 6/16/2011 |Abrasive, Silicon Carbide #240 (For Cleaning)

PMC 3139-W 6/17/2011 |Abrasive, Silicon Carbide #60 (For Cleaning)

PMC 3142-P 10/3/2005 [Liquid Deburring Compound

PMC 3146-G 8/27/2007 |Red Jeweler's Rouge

PMC 3150-L 9/20/2007  |Compound, Confined Abrasive Finishing (Pre-Mix)

PMC 3151-H 7/17/2007  [Compound, Lapping - Grain Only

PMC 3153-J 8/29/2007  |Deburring Compound

PMC 3154-R 4/22/2009 [Aluminum Oxide Abrasive, 50 Micron

PMC 3155-AF 7/21/2010 |Abrasive, Aluminum Oxide #150

PMC 3156-R 11/21/2011 |Quartz-Abrasive Barrel-Finishing Media (Triangular Shaped)

PMC 3159-P 8/23/2011 |Silicon Carbide Abrasive Barrel-Finishing Media (Cylindrical Shaped)

PMC 3160-AA 6/16/2011 [Abrasive, Silicon Carbide #30 (For Cleaning)

PMC 3162-L 1/29/2004 |Barrel-Finishing Media - Silicon Carbide

PMC 3164-AA 4/22/2009 [Aluminum Oxide Abrasive, 50 Micron

PMC 3165-G 8/28/2007 |Silicon Carbide Abrasive Web

PMC 3168-N 9/1/2009 Natural Aluminum Oxide Abrasive Barrel-Finishing Media

PMC 3169-L 12/14/2000 |CANCELLED: Glass Bead (0.0070 - 0.0117 diameter)

PMC 3171-G 9/24/2007  |CANCELLED: Confined-Abrasive-Finishing Compound Thinner

PMC 3172-H 8/27/2007  |Compound, Buffing

PMC 3174-G 9/20/2007  |Compound, Confined-Abrasive-Finishing (Pre-Mix)

PMC 3178-J 7/31/2009 |Aluminum Oxide Abrasive Barrel-Finishing Media (Triangular Shaped)

PMC 3179-J 7/31/2009 |Aluminum Oxide Abrasive Barrel-Finishing Media (Triangular Shaped)

PMC 3181-G 8/29/2007 |Liguid Detergent and Defoaming Compound for Barrel Finishing

PMC 3182-Y 6/16/2011 |Abrasive, Silicon Carbide #16 (For Cleaning)

PMC 3184-F 9/10/2007 |Non-Abrasive Media - Cone-Shaped

PMC 3185-F 8/29/2007 |Ceramic Preformed Tumbling Media

PMC 3186-G 6/8/2007 Ceramic Preformed Tumbling Media

PMC 3187-AB 7/21/2010  |Abrasive, Aluminum Oxide #80

PMC 3188-E 2/27/1998 |Defoaming Compound

PMC 3189-F 2/27/1998 |Defoaming Compound

PMC 3190-G 9/22/1998 |Barrel Finishing Media, Aluminum Oxide

PMC 3192-K 7/31/2009 |Barrel Finishing Media, Aluminum Oxide, Refined, Angle-Cut Cylinder

PMC 3194-N 6/10/2009  [Aluminum Oxide Abrasive, 27 Micron

PMC 3195-E 9/22/1998 |Steel Burnishing Media - Case Hardened

PMC 3196-R 6/16/2011 [Abrasive, Silicon Carbide, 50 Micron
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PMC 3197-E 7/10/2007 |Barrel Finishing Media

PMC 3200-B 9/22/1998 |Aluminum Oxide Abrasive, 1-Micron

PMC 3201-E 9/17/2003 |Aluminum Oxide Abrasive, 3 Micron

PMC 3202-V 3/24/2009 |Abrasive, Aluminum Oxide #180 (For Cleaning)
PMC 3203-J 3/21/2011 |Compound, Confined-Abrasive-Finishing- D-150 (Pre-Mixed)
PMC 3204-G 9/20/2007 |Compound, Reconditioning D-300 (Pre-Mixed)

PMC 3205-E 9/9/1999 Vibratory Barrel Finishing Detergent/Corrosion Inhibitor
PMC 3207-D 2/27/1998 |Liquid Cleaner and Non-Abrasive Cutting Compound
PMC 3211-F 7/28/2009 |Metallic Oxide Barrel Finishing Media

PMC 3212-F 7/9/2009 Garnet Abrasive

PMC 3213-H 1/7/2010 Metallic Oxide Barrel Finishing Media - Ceramic Base Binder
PMC 3214-C 1/7/2010 Barrel Finishing Media - Silicon Carbide

PMC 3216-D 9/20/2007  |Compound, Confined-Abrasive-Finishing (Pre-Mix)
PMC 3217-D 9/20/2007 |Compound, Confined-Abrasive-Finishing (Pre-Mix)
PMC 3218-D 9/20/2007  |Compound, Confined-Abrasive-Finishing

PMC 3219-D 9/20/2007  |Compound, Reconditioning

PMC 3220-H 1/21/2011  [Ceramic Beads (.017-.024 Diameter)

PMC 3221-G 9/8/2004 Plastic-Preformed Barrel-Finishing Media - Cone-Shaped
PMC 3222-K 5/8/2002 Aluminum Oxide Abrasive, Closely Graded

PMC 3223-J 9/12/2011 |Barrel-Finishing Media, Zirconium

PMC 3225-E 7/31/2009 |Abrasive Barrel-Finishing Media - Ceramic

PMC 3227-B 9/25/1998 Barrel-Finishing Media, Aluminum Oxide

PMC 3228-B 2/27/1998 Barrel-Finishing Compound

PMC 3229-A 12/13/1995 |Abrasive Barrel-Finishing Media - Metallic Oxide
PMC 3230-A 9/10/2003 |CANCELLED: Metallic Oxide Barrel-Finishing Media - Cone-Shaped
PMC 3231-E 1/7/2010 Metallic Oxide Mass-Finishing Media - Cone-Shaped
PMC 3232-J 6/16/2011 [Abrasive, Silicon Carbide #120/180 (For Cleaning)
PMC 3233-C 2/27/1998  |Burnishing Compound

PMC 3234-B 2/27/1998 |Buffing Compound

PMC 3235-D 9/30/2004 |Lapping Compound, Water-Base

PMC 3236-B 12/12/2003 [Confined Abrasive-Finishing Media (Pre-Mix)

PMC 3237-A 12/13/1995 [Fired Ceramic Media

PMC 3238-A 12/13/1995 [Fired Ceramic Media

PMC 3239-B 2/27/1998  [Burnishing Compound (Columbus Only)

PMC 3240-B 2/27/1998 |Barrel-Finishing Additive (Columbus Only)

PMC 3241-B 2/27/1998 |Barrel-Finishing Compound (Columbus Only)

PMC 3242-A 12/13/1995 |Barrel Finishing Compound (Columbus Only)

PMC 3243-A 12/13/1995 [Corn Cob, Ground

PMC 3244-A 9/25/1998 |Abrasive-Finishing Media

PMC 3245-Initial Issue 12/20/2010 |Barrel-Finishing Compound

PMC 3247-A 2/27/1998 |Barrel-Finishing Compound, Low Foaming

PMC 3248-B 2/27/1998 |Barrel-Finishing Compound

PMC 3249-B 9/24/1998  |Burnishing Compound

PMC 3250-D 9/20/2007 |Confined Abrasive-Finishing Media (Pre-Mix)

PMC 3251-E 7/28/2009 |Abrasive Barrel-Finishing Media - Ceramic

PMC 3252-C 9/20/2007  |Media Additive

PMC 3253-B 9/20/2007  |Media Additive

PMC 3254-B 9/24/2004  |Barrel-Finishing Compound

PMC 3255-C 4/8/2010 Abrasive Barrel-Finishing Media - Ceramic

PMC 3256-C 3/1/2000 Abrasive, Alumina-Zirconia #60
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PMC 3257-G 8/3/2009 Powder, White Aluminum Oxide

PMC 3258-B 8/25/2011 |Abrasive Barrel-Finishing Media - Aluminum Oxide/Silicon Carbide
PMC 3259-C 1/5/2010 Ceramic Beads (.033-.046 Diameter)

PMC 3260-Initial Issue 2/9/1999 Abrasive-Impregnated Sheet

PMC 3261-A 8/23/2011 |Barrel-Finishing Media, Zircon, V-Cut Cylinder

PMC 3263-B 10/17/2008 |Aluminum Oxide Abrasive Barrel-Finishing Media - Elliptical-Shaped
PMC 3264-A 6/26/2006 |Barrel-Finishing Media, Aluminum Oxide

PMC 3265-D 5/10/2010 |Pellets, Solid Carbon Dioxide (Dry Ice)

PMC 3266-Initial Issue 8/15/2003 |Liquid Detergentfor Barrel-Finishing, Low Foam

PMC 3267-Initial Issue 2/27/2004  |Abrasive Disk, 320 Grit Aluminum Oxide

PMC 3268-Initial Issue 2/27/2004  |Abrasive Disk, 400 Grit Aluminum Oxide

PMC 3269-Initial Issue 2/27/2004  |Abrasive Disk, 600 Grit Aluminum Oxide

PMC 3270-A 4/13/2004 [Garnet Abrasive, 25 Micron

PMC 3271-B 12/19/2005 |Compound, Diamond, 3 Micron

PMC 3272-B 11/16/2010 [Quartz-Abrasive Barrel-Finishing Media

PMC 3273-Initial Issue 6/9/2004 Flocculent

PMC 3274-Initial Issue 6/9/2004 Barrel Finishing Compound

PMC 3275-Initial Issue 11/1/2004 |Antifoam Concentrate Non-Silicone

PMC 3276-Initial Issue 9/15/2006 Barrel Finishing Media - Ceramic

PMC 3277-Initial Issue 9/15/2006  |Flocculant

PMC 3278-A 7/13/2009 |Abrasive, Aluminum Oxide, #20

PMC 3279-A 5/26/2010 |Pellets, Solid Carbon Dioxde

PMC 3280-C 4/21/2009 [Abrasive Grit, Aluminum Oxide (500 grit)

PMC 3281-Initial Issue 9/21/2009 |Compound, Abrasive Polishing and Buffing

PMC 3282-Initial Issue 11/4/2009 |Barrel-Finishing Media, Silicon Carbide - Cone-Shaped
PMC 3283-A 4/11/2011  |Barrel Finishing Media - Ceramic

PMC 3284-A+B70 11/21/2011 |Quartz-Abrasive Barrel Finishing Media (Cone Shaped)
PMC 3285-A 2/4/2011 Abrasive Barrel-Finishing Media, Synthetic Plastic Quartz, General Cut
PMC 3286-A 2/4/2011 Abrasive Barrel-Finishing Media, Synthetic Plastic Quartz, Preplate
PMC 3287-Initial Issue 2/10/2011 |Solid Carbon Dioxide Block (Dry Ice)

PMC 3288-Initial Issue 3/15/2011 |Barrel- and Vibratory-Finishing Compound

PMC 3289-Initial Issue 11/18/2011 |Barrel-Finishing Media Cylindrical Shape

PMC 3290-Initial Issue 12/8/2011 |Vibratory Finishing Compound

PMC 3300-P 4/11/2011 |Plastic Blast Media

PMC 3301-D 3/9/1999 CANCELLED: Plastic Blast Media (Industrial Grade)
PMC 3302-B 3/9/1999 CANCELLED: Plastic Blast Media (3.0 Moh Hardness)
PMC 3303-B 3/9/1999 CANCELLED: Plastic Blast Media (3.0 Moh Hardness)
PMC 3304-C 2/17/1999 |Plastic Blast Media (3.5 Moh Hardness)

PMC 3305-G 6/19/2006 |CANCELLED: Plastic Blast Media (4.0 Moh Hardness)
PMC 3306-D 5/1/2006 Plastic Blast Media (3.5 Moh Hardness)
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PMC 4000-AR 10/16/2009 |Masking Tape, Crepe-Paper Backing

PMC 4001-W 10/2/2009 |Masking Tape (Cloth Backing)

PMC 4002-C 2/9/2006 Tape, Teflon

PMC 4009-W 1/6/2010 Masking Tape (High Temperature)

PMC 4011-H 9/25/1998  |Friction Tape (Cloth Backing)

PMC 4018-L 8/21/1996 [Filer Aid - General Purpose
CANCELLED: Waterproof Black Marking Ink For Marking Damp Metal

PMC 4020-L V152007 I\ tace With a Rubber Stamp

PMC 4021-AE 11/3/2011 Stamping Ink - Black (For Marking on Non-Porous Surfaces With a
Rubber Stamp)

PMC 4024-3 2/6/2001 CANCELLED: Stamping Ink - Blue - For Marking on Non-Porous
Surfaces with a Rubber Stamp

PMC 4027-M 2/8/2002 Stamping Ink - White (For Marking on Non-Porous Surfaces With a
Rubber Stamp)

PMC 4035-M 9/25/1998 |Ink/Paint for Color Coding

PMC 4038-J 8/2/2001 CANCELLED: Black Marking Ink For Writing On Non-Porous Surfaces
With A Pen

PMC 4039-W 12/8/2006 |Layout and Identification Dye

PMC 4041-K 11/5/1999 |Sheet Metal Marking Ink

PMC 4042-L 9/9/2004 Marking Ink Solvent

PMC 4043-M 12/1/2003  |CANCELLED: Temporary Metal Marking Ink
Chemical Etching Ink - Black (For Marking on Non-Porous Surfaces

PMC 4044-] 9/28/1998 With a Rubber Stamp)

PMC 4046-H 12/1/2003 CANCELLED: Temporary ldentification Ink - For Use In A Felt Pen Or
Spray Gun

PMC 4049-J 7/16/2003  |Cotton Gauze, Tubular

PMC 4050-BC 9/30/2009  |Felt Tip Marker

PMC 4051-K 7/30/2001 |Crayon, Marking (Oil Base)

PMC 4052-B 3/25/2004  [Cushioning Material, Kraft Paper, A-A-59311

PMC 4057-AG 7/28/2009 |Ink, Metal Marking

PMC 4058-P 6/29/2009 [Metal Marking Crayon (Soft)

PMC 4059-AD 6/29/2009 [Metal Marking Pencil (Hard)

PMC 4062-L 7/8/2003 Layout and Identification (LOX Compatible) Dye

PMC 4066-H 9/10/2003 |CANCELLED: Polyethylene Envelope

PMC 4067-T 10/16/2009 |Plastic Tape (Adhesive-Type) for Sealing Vacuum Bags

PMC 4069-L 1/29/2010 |Stripper Cloth

PMC 4072-F 1/15/1996 |Cushioning Material

PMC 4073-G 4/2/2008 Masking Paper (Rolls)

PMC 4076-J 9/30/2009 |Grinding Marker Stick

PMC 4078-L 9/28/2005 Tape, Riveter's

PMC 4084-M 1/6/2010 Tape - High Temperature, Polyimide

PMC 4090-J 9/28/1998 |[Masking Tape, Crepe-Paper

PMC 4092-M 4/14/2004 |Felt Tip Marking Pen and Ink

PMC 4094-H 4/25/2001 [Marking Pencil (Hard)

PMC 4095-K 10/29/2003 |Abrasive-Impregnated Nylon Pads and Rolls

PMC 4096-U 2/19/2008 |[Pressure Sensitive Polyester Tape

PMC 4098-M 9/20/2011 |Scotchweld Brand Structural Adhesive

PMC 4101-W 9/13/2011 Barrier Material, Greaseproof,Waterproofed, Flexible,MIL-PRF-121

PMC 4102-A 1/15/1996 Tape, Woven Ceramic Fiber

PMC 4103-A 1/15/1996 |Tape, Woven Ceramic Fiber, Pressure Sensitive

PMC 4104-B 7/14/2005 [Plasma Spray Maskant

PMC 4107-A 7/19/2006 [PTFE Coated Fiberglass Tape

PMC 4108-A 7/11/2007  |Fiberglass Tubing

PMC 4109-Initial Issue 7/6/2000 Tape - Vinyl, High Temperature, Fine Line
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PMC 4110-B 11/17/2010 [Tubing, Polyethylene
Barrier Material: Water/Vaporproof, Greaseproof, Flexible, Heat-
PMC 4111V 12/13/2011 5o olable MIL-PRF-131, Class 1 Modified
PMC 4112-C 2/11/2009 |[Sleeve, Polyethylene Web
PMC 4113-Initial Issue 9/26/2007 |[Masking Tape, Low-Medium Adhesion Level
PMC 4114-Initial Issue 4/2/2008 Paper, Flame Retardant
PMC 4117-Initial Issue 7/22/2008 |[Kraft Paper (Bleached White)
PMC 4118-Initial Issue 9/23/2008 [Kraft Wrapping Paper (Neutral)
PMC 4119-Initial Issue 2/2/2007 Paper, Thermal Stencil
PMC 4121-E 8/5/2011 Tape, Polyurethane, Black
PMC 4122-J 9/29/1998 |Paper, Wrapping, Waterproofed Kraft, PPP-B-1055, Type L-2
PMC 4124-K 10/13/2000 |Pressure-Sensitive Sealing Tape
PMC 4125-U 7/31/2003 |Cushioning Material, Cellulosic A-A-1898, Grade I
PMC 4126-H 2/5/2010 Kraft Wax Paper
PMC 4127-N 11/26/2007 |Kraft Wrapping Paper (Light Duty)
PMC 4128-M 9/22/2008 |Kraft Wrapping Paper (Medium Duty)
PMC 4133-L 4/2/2003 Holding Tape (Heavy Duty)
PMC 4134-AL 1/6/2010 Plastic Masking Tape
PMC 4135-P 3/26/2003 |Masking Tape (Heavy Duty)
PMC 4138-AA 12/11/2009 [Metallic Masking Tape (Lead Foil)
PMC 4139-G 7/8/2003 Plastic Masking Tape (Tapered)
PMC 4141-AR 11/10/2011 [Tape, Adhesive, Moisture Resistant (ASTM-D-5486, Type IV, Class I)
PMC 4142-P 7/8/2003 Plastic Masking Tape (Flat)
PMC 4143-AA 3/21/2003 |Double-Coated Tissue Tape
PMC 4148-G 9/30/1998 |Non-Wicking Cord
PMC 4149-N 10/2/2009 |Electrical Insulation Tape (Black Plastic)
PMC 4153-R 5/27/2003 [Compound, Protective, Strippable Plastic (Hot Dipping)
PMC 4154-U 10/14/2009 |Electrical Insulation Tape (Woven Glass Fiber Cloth)
PMC 4157-Y 10/2/2006 Paper, Volatile Corrosion-Inhibitor Treated, Industrial Grade
PMC 4158-L 10/22/2003 |CANCELLED: Cement (Decalcomania)
PMC 4161-V 10/2/2006 |Paper, Multi-Purpose, Volatile Corrosion Inhibitor-Treated (MPI)
PMC 4164-J 5/22/2003 [Ink, Stencil, Opaque-Navy Black - for Marking Porous Surfaces
PMC 4166-K 5/22/2003 [Stencilboard Paper
PMC 4167-M 12/23/2004 |Obliterating Paint
PMC 4169-L 11/18/2010 |Paper, Tissue, Industrial Wiping
PMC 4170-Y 1/26/2011 |Masking Tape (Heavy)
PMC 4178-R 3/3/2011 Barrier Material - Anti-Tarnish for Silver
PMC 4181-L 4/12/2007 |Paper, Tissue Cleaning, Treated Electrolytic Stencil Marking Process
PMC 4184-T 1/6/2010 Double-Coated Transparent Tape
PMC 4185-AA 5/27/2005 Eleaig;o;ced Gummed Sealing Tape (Kraft Paper) ASTM D 5749, Type |,
PMC 4186-W 5/6/2011 Strap, Nylon Web
PMC 4188-AA 11/18/2008 |Masking Tape, Polyester Film (Mylar)
PMC 4189-N 11/8/2007 |Utility Greaseproof Paper
CANCELLED: Barrier Material, Greaseproof, Waterproof, Flexible, Heat-
PMC 4190-AB 9/13/2011 Sealable MIL-PRF-121, Type |
PMC 4192-Y 9/21/2004 [Tubing, Polyethylene, Plastic Film
PMC 4193-U 5/13/2005 |[Bags, Interior Greaseproofed and Waterproofed, Packaging
PMC 4205-Y 10/28/2008 |Polyethylene Sheet Barrier Material
PMC 4207-Initial Issue 4/27/2004  |Nylon Coating
PMC 4208-Initial Issue 1/26/2005 |Tape, Reflective
PMC 4209-Initial Issue 3/14/2006 |Polyethylene Stretch Wrap
PMC 4210-C 7/14/2010 |[Tape, Heat-Resistant, Glass-Silicone, Double-Layer
PMC 4214-K 10/8/2004 |Wire Ties, Paper Covered
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PMC 4215-AM 9/23/2010 |[Polyethylene Preformed Bags

PMC 4216-AF 6/14/2010 |[Polyethylene Barrier Material

PMC 4218-K 9/4/2002 CANCELLED: Polyethylene Sheet and Bag Barrier Material (6 Mil)
PMC 4219-R 6/10/2011  |Aluminum Foil

PMC 4220-K 4/23/1997 |[Strippable Plastic Compound (With No Oil Exudation)
PMC 4228-N 10/14/1998 |Expanded Polyethylene

PMC 4229-G 10/22/2003 |CANCELLED: Flexible Polyurethane Foam

PMC 4232-G 4/25/2001  |CANCELLED: LOX-Compatible Marking Pencil

PMC 4235-AK 3/16/2011 [Tape, Heat-Reflective

PMC 4237-J 3/28/1996 |Tape, Stop-Off - Chemical Milling

PMC 4239-H 10/16/1998 [Tape, Masking (Vibratory Barrel Finishing)

PMC 4241-K 2/27/2007 |Tape, Solvent-Resistant

PMC 4242-AB 8/16/2010 |Tape, Plastic Film

PMC 4243-J 10/16/1998 [Tape, Protective Masking

PMC 4244-E 6/21/2011 |Polyethylene Multipurpose Cloth Tape

PMC 4245-H 10/16/1998 [Tape, Film Splicing

PMC 4246-F 6/6/2003 CANCELLED: Tape, Sealing

PMC 4249-L 3/24/2003 [Holding Tape - Double Coated Tissue

PMC 4250-H 1/19/1996 |Tape, Reflective

PMC 4251-U 6/16/2011 |Protective Masking Tape (Aluminum Foil)

PMC 4252-K 6/8/2010 Polyvinyl Chloride Sheeting

PMC 4253-P 10/20/2009 [CANCELLED: Tape, Polyester Film, Paper Backing
PMC 4262-L 11/14/2002 |[Film, Polyethylene

PMC 4263-J 6/7/2001 Wetting Agent

PMC 4266-K 1/19/1996 |Masking Tape (Pressure Sensitive)

PMC 4267-J 5/30/2003 |Polyethylene Sheet, Treated

PMC 4269-AC 4/29/2011 [Packing List and Shipping Document Envelopes
PMC 4270-L 12/5/2006 |Masking Tape

PMC 4272-G 10/8/2004 Wire Ties, Stainless Steel, Plastic-Coated

PMC 4273-AG 1/6/2010 Tape, High-Temperature, Glass Cloth

PMC 4275-G 11/5/1999 |Metal Marking Ink (Black)

PMC 4276-R 10/2/2008 |Strap - Nylon Web, Endless Sling Type - Type 1
PMC 4277-W 1/7/2010 Strap - Nylon Web, Eye & Eye Type - Type 3

PMC 4278-H 4/2/2008 Low Reflectivity Masking Tape

PMC 4279-F 10/22/1998 |Double-Coated Polyester Tape

PMC 4280-J 11/8/2007 |Flat Steel Stitching Wire

PMC 4284-H 10/23/1998 |Masking Tape (PWA 73 Pack Process)

PMC 4285-T 1/6/2010 Masking Tape - High Temperature

PMC 4291-F 12/4/2007 |CANCELLED: Protector, Packing List

PMC 4292-F 2/23/2010 |CANCELLED: Aluminum Foil

PMC 4293-H 6/6/2003 CANCELLED: Masking Tape - Plasma Spray

PMC 4294-K 1/6/2010 Die-Cut Masks (Heat-Reflective Tape)

PMC 4295-AD 8/17/2010 [Tape, Heat Resistant

PMC 4300-AP 12/5/2008 |Industrial X-Ray Film

PMC 4306-AM 12/5/2008 |Industrial X-Ray Film

PMC 4315-AL 12/5/2008 |Industrial X-Ray Film in Exposure Holder (No Lead Foil)
PMC 4319-AW 12/5/2008 gw:gks)trial X-Ray Film in Exposure Holder (Lead Screen - Front and
PMC 4322-AD 12/5/2008 |Industrial X-Ray Film

PMC 4323-AC 12/5/2008 |Industrial X-Ray Film

PMC 4327-V 11/17/1998 [Industrial X-Ray Film

PMC 4329-U 11/17/1998 |Industrial X-Ray Film in Exposure Holder (Day Pack)
PMC 4331-G 1/30/1998 |CANCELLED: Industrial X-Ray Film, Daylight Loading System
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PMC 4332-G 1/30/1998 (S:;?\Sl:lgnl]ELLED: Industrial X-Ray Film, Double Coated, Daylight Loading
PMC 4333-F 1/30/1998 |CANCELLED: Industrial X-Ray Film
PMC 4334-L 12/5/2008 |Industrial X-Ray Film, Custom Film Packs, (Lead Screen - Front and
PMC 4336-H 12/5/2008 |Industrial X-Ray Film
PMC 4337-E 12/5/2008 |Industrial X-Ray Film
PMC 4338-D 2/23/2006 g;j;f)tnal X-Ray Film in Exposure Holder (Lead Screen - Front and
PMC 4339-A 11/17/1998 [Industrial X-Ray Film
PMC 4340-A 11/12/2008 |Industrial X-Ray Film in Exposure Holder (Day Pack — No Lead)
PMC 4350-AA 1/12/2010 |Fluorescent Penetrant, Water Washable, Normal Sensitivity
PMC 4351-AD 9/23/2011 Fluorescent Penetrant, Water Washable, High Sensitivity
PMC 4352-AB 1/12/2010 Fluorescent Penetrant, Post Emulsified, Normal Sensitivity
PMC 4353-AD 1/12/2010 Fluorescent Penetrant, Post Emulsified, High Sensitivity
PMC 4354-AG 6/21/2011 Fluorescent Penetrant, Post Emulsified, Ultra High Sensitivity
PMC 4355-AG 9/23/2011 [Hydrophilic Emulsifier
PMC 4356-W 1/12/2010 |Fluorescent Penetrant Developing Powder
PMC 4357-AE 1/26/2010 |Fluorescent Penetrant Non-Aqueous Developer
PMC 4359-D 1/15/1997 |CANCELLED: Fluorescent Penetrant Non-Aqgueous Developer
PMC 4360-U 1/12/2010 |Fluorescent Penetrant, Water Washable, High Sensitivity
CANCELLED:Fluorescent Penetrant, Liquid/Gaseous Oxygen
PMC 4361-F 1/21/2010 (LOX/GOX) Compatible, Normal Sensitivity
CANCELLED: Fluorescent Penetrant, Liquid/Gaseous Oxygen
PMC 4362-E 1/21/2010 (LOX/GOX) Compatible, Normal Sensitivity
CANCELLED: Fluorescent Penetrant, Liquid/Gaseous Oxygen
PMC 4363-H 12172010 | | 5x/60x) Compatible, High Sensitivity
CANCELLED: Fluorescent Penetrant, Liquid/Gaseous Oxygen
PMC 4364-E 12172010 | | 5x/G0x) Compatible, High Sensitivity
PMC 4365-A 10/28/2004 FIuoresc_ent P(_enetrant, _L_|q_U|d/Gaseous Oxygen (LOX/GOX)
Compatible, High Sensitivity
PMC 4366-E 3/12/1998  |Fluorescent Penetrant Cleaner/Remover
PMC 4367-A 9/20/2010 [Non-Agueous Developer
PMC 4380-G 12/22/1997 |CANCELLED: Optical Holograph Test Film
PMC 4381-G 9/10/2003 [CANCELLED: Optical Holography Film Developer
PMC 4382-C 8/31/2000 [Fluorescent Penetrant Developing Powder, Water Suspendible
PMC 4383-C 6/5/2007 Fluorescent Penetrant, Water Washable, High Sensitivity, VOC-Free
PMC 4384-B 2/11/2010 [Ultrasonic Couplant
PMC 4385-A 2/19/2008 |[Ultrasonic Couplant
PMC 4386-A 5/7/2007 Ultrasonic Couplant
PMC 4392-Initial Issue 10/14/2011 |Cloth, PTFE Coated Fiberglass
PMC 4393-Initial Issue 10/15/2009 |Maskant - Ultraviolet Light Curable
PMC 4394-Initial Issue 1/12/2009 |Wax Impression Sticks
PMC 4395-Initial Issue 12/12/2008 |Erasers, Fingerprint Removing
PMC 4396-Initial Issue 9/18/2006 |Fluoropolymer Coating
PMC 4397-C 1/22/2008 |Maskant - Ultraviolet Light Curable
PMC 4398-Initial Issue 3/22/2007  [Maskant - Ultraviolet Light Curable
PMC 4399-B 1/13/2005 |Fabric, Silicone Coated Fiberglass
PMC 4401-M 6/4/2009 Masking Tape
PMC 4403-J 7/22/2005 |[Adhesive-Backed Nickel Foil
PMC 4404-L 10/24/2011 [Tape-Silicone Coated Glass Fabric
PMC 4405-F 9/6/2007 Vinyl Plastic Electrical Tape
PMC 4406-E 6/6/2003 CANCELLED: Masking Tape (Cloth Backing)
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PMC 4407-T 10/17/2005 |Nylon Wrapping Material

PMC 4409-G 10/26/1998 |Tape - Silicone-Based Adhesive (Low-Residue)

PMC 4410-H 3/26/2003 [Strap - Nylon Web, Eye and Eye Type - Type 2

PMC 4411-M 1/24/2011 |Tape, Fluorocarbon

PMC 4412-G 10/26/1998 [Cast Nylon Bagging Material

PMC 4414-E 6/6/2003 CANCELLED: Cast Nylon Material

PMC 4415-H 10/16/2006 |Marker (Temporary - All Purpose)

PMC 4416-D 10/30/1998 |Tape - Silicone Coated Glass Fabric (Blue)

PMC 4417-G 4/14/2004 Fully Fle.xible Polyuretha.ne Foam (1.0 Ib./ft..:.?. Density) - Component "A"
Polymeric Isocyanate (Diphenyl Methane Diisocyanate)

PMC 4418-F 4/14/2004 Fully Flexible Polyurethane Foam (1.0 Ib./cu. ft. Density)Component "B"
- Polyol (Polyoxalated Glycol)
CANCELLED: Semi-Rigid Polyurethane Foam (.40 Ib/cu. ft. Density)

PMC 4419-E 12/1/2003 |Component "A" - Polymeric Isocyanate (Diphenyl Methane
Diisocyanate)

PMC 4421-P 4/14/2004 [Marking Pen - Fine Point, Water-Resistant, Instant Drying

PMC 4422-D 10/30/1998 |Tape, Plater's, High Temperature (Green)

PMC 4423-D 10/30/1998 |Tape, Plater's, Printed Circuit Board (Red)

PMC 4426-D 10/30/1998 |Plastic Tape (Non-Adhesive Type) for Sealing Vacuum Bags

PMC 4428-F 12/1/2003 |CANCELLED: Abrasive Particle Adhesive For Sintering

PMC 4430-E 3/12/2009 [Tape, High Temperature

PMC 4432-C 5/7/1997 CANCELLED: Plasma Spray Maskant

PMC 4433-E 8/1/2011 Tape, Heat-Reflective

PMC 4434-C 10/30/1998 |Polyester Drafting Film

PMC 4435-C 10/30/1998 |Abrasive-Impregnated Nylon Pads

PMC 4436-E 4/9/2003 Polyethylene Envelope

PMC 4437-C 12/1/2003 |CANCELLED: Toluene Adhesive

PMC 4438-F 12/1/2003 |CANCELLED: Orthoxylene Adhesive

PMC 4440-B 10/30/1998 |Abrasive-lImpregnated Cleaning and Polishing Material

PMC 4441-B 10/30/1998 |Tape - Electroplating (With Liner)

PMC 4442-F 4/2/2008 High Temperature Aluminum Foil Tape

PMC 4444-D 11/5/2002 |Instant Adhesive - Cyanoacrylate Ester

PMC 4445-C 4/22/1996 [High Temperature Coating and End Sealer

PMC 4446-B 4/22/1996  |Thinner for PMC 4445

PMC 4448-E 11/8/2004 |Instant Adhesive - Methyl Cyanoacrylate

PMC 4449-C 5/9/2007 Tape, Packaging, Plastic Film

PMC 4451-C 10/30/1998 |Compound, Protective, Strippable Plastic (Hot Dipping)

PMC 4452-C 2/16/2004 [Jointing Compound (High Temperature)

PMC 4453-B 11/2/1998 |Tape, Engine Packaging, Plastic Film (P&W Logo)

PMC 4454-C 6/12/2003 |[Compound, Protective, Strippable Plastic (Hot Dipping)

PMC 4455-B 11/4/1998 |Tape, Heat-Reflective

PMC 4457-D 1/6/2010 Tape, PTFE Fluorocarbon (A-A-59474, Type 1)

PMC 4458-C 2/10/2011 [Tape - Silicone Coated Glass Fabric

PMC 4459-C 6/29/2004 |Sealant, Tamper-Proof

PMC 4460-B 10/5/2005 |Tape, Masking, Plastic Film

PMC 4461-B 5/16/2003 |Adhesive - Ultraviolet Light Curable

PMC 4462-A 4/24/1996 |[Tape, High-Temperature, Glass Cloth - Double Layer

PMC 4463-A 4/24/1996 |[Tape, Heat-Reflective, Double Layer

PMC 4465-A 5/6/1996 Tape - Plater's

PMC 4466-D 3/27/2003 |Tape, High Shrink

PMC 4467-H 11/10/2009 |Fluorocarbon Tape, Pressure Sensitive

PMC 4468-D 2/27/2009 [Instant Adhesive - Cyanoacrylate Ester, Surface Insensitive

PMC 4469-C 11/9/1998 |Silicone Rubber Compound
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PMC 4470-E 9/1/2006 CANCELLED: Red Dye

PMC 4471-A 3/12/1998 |Thermoplastic Pellets

PMC 4472-A 3/12/1998  [Foaming Agent

PMC 4473-B 11/8/2007  [Polyester Film

PMC 4474-Y 9/23/2010 |[Urethane Acrylic - Ultraviolet Light Curable

PMC 4475-C 2/13/2006 |Thread Sealant

PMC 4476-C 10/28/2003 |Xanthan Gum

PMC 4477-B 6/29/2009 |Airseal Mask

PMC 4478-G 1/9/2007 Catalyst, Silicone Rubber (Fast-Cure)

PMC 4479-E 6/9/2005 Filter Powder (Powdered Cellulose)

PMC 4480-H 1/9/2009 Tape - Double Layer (Aluminum Foil/Silicone Coated Glass Fabric)

PMC 4481-C 2/25/2003 [Methyl Cellulose

PMC 4482-A 11/11/1998 [Lecithin

PMC 4483-A 11/11/1998 |Carbon Black

PMC 4484-A 3/12/1998 [Acrylic Resin Solution

PMC 4485-A 11/11/1998 [Synthetic Graphite Powder

PMC 4486-B 7/1/1998 Tape, PTFE Fluorocarbon (MIL-I1-23594, Type 2, Class 1)

PMC 4487-A 6/6/2003 CANCELLED: Activator Solution

PMC 4488-B 9/14/2010 |Masking Material

PMC 4491-C 5/16/2003 |[Nylon Bags (Commercial Clean)

PMC 4492-B 1/15/1998 |Tape, Polyimide, Film

PMC 4493-A 5/16/2003 |Anti-Static Polyethylene Bags (Commercial Clean)

PMC 4494-V 8/10/2009 |Polyvinylsiloxane Impression Material and Mixing Tips

PMC 4496-Initial Issue 2/13/1996 |[Resealable Polyethylene Bags

PMC 4497-D 2/7/2011 Polyurethane Maskant

PMC 4498-Initial Issue 4/25/1996 Wipers, Ultra Low Lint

PMC 4499-Initial Issue 6/6/2003 CANCE.LLED: Polyurethane Oligomer Mixture (Low Melt Alloy
Alternative)

PMC 4500-G 10/16/2006 |Temporary Marking Ink - Black

PMC 4501-D 10/8/2003 |Ink Replenisher Solution

PMC 4502-D 10/8/2003 |Inking Equipment Cleaning Solution

PMC 4503-E 12/8/2006 Dye, Layout and Identification, Red

PMC 4504-E 12/8/2006 |Layout and Identification Dye, Blue

PMC 4508-D 11/4/2011 |Black Ink Stamp Pad

PMC 4509-A 7/31/2003 [Metal Marking Ink (Black)

PMC 4510-Initial Issue 10/27/1998 |Marking Ink Solvent

PMC 4511-Initial Issue 2/22/2000 Invisible Ink, Solvent Base

PMC 4512-A 10/16/2006 |Ink, Temporary, Black (High Temperature)

PMC 4513-E 8/11/2006 Blue Dye

PMC 4514-B 8/30/2006 [Marking Ink, Continuous Ink Jet Process, Black

PMC 4515-B 8/30/2006 |Ink Replenisher Fluid

PMC 4516-Initial Issue 12/8/2004 |Tack Pads

PMC 4517-Initial Issue 12/8/2004 |Polyurethane Maskant

PMC 4518-A 5/7/2009 Hand Wipes, Waterless

PMC 4519-C 6/10/2011 |[Bag, Volatile Corrosion Inhibitor (VCI), Infused

PMC 4520-Initial Issue 9/6/2005 Hand Wipes, Waterless

PMC 4521-Initial Issue 8/20/2008 |Polyurethane Elastomer

PMC 4522-Initial Issue 9/29/2008 |[Urethane Acrylic - Ultraviolet Light Curable

PMC 4523-Initial Issue 1/7/2009 Sling, Single-Path High Performance 9with special-treated cover)

PMC 4524-Initial Issue 2/11/2009 [Part Protector, Edge Liner

PMC 4525-B 7/7/2009 Marker, High Temperature, White

PMC 4527-Initial Issue 9/22/2009 [Sling — Technora Fiber Web, Eye & Eye Type

PMC 4528-Initial Issue 9/22/2009 [Strap - Technora Fiber Web, Endless Sling Type

PMC 4530-Initial Issue 5/21/2009 [Tape, Glass Cloth, Electrical
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PMC 4531-Initial Issue 10/6/2009 |Edge Protector - Silicone Rubber

PMC 4532-Initial Issue 2/1/2010 Part Protector, Pipe Insulation, Polyethylene Foam

PMC 4551-D 5/22/1995 |CANCELLED: Crayon, Metal Marking

PMC 4552-E 12/14/2009 [Chalk, White

PMC 4553-C 6/6/2003 CANCELLED: Marker, Chisel Tip, Red

PMC 4554-F 8/17/2011  |Marking Pen (Paint)

PMC 4555-J 1/21/2011 |Marker, Blue

PMC 4556-J 9/30/2009 Marking. Pen - Temporary, Black, Trace Element Certified (TEC), LOX
Compatible

PMC 4557-G 6/29/2009 |Marker, Extra Fine Point

PMC 4558-C 9/30/2009  [Marker, Red

PMC 4559-B 4/17/2002 Metal Marking Pencil (Hard)

PMC 4560-A 10/3/2001  |Black Light Security Marker

PMC 4562-A 9/30/2009  |Felt Tip Market - Rapid Drying, Flipchart

PMC 4563-G 12/22/2011 |Marker, High-Purity/High Temperature

PMC 4564-B 9/30/2009 Marker, High Purity, Black, Trace Element Certified

PMC 4565-A 9/30/2009 |Marker, Dry Erase

PMC 4566-A 9/30/2009  |Marker, Permanent, Red

PMC 4567-A 9/30/2009 [Marker, Low-Halogen and Low-Sulfur Type

PMC 4568-Initial Issue 1/27/2010 |Marker, Permanent

PMC 4569-Initial Issue 7/19/2011 |Marking Pen, Paint, Permanent Red

PMC 4570-Initial Issue 9/12/2011 |Marker, High-Temperature, Heat-Resistant Paint

PMC 4575-C 12/23/2008 |[Erasers, Fingerprint Removing

PMC 4580-Initial Issue 12/11/2006 [Electrolyte, Etch Marking

PMC 4581-Initial Issue 12/11/2006 [Electrolyte, Etch Marking

PMC 4582-Initial Issue 12/11/2006 |Electrolyte, Etch Marking

PMC 4583-Initial Issue 12/11/2006 |Electrolyte, Etch Marking

PMC 4584-Initial Issue 12/11/2006 |Electrolyte, Etch Marking

PMC 4585-Initial Issue 12/11/2006 |Electrolyte, Etch Marking

PMC 4600-D 3/12/2004 |Thermal Spray - Blast Maskant (Water-Soluble)

PMC 4601-A 3/12/1998 [Masking Pellets, Injection Moldable

PMC 4602-E 5/11/2004 Coating, Hot Melt

PMC 4603-A 11/5/2002 |Backing Material, Laser Drilling

PMC 4604-E 4/30/2009 |Backing Material, Laser Drilling (Polyethylene Resin)

PMC 4606-H 10/6/2004 |Urethane Acrylic - Ultraviolet Light Curable

PMC 4607-Initial Issue 6/6/2003 CANCELLED: Masking Pellets, Injection Moldable

PMC 4608-C 11/30/2005 |Silicone Rubber Compound

PMC 4609-A 2/12/2003 [Plasma Spray Maskant

PMC 4610-A 10/28/2003 |Edge Protector

PMC 4611-C 12/16/2008 |Airfoil Maskant - Ultraviolet Light Curable

PMC 4612-B 10/19/2005 |CANCELLED: Masking Pellets, Injection Moldable

PMC 4613-C 9/30/2008 [|Airfoil Maskant-Ultraviolet Light Curable

PMC 4614-A 3/14/2003 |[Tape, Glass Cloth, Double Adhesive

PMC 4615-Initial Issue 4/5/2000 Tape, Glass Cloth, Double Adhesive, Double Layer

PMC 4616-C 3/3/2005 Silicone Adhesive/Sealant - Clear

PMC 4617-A 11/20/2008 |Pre-Cut Tape, Glass Cloth

PMC 4618-A 2/20/2004  |Alcohol Accelerator

PMC 4619-D 3/22/2011 |Instant Adhesive-Cyanoacrylate

PMC 4620-Initial Issue 10/12/1998 |Epoxy Adhesive

PMC 4621-B 9/7/2011 Silicone Sealant and Catalyst

PMC 4622-C 7/29/2009 [Backing Material, Laser Drilling

PMC 4623-Initial Issue 10/30/2001 |Tape, High-Temperature, Glass Cloth, Uncoated

PMC 4624-J 3/3/2009 Airfoil Maskant - Ultraviolet Light Curable

PMC 4625-Initial Issue 5/20/2002 |[Embossed Polyethylene Film Backing Material
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PMC 4626-Initial Issue 6/13/2002 |Protective Film Tape
PMC 4627-Initial Issue 10/3/2002 |Tape, Masking, Polyurethane
PMC 4628-A 9/1/2006 Tape, Polypropylene
PMC 4629-Initial Issue 10/3/2002 |Tape, Masking, Polyurethane/Acrylic Foam
PMC 4630-B 10/20/2009 |Tape - Silicone Rubber/Glass Cloth
PMC 4631-A 4/13/2006 [Instant Adhesive - Cyanoacrylate
PMC 4632-Initial Issue 2/20/2003 |[Coating, Acrylic, Water-Based
PMC 4633-B 4/7/2008 Paint, Flat Black
PMC 4634-E 7/8/2011 Selective Laser Sintering (SLS) Material
PMC 4635-A 10/31/2003 |Tape, Ultra High Molecular Weight (UHMW) Polyethylene Film
PMC 4636-C 6/4/2008 Airfoil Maskant - Ultraviolet Light Curable
PMC 4637-Initial Issue 8/13/2003 [Tape, Platers, Printed Circuit Board (Red)
PMC 4638-A 2/22/2005 |Adhesive, Rubber Cement
PMC 4639-Initial Issue 12/15/2003 [Tape, Aluminum Foil, Heavy-Duty
PMC 4640-Initial Issue 3/29/2004  [Replicating Material
PMC 4641-Initial Issue 7/8/2004 Skin Protectant
PMC 4642-Initial Issue 7/8/2004 Skin Protectant
PMC 4643-Initial Issue 7/8/2004 Skin Protectant
PMC 4644-C 7/23/2008 |Skin Protectant
PMC 4645-C 6/16/2010 |Hand Cream
PMC 4646-Initial Issue 4/29/2005 |Tape, Adhesive Transfer
PMC 4647-D 4/2/2009 Tape, High-Temperature, Glass Cloth, Coated
PMC 4648-Initial Issue 4/29/2005 Cushioning Material, Packaging, Closed Cell Foam, A-A-59136
PMC 4649-Initial Issue 7/8/2005 Tape, Tamper Evident Carton Sealing
PMC 4650-B 12/6/2006 Mat, Workbench
PMC 4651-Initial Issue 7/26/2006 [Pressure Sensitive Polyester Tape, Non-Silicone Adhesive
PMC 4652-Initial Issue 10/10/2006 |Adhesive Paste, Epoxy
PMC 4653-Initial Issue 11/3/2006 |Instant Adhesive, Cyanoacrylate
PMC 4654-Initial Issue 12/1/2006 |Skin Protectant
PMC 4655-A 2/17/2009 Paint, Washable
PMC 4656-B 1/29/2010 |Hand Sanitizer
PMC 4657-Initial Issue 2/26/2007 [Wear Pad
PMC 4658-Initial Issue 5/15/2007 |Adhesive Stick
PMC 4659-Initial Issue 5/15/2007 [Nylon Bagging Film
PMC 4661-Initial Issue 8/1/2007 Epoxy, Stereolithography
PMC 4662-Initial Issue 9/4/2007 Envelope, FAA Form 8130-3, Airworthiness Approval Tag
PMC 4663-Initial Issue 1/14/2008 |Paint, Tempera
PMC 4664-A 4/22/2008 |Tape, Glass Cloth/Copper Foil Laminate, Heavy-Duty
PMC 4665-A 10/24/2008 |Tape, Very High Bond (VHB) White
PMC 4666-Initial Issue 10/29/2008 |Envelope, Export Documents
Tape, High-Temperature, Glass Cloth, Coated, High-Velocity Oxygen
PMC 4667 4/6/2009 Fuel (HVOF) Thermal Spray)
PMC 4668-Initial Issue 4/20/2009 |Barrier Cream, Wet Work
PMC 4669-Initial Issue 4/20/2009 [Hand Cream
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PMC 4671-Initial Issue 4/30/2010 |[Tape, High-emperature, Glass Cloth, Coated

PMC 4672-Initial Issue 1/26/2011 |Masking Tape (Heavy)

PMC 4673-Initial Issue 8/11/2011 |Tape, Electronically Conductive

PMC 4674-Initial Issue 11/15/2011 |Tape, Silicone Rubber Coated Fiberglass (Copper Colored)

PMC 4699-A 10/7/2009 |Hand Sanitizer

PMC 4700-A 3/9/2005 Tetramethylammonium Hydroxide, (25% Solution)

PMC 4701-A 6/7/2006 Paint Stripper

PMC 4702-Initial Issue 5/20/1999 [Synthetic Metal Cutting Fluid

PMC 4703-Initial Issue 3/27/2001  [Make Up Solution for Nickel Tungsten Alloy Plating

PMC 4704-Initial Issue 3/27/2001  |Nickel Replenisher for Nickel-Tungsten Alloy Plating

PMC 4705-Initial Issue 3/27/2001  |Tungsten Replenisher for Nickel Tungsten Alloy Plating

PMC 4706-Initial Issue 8/5/2003 CANCELLED: Stabilizer for Nickel Tungsten Alloy Plating

PMC 4707-Initial Issue 3/27/2001  [Wetter for Nickel tungsten Alloy Plating

PMC 4708-Initial Issue 3/27/2001 [Ductility Agent for Nickel Tungsten Alloy Plating

PMC 4709-A 2/15/2011 [Ammonium Phosphate, Dibasic, Reagent Grade (NH,), HPO,

PMC 4710-A 2/15/2011 |Sodium Phosphate, Dibasic, 7-Hydrate, Reagent Grade Na,HPO,-7H,O

PMC 4711-Initial Issue 1/28/2002 |Brush Plating Electrocleaner

PMC 4712-Initial Issue 1/28/2002 |Brush Plating Activator and Etch Solution

PMC 4713-Initial Issue 1/28/2002 |Brush Plating Activator and Etch Solution

PMC 4714-Initial Issue 2/4/2002 Brush Plating Activator and Etch Solution

PMC 4715-Initial Issue 1/28/2002 |Brush Plating Nickel Strike Solution

PMC 4716-Initial Issue 1/28/2002 |Brush Plating Nickel Sulfamate Solution

PMC 4717-A 1/9/2007 SiIicong, One-Part, Black, Flame-Retardant, High-Temperature, Non-
Corrosive Paste

PMC 4718-Initial Issue 4/15/2002  |Bentonite Powder

PMC 4719-Initial Issue 4/21/2006 |Airfoil Maskant - Ultraviolet Light Curable

PMC 4721-Initial Issue 3/27/2007 |[Silicone Spray, Extreme Duty

PMC 4722-Initial Issue 11/7/2007  |Paint Remover

PMC 4723-Initial Issue 11/7/2007 |Airfoil Maskant - Ultraviolet Light Curable

PMC 4725-B 11/5/2008 |Insect Repellant

PMC 4726-Initial Issue 5/14/2007 |[lsopropyl Alcohol Blend (90% IPA, 10% DI Water), Reagent Grade

PMC 4727-Initial Issue 5/14/2007 |lsopropyl Alcohol Blend (90% IPA, 10% DI Water), Technical Grade

PMC 4728-Initial Issue 5/14/2007 |[lsopropyl Alcohol Blend (80% IPA, 20% DI Water), Reagent Grade

PMC 4729-Initial Issue 5/14/2007 |lsopropyl Alcohol Blend (80% IPA, 20% DI Water), Technical Grade

PMC 4730-Initial Issue 5/14/2007 |[lsopropyl Alcohol Blend (70% IPA, 30% DI Water), Reagent Grade

PMC 4731-Initial Issue 5/14/2007 |lsopropyl Alcohol Blend (70% IPA, 30% DI Water), Technical Grade

PMC 4732-A 9/8/2008 Mas_kant, Ultraviolet Light Curable, for Chemical Processing and Heat
Resistance

PMC 4733-A 10/5/2010 Fully Flexible Polyu_rethan Foam (1.1 Ib./cu. Ft. Density) Component "B"
- Polyurethane Resin

PMC 4734-Initial Issue 10/5/2010 Fully Flexible Polyurethan Foam (1.1 Ib./cu. Ft. Density) Component "A"

- Polymeric Isocyanate
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PMC 5000-K 12/9/2004  |Cadmium Anodes

PMC 5003-J 12/9/2004 |Tin

PMC 5004-P 9/19/2001  [Nickel Anode Rod

PMC 5005-U 6/16/2005 |Rolled or Extruded Depolarized Nickel Anode
PMC 5009-N 11/8/2007  |Silver Anodes

PMC 5010-K 3/1/2005 Copper Anodes

PMC 5014-L 10/23/2003 |Steel Grit (SAE G-120)

PMC 5016-R 6/8/2010 Low Melting Temperature Alloy

PMC 5017-G 11/12/1998 |Brass Rod

PMC 5022-E 9/7/2000 Nickel-Chromium Stainless Steel Grit (#60)
PMC 5023-C 9/25/2007 |Chromium Oxide (Cr,03), Technical Grade
PMC 5024-C 9/25/2007 |Ferric Oxide (Fe,O3), Technical Grade

PMC 5025-C 9/25/2007 |Molybdenum Trioxide (MoO3), Technical Grade
PMC 5026-C 9/25/2007  |Nickel Oxide (NiO), Technical Grade

PMC 5027-C 9/25/2007 |Zinc Oxide (ZnO), Technical Grade

PMC 5028-H 11/12/1998 |Lead Anode (7% Tin or Antimony)

PMC 5030-P 12/9/2004 |Lead Alloy (7% Tin or Antimony)

PMC 5031-G 3/29/2001  [CANCELLED: Platinized Titanium Wire

PMC 5032-J 6/27/2008 [S. Nickel Rounds

PMC 5034-F 2/10/2010 |Carbon Anode

PMC 5039-E 11/18/1998 |Tungsten Electrode - 1% Ceria

PMC 5040-V 1/5/2010 Cast Steel Shot for Peening (SAE ASR 230, ASH 230)
PMC 5041-AC 8/20/2009 |Cast Steel Shot for Peening (SAE ASR 110)
PMC 5043-H 3/25/2009 |Cast Steel Shot for Peening (SAE ASR 130)
PMC 5044-T 3/25/2009 |Cast Steel Shot for Peening (SAE ASR 170)
PMC 5049-J 1/6/2009 Tungsten Electrode - 2% Ceria

PMC 5050-W 1/6/2009 Tungsten Electrodes

PMC 5052-AF 1/6/2009 Tungsten Electrode - 2% Thoria

PMC 5053-N 1/6/2009 Tungsten Electrode - Zirtung

PMC 5121-Initial Issue 10/12/2011 |Powder, Nickel, Laser Welding

PMC 5124-Initial Issue 11/24/2009 |Powder, Plasma Spray, Cobalt-Nickel Base
PMC 5125-Initial Issue 7/6/2006 Powder, Plasma Spray, Cobalt-Molybdenum-Chromium Silicon
PMC 5126-Initial Issue 7/6/2006 Powder, Plasma Spray, Tungsten Carbide - Cobalt

PMC 5127-Initial Issue 7/6/2006 Powder, Plasma Spray, Nickel-Chromium-lron-Molybdenum

PMC 5128-Initial Issue 4/9/2009 Powder, Thermal Spray, Aluminum - Silicon - Boron Nitride

PMC 5129-Initial Issue 4/9/2009 Powder, Thermal Spray, Nickel - Chromium - Aluminum - Bentonite

PMC 5130-Initial Issue 11/24/2009 |Silicone Adhesive/Sealant Paste

PMC 5150-B 12/21/2011 |Gadolinium Oxide

PMC 5151-K 11/23/1998 |Wire, Molybdenum

PMC 5152-G 3/12/1998 |Bismuth-Lead-Tin-Indium Eutectic Alloy (Cerrolow)
PMC 5162-L 12/2/1998 |Type Metal Encapsulating Alloy

PMC 5163-J 5/30/2003 |Metal Encapsulating Alloy (Make-Up)

PMC 5166-Initial Issue 2/4/2009 Mask, Copper Foil

PMC 5168-F 11/8/2007  [Tantalum Metal Remelt Stock

PMC 5169-G 11/8/2007  |Electrolytic Cobalt Remelt Stock

PMC 5170-R 11/23/1998 |Nickel-Base Alloy Ingot

PMC 5171-G 7/16/2003 |Titanium Sponge

PMC 5172-M 3/25/2009 |Cast Steel Shot for Peening (SAE ASR 170)
PMC 5173-AB 8/20/2009 |Cast Steel Shot for Peening (SAE ASR 110)
PMC 5174-L 5/28/2008 |Special Burnishing Case Hardened Steel Shot
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PMC 5175-K 1/29/2010 |Low Temperature Melting Alloy
PMC 5177-D 12/1/1994 |CANCELLED: Carbon Anode (For Use in Alkali Solutions)
PMC 5178-M 11/10/2011 |Rhenium Metal
PMC 5179-K 12/1/1998 [Nickel-Base Alloy Ingot
PMC 5180-L 1/5/2010 Cast Steel Shot for Peening (SAE ASH 170)
PMC 5181-J 3/25/2009 |Cast Steel Shot for Peening (SAE ASH 110)
Wire, Bare Filler - For Welding - Wire, Stainless, MES 199 Weld Wire -

PMC 5184-F 12/1/1998 Rolled Alloys RA-330-04
PMC 5187-H 3/25/2009 |Cast Steel Shot for Peening (SAE ASR 70)
PMC 5190-C 10/30/2007 [Carbon Granules
PMC 5191-C 10/30/2007 |Zirconium - Vacuum Quality
PMC 5192-C 10/30/2007 |Columbium Metal
PMC 5193-C 10/30/2007 |Hafnium Bar (Low Zr)
PMC 5196-C 10/30/2007 |Tantalum Metal (Vacuum Quality)
PMC 5197-C 10/30/2007 |Titanium (Commercially Pure)
PMC 5199-C 10/30/2007 |Nickel - Super Electrode
PMC 5200-C 10/30/2007 [Cobalt - Electrolytic
PMC 5201-C 10/30/2007  [Chromium - Vacuum Quality Electrolytic
PMC 5202-C 4/9/2003 Nickel-Base Alloy Ingot
PMC 5203-L 10/25/2011 |Wrought Carbon Steel Shot (Size AWC-14)
PMC 5204-C 12/3/1998 [Steel Grit for Forgings/Preform Cleaning
PMC 5205-H 10/25/2011 |Wrought Carbon Steel Shot (Size AWC-20)
PMC 5206-G 9/1/2011 Copper Flared Tubing Seals
PMC 5207-D 3/25/2009 |Cast Steel Shot for Peening (SAE ASR 230)
PMC 5208-B 10/19/2005 [CANCELLED: Metallic Powder
PMC 5209-N 1/13/2009  [Tungsten Electrode - 1.5 Lanthanum Oxide (EWLa-1.5)
PMC 5210-C 8/16/2005 |Nickel Pellets (Screened, Sulfur-Free)
PMC 5211-G 10/25/2011 |Wrought Carbon Steel Shot (0.010" Diameter)
PMC 5212-G 10/25/2011 |Wrought Carbon Steel Shot (Size AWC-28)
PMC 5213-G 4/24/2009 | Tungsten Electrode - TRI MIX
PMC 5214-Initial Issue 1/11/2000 |Tungsten Electrode - 2% Lanthanated
PMC 5215-C 10/19/2011 [Stainless Steel Cut Wire Shot (Size AWS-20)
PMC 5216-A 3/25/2009 [Cast Steel Shot for Peening (SAE ASH 780, ASH 660, and ASH 550)
PMC 5217-Initial Issue 8/30/2004 |Stainless Steel Wrap
PMC 5220-F 10/25/2011 |Stainless Steel Cut Wire Shot, Special Conditioned (Size AWS-20)
PMC 5221-A 3/25/2009 |Stainless Steel Cut Wire Shot, Special Conditioned (Size AWS-14)
PMC 5222-A 3/25/2009 |Stainless Steel Cut Wire Shot, Conditioned (Size AWS-54)
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PMC 6519-E 10/30/2007 |Flocculant

PMC 6700-F 10/30/2007 |Acidic Cleaner (P&WR Only)

PMC 6701-D 10/2/2006 Paper, Volatile Corrosion Inhibitor (VCI) Treated, MIL-P-3420 (P&W
Rocketdyne Only)

PMC 6702-C 10/30/2007 |[Solvent, Perfluoropolyether (P&WR Only)

PMC 6703-F 10/30/2007 |Alkaline Cleaner (P&WR Only)

PMC 6704-G 10/30/2007 |Precision Alkaline Cleaner (P&WR Only)

PMC 6705-G 10/30/2007 |Additive, Alkaline Cleaner (P&WR Only)

PMC 6706-F 10/30/2007 |Solvent, Hydrofluorocarbon (P&WR Only)

PMC 6707-F 10/30/2007 |Solvent, Cleaning (P&WR Only)

PMC 6708-C 10/30/2007 |Solvent, Cleaning (P&WR Only)

PMC 6709-A 10/30/2007 |Powder, Molybdenum Disulfide

PMC 6710-A 10/30/2007 |Powder, Graphite

PMC 6711-B 1/7/2005 Cloth, Fiberglass

PMC 6783-C 7/13/2011  |Solvent, Cleaning (P&WR Only)
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PMC 7001-L 10/30/2009 [Wetting Agent

PMC 7002-J 9/2/2003 Alumina Oxide Balls (High Density)

PMC 7003-L 6/11/2004 |Zircon Sand

PMC 7005-K 9/24/2004  |Milled Zircon Flour (-140 +200 Mesh) Premium Grade

PMC 7007-K 5/22/2003  |Milled Zircon Flour (-325 Mesh) Premium Grade

PMC 7009-J 4/2/2003 Milled Zircon Flour (-600 Mesh) Premium Grade

PMC 7014-Y 9/28/2011 CoIIoid_aI Silica (11-14 Millimicron Diameter, Sodium Stabilized,
Technical Grade)

PMC 7016-L 3/24/2005 |Calcined and Low Soda Alumina Powder (A-2 Unground)

PMC 7017-M 5/6/2005 Alumina Powder (Low Iron, 100 Mesh)

PMC 7018-P 5/6/2005 Alumina Powder (Low Iron, 325 Mesh)

PMC 7019-N 6/11/2004 [Fused Alumina Grains (400 Grit) White

PMC 7020-L 6/11/2004 |Ceramic Stucco Material (DF180FB)

PMC 7021-K 3/20/1998 |Ceramic Back-Up Dry Material (D-180)

PMC 7022-H 6/11/2004 |Cobalt Aluminate

PMC 7023-K 5/6/2005 Tabular Alumina (-28 +48 Mesh)

PMC 7024-G 5/6/2005 Tabular Alumina (-28 Mesh)

PMC 7025-J 5/6/2005 Tabular Alumina (-48 Mesh)

PMC 7026-J 12/8/1998 |48 Mesh Mullite

PMC 7027-T 6/15/2011  [Alundum (80 Mesh) White

PMC 7028-L 5/6/2005 Tabular Alumina (-14 +28 Mesh)

PMC 7029-P 3/24/2011 Potassium Hydroxide, Liquid, 44-46%

PMC 7030-U 7/14/2011  |Sprue Wax

PMC 7031-P 10/29/2004 |Pellet Pattern Wax

PMC 7032-J 7/25/2002  [Raw Kyanite (325 Mesh)

PMC 7035-J 7/31/2003  |Repair and Utility Wax

PMC 7036-F 12/9/1998 |Pattern Wax

PMC 7037-E 10/29/2004 |Dip Wax

PMC 7038-B 12/9/1998 |Adhesive Wax

PMC 7039-H 11/8/2007 |Potassium Hydroxide, 26-28 Weight Percent

PMC 7040-D 12/14/1998 |Adhesive

PMC 7041-A 1/19/2010 |Zircon Sand, Shell Refractory

PMC 7042-B 9/21/2004  |Aluminum Oxide Mixture

PMC 7043-B 3/9/2005 Shellac, 5 Ib. Cut

PMC 7044-B 2/8/2008 Silicone Defoamer

PMC 7045-A 10/20/1999 |Surfactant

PMC 7046-Initial Issue 5/28/2002 |Calcined Kyanite 50/80

PMC 7047-Initial Issue 11/1/2004  |Alundum (120 Grit) White Aluminum Oxide

PMC 7048-Initial Issue 11/1/2004  [Zircon Concrete Blend

PMC 7049-Initial Issue 11/1/2004  [Zircon Concrete Blend

PMC 7101-Initial Issue 7/14/1999 |Masking Wax Compound for Engine Services

PMC 7102-B 6/22/2007 |Masking Wax, Water Soluble

PMC 7103-Initial Issue 7/29/2009 |Wax, White Microcrystalline

PMC 7500-B 6/2/2006 Electrostatic Discharge (ESD) Mat and Table Top Cleaner

PMC 7501-A 6/2/2006 General Purpose Staticide For Non-Porous Surfaces

PMC 7502-B 6/2/2006 Heavy Duty Staticide For Porous Surfaces

PMC 7503-A 10/20/2003 |Static Dissipative Hand Lotion

PMC 7600-Initial Issue 11/12/1997 |Tote Boxes for Electrostatic Discharge Sensitive (ESDS) Iltems

PMC 7601-A 6/8/1998 Tote Box Covers for Electrostatic Discharge Sensitive (ESDS) Iltems

PMC 7602-Initial Issue 11/12/1997 |Hinged Container for Electrostatic Discharge Sensitive (ESDS) ltems

Page 82 of 93




PMC 7000

Procedure Number Effective Date |[Subject

PMC 7603-B 3/15/2007 |Conductive Grid Tape

PMC 7604-A 8/26/1998 |Protective/Cushioned Static Shielding Bag For ESDS ltems

PMC 7605-B 11/1/2006 [Standard Static Shielding Bag With Zipper For ESDS Items

PMC 7606-Initial Issue 4/15/1998 |Static Protection Caps (Black Conductive Polyethylene)

PMC 7607-A 12/12/2006 |Static Protection Plugs (Black Conductive Polyethylene)

PMC 7608-Initial lssue 4/15/1998 Static Prptection Plugs For D-Subminiature Connectors (Black
Conductive Polyethylene)

PMC 7609-Initial Issue 4/15/1998 [Static Protection Plugs (Pink Static Dissipative Polyethylene)

PMC 7610-Initial Issue 4/15/1998 [Static Protection Edge Liner (Black Conductive Polyethylene)

PMC 7611-A 2/16/2007 |CANCELLED: Conductive Foam (Medium Density)

PMC 7612-A 10/31/2000 |Wipers, Heavy Duty Lint Free

PMC 7613-Initial Issue 4/15/1998 [Binders, 3-Ring, Static Dissipative

PMC 7614-B 5/19/2003 |Document Holders Static Dissipative

PMC 7615-Initial Issue 7/10/1999  [Drum Liners For Use in ESD Work Areas

PMC 7616-Initial Issue 11/15/2001 [Label, Static-Awareness Fillable

PMC 7617-Initial Issue 11/15/2001 |Label, Static-Awareness

PMC 7618-A 12/7/2004  [Static Work Area Bench and Wall Signs

PMC 7619-Initial Issue 11/15/2001 [Clear Antistatic Utility Tape

PMC 7620-Initial Issue 11/15/2001 |Antistatic Utility Tape Dispenser

PMC 7621-Initial Issue 1/16/2002 Label, Attention MIL-STD-129 Symbol Permanent Adhesive

PMC 7622-Initial Issue 2/1/2002 Label, Station/Equipment ESD Status
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CANCELLED: Titanium Alloy (6Al, 4V) Rotor Grade Forging Stock-

PMC 8102-B 6/29/1993 Multiple (Mult)
PMC 8103-C 6/29/1993 g:;zl\EISCELLED: Titanium Alloy (6Al, 4V) Rotor Grade Barstock PWA
PMC 8104-B 6/12/1998 ;I'Jiﬂgum Alloy (6Al, 2Sn, 424, 2Mo) Rotor Grade Forging Stock-Multiple
PMC 8105-E 6/12/1998 |Titanium Alloy (6Al, 4V) Rotor Grade Forging Stock-Multiple (Mult)
PMC 8106-C 1/29/1993 CANCELLED: Titanium Alloy (8Al, 1Mo, 1V) Rotor Grade Barstock
PWA 1202
PMC 8107-F 1/14/2008 I&iﬂgum Alloy (6Al, 2Sn, 4Zr, 6Mo) Rotor Grade Forging Stock-Multiple
PMC 8108-B 6/12/1998 I&iﬂgum Alloy (6Al, 2Sn, 4Zr, 2Mo) Rotor Grade Forging Stock-Multiple
CANCELLED: Titanium Alloy (6Al, 2Sn, 4Zr, 2Mo) Rotor Grade
PMC 8109-B 1/29/1993 Barstock PWA 1209
Titanium Alloy (6Al, 2Sn, 4Zr, 6Mo) Rotor Grade Forging Stock-Multiple
PMC 8111-A 7/18/2002 (Mult) (For P&W Canada)
PMC 8113-C 4/13/1994 CANCELLED: Titanium Alloy (6Al, 2Sn, 4Zr, 6Mo) Rotor Grade Forging
Stock-Multiple (Mult)
CANCELLED: Titanium Alloy (6Al, 2Sn, 4Zr, 2Mo) Rotor Grade
PMC 8117-B 1/29/1993 Barstock PWA 1224
PMC 8120-A 11/30/1994 [CANCELLED: Titanium Alloy (6Al, 4V) Rotor Grade Barstock C50TF22
CANCELLED: Titanium Alloy (6Al, 2Sn, 4Zr, 2Mo) Rotor Grade
PMC 8121-A 11/30/1994 Barstock C50TES
CANCELLED: Corrosion and Heat Resistant Steel Alloy (A286) Rotor
PMC 8205-A 11/30/1994 Grade Barstock C50TF20
CANCELLED: Nickel Alloy Rotor Grade PWA 1056 Extruded Multiples
PMC 8301-B 11/30/1994 (Mults) for PWA 1073 Forgings
Nickel Alloy Rotor Grade PWA 1056 Extruded Multiples (Mults) For
PMC 8302-C 10/29/1997 PWA 1074, and PWA 1106 Forgings
Nickel Alloy Rotor Grade PWA 1100 Extruded Multiples (Mults) For
PMC 8303-E 10/18/2006 PWA 1100 Forgings
PMC 8304-A 11/30/1994 CANCELLED: Nickel-Base Alloy (Inconel 718) Rotor Grade Barstock
PWA 1010
PMC 8305-A 10/29/1997 Nlck_el Alloy Rotor Grade PWA 1113 Multiples (Mults) for PWA 1113
Forgings
PMC 8306-Initial lssue 4/13/1994 CANCELLED: Nickel Base Alloy (Waspaloy) Rotor Grade Barstock
PWA 1005
Nickel Alloy Rotor Grade PWA 1115/1116/1125 Extruded Multiples
PMC 8307-A 10/6/2004 (Mults) for PWA 1115/1116/1125 Forgings
PMC 8400-B 10/5/2001 |Glass Frit
PMC 8900-F 12/14/1998 |[Gun Solvent - Diethylene Glycol Monoethyl Ether
PMC 8901-E 12/14/1998 |Port Cleaner - Gamma - Butyrolactone
PMC 8903-G 12/14/1998 |Liquid Paint Booth Defoamer
PMC 8906-D 11/7/2007 |CANCELLED: Trichloroethylene Booster Solution
PMC 8907-E 10/30/2007 |Ethyl 3-Ethoxypropionate
PMC 8908-C 12/1/2003 [CANCELLED: Immersion Solvent
PMC 8910-B 5/12/1998 Dielectric Solvent
PMC 8911-B 12/1/2003 [CANCELLED: N-Butanol
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PMC 8912-B 10/30/2007 |Ethylene Glycol Monoethyl Ether
PMC 8913-D 12/18/2009 |Wax Removal Solvent
PMC 8914-B 10/30/2007 |Solvent Cleaner
PMC 8915-B 10/30/2007 |[Degreasing Solvent
PMC 8916-D 1/7/2008 Petroleum Solvent
PMC 8917-F 1/27/2010 |Hand-Wiping Solvent
PMC 8918-C 11/2/2007 |Hand-Wiping Solvent
PMC 8919-C 11/2/2007 |Hand-Wiping Solvent
PMC 8920-C 11/2/2007 |Dielectric Solvent (Ultra-High Purity)
PMC 8921-D 1/29/2008  |Ethyl Alcohol - USP 190 Proof
PMC 8922-B 11/2/2007  [Surface Plate Cleaner
PMC 8923-D 9/27/2006 |Solvent, Methyl Siloxane
PMC 8924-A 11/2/2007 |Wax Removal Solvent
PMC 8925-C 11/2/2007 |Solvent Cleaner/Degreaser
PMC 8926-A 11/2/2007  [Hand-Wiping Solvent
PMC 8927-A 11/2/2007  [Hand-Wiping Solvent
PMC 8928-A 11/2/2007  [Hand-Wiping Solvent
PMC 8929-B 12/19/2007 [Hand-Wiping Solvent
PMC 8932-A 11/2/2007 |Cleaner/Degreaser
z Pratt & Whitney
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PMC 9000-J 3/19/2003 |CANCELLED: Coolant System Cleaner
PMC 9001-AF 8/26/2010  [Solvent, Stoddard (MIL-PRF-680B, Type |, Type Il, or Type IIl)
PMC 9002-AG 1/25/2011 Qil, Mineral Seal
PMC 9003-W 2/20/2004  [Trichloroethylene (Low Residue) Inhibited, Vapor Degreaser Grade
PMC 9004-V 11/2/2007  [Trichloroethylene, Inhibited, Vapor Degreaser Grade
PMC 9006-L 7/26/2011  [Naphtha, VM&P
PMC 9007-L 7/11/2002  |Turpentine
PMC 9008-AH 7/20/2011  [Acetone (Technical Grade)
PMC 9009-W 12/6/2006 _ |Denatured Alcohol
PMC 9010-AB 7/25/2011  |Petroleum Solvent
PMC 9014-P 2/12/2003  |Solvent, Petroleum (170 Flash Point)
PMC 9015-Y 11/2/2007 _ |Perchloroethylene, Inhibited (Vapor Degreaser Grade)
PMC 9016-AJ 7/20/2011  |lsopropyl Alcohol, Reagent Grade
PMC 9017-H 7/10/2002  |Denatured Alcohol, Reagent Grade
PMC 9021-T 9/27/2004  |Kerosene
PMC 9022-N 7/11/2002  |Thinner, Lacquer (General Purpose)
PMC 9024-F 6/15/2006 |Oil, Cleaner/Degreaser, Water Washable
PMC 9026-Initial Issue 3/25/2004  [Lapping Fluid
PMC 9027-L 10/7/2004  [Ethylene Dichloride (Commercial Grade)
PMC 9028-L 2/26/2003  [Solvent, Gum
PMC 9031-H 10/22/2003 |CANCELLED: Compound, Cold Stripping
PMC 9036-R 5/19/2003  [Methylene Chloride, Refrigeration Grade
PMC 9037-W 1/30/2007  [Stable Emulsion Cleaner
PMC 9040-G 3/29/2004  |Lapping Oil
PMC 9041-Y 11/23/2009 _IIZ_I;;(; EICaIibrating for Aircraft Fuel System Components) MIL-PRF-7024,
PMC 9043-C 2/15/2011  |o-Xylene
PMC 9044-E 7/30/2002  [Cleaner, ECM Smut
PMC 9047-K 9/4/2002 CANCELLED: Carbon And Paint Remover
PMC 9049-P 3/19/2003 CANCELLED: Synthetic Cleaner
PMC 9050-F 7/30/2002 Solvent Cleaner and Degreaser, Water-Soluble
PMC 9051-C 4/14/1998 |Solvent Cleaner and Degreaser, Water-Soluble
PMC 9052-M 7/30/2002  [Synthetic Cleaner for Buffing Compound Removal
PMC 9054-H 11/2/1999 [CANCELLED: Electric Motor Cleaner
PMC 9055-G 12/14/1998 [Machine Cleaner
PMC 9056-W 7/11/1997 g,rb\al\(lj(é:ELLED: 1,1,1, - Trichloroethane, Inhibited, Vapor Degreaser
PMC 9057-J 4/14/1998  |Alkaline Drawing Compound Remover
PMC 9059-H 10/29/1999 |CANCELLED: Chloroform, Technical Grade
PMC 9060-E 5/9/2005 Solvent Cleaner
PMC 9063-W 7/10/2002  |Mineral Spirits
PMC 9064-W 2/15/2011 Xylene
PMC 9072-V 7/9/2004 Toluene (Commercial Grade)
PMC 9076-U 11/14/2005 [Methyl Ethyl Ketone (MEK), Technical Grade
PMC 9079-F 4/30/1998  |Methyl Isobutyl Ketone (Technical Grade)
PMC 9080-H 8/15/2003  |Detergent, LOX-Compatible
PMC 9084-M 9/4/2002 CANCELLED: Overhaul Carbon and Paint Remover
PMC 9088-R 10/29/1999 [CANCELLED: Perchloroethylene, Inhibited, Vapor Degreaser Grade
PMC 9089-P 2/15/2011  |Methanol
PMC 9092-H 3/9/1999 CANCELLED: Gasoline (Premium Grade)
PMC 9094-AD 9/8/2009 Isopropyl Alcohol (Technical Grade)
PMC 9095-G 9/4/2002 CANCELLED: Metal Cleaner
PMC 9096-K 3/3/2003 Metal Polish
PMC 9097-E 10/30/2000 [CANCELLED: Electron Beam Weld Chamber Cleaner
PMC 9098-G 12/22/1998 |[Propyl Alcohol, Normal
PMC 9099-K 5/13/1996 |Jet Engine Cleaner
PMC 9100-G 2/13/2009 |Corrosion Inhibitor (Non-Nitrite), Water Soluble
Hard Film Corrosion Preventive Compound, Solvent Cutback, Cold
PMC 9102-V 1/28/2003 Application, MIL-C-16173, Grade 1
PMC 9109-W 5/2/2011 Soft Film Corrosion Preventive Compound MIL-C-11796, Class 3
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Aircraft Engine Corrosion Preventive Compound (Concentrate Material)

PMC 9110-N 3/10/2003 MIL-C-6529, Type |

PMC 9111-N 11/19/2002 [Corrosion Preventive, Aircraft Engine MIL-C-6529, Type Il

PMC 9112-M 11/19/2002 |Corrosion Preventive, Aircraft Engine MIL-C-6529, Type Il

PMC 9114-U 1/18/2006  [Soft Film Corrosion Preventive Solvent, Cold Application

PMC 9117-N 11/19/2002 Corrosion' Preventive Slushing Oil, Moisture Displacing - Fingerprint
Suppressing

PMC 9118-Y 10/2/2008 |Corrosion Preventive, Fingerprint Remover, MIL-C-15074

PMC 9119-U 6/8/2005 g(r);joesi:;)n Preventive Compound, Solvent Cutback, MIL-PRF-16173,
CANCELLED: Heavy Duty Corrosion Preventive Slushing Oil

PMC 9121-R 9/712001 (Use PMC 9117 or AMS 3065)

PMC 9122-M 11/19/2002 |Corrosion Preventive Concentrate
Lubricating Oil, Aircraft Instrument and Bearings, Low Volatility (MIL-

PMC 9123-R 6/22/2007 PRF-6085)

PMC 9124-J 1/20/2003  |Dry Film Corrosion Preventive Solvent Cutback

PMC 9125-L 7/6/1998 Corrosion Preventive Compound

PMC 9127-F 5/30/2000  [Corrosion Preventive Oil

PMC 9132-C 11/19/2002 [Corrosion Inhibitor (Non-Nitrite), Water Soluble

PMC 9133-A 11/19/2002 _|Corrosion Inhibitor

PMC 9134-B 10/15/2007 _[Lubricant and Corrosion Inhibitor

PMC 9135-D 11/19/2002 [Corrosion Inhibitor (Non-Phosphate)

PMC 9136-Initial Issue 8/29/2002  |Corrosion Preventive Additive

PMC 9137-B 6/9/2011 Corrosion Preventive Additive, Turbine Oil

PMC 9201-P 6/13/2007 |CANCELLED: Metal Cutting Compound, Qil-Type

PMC 9202-Y 12/6/2010 |Grinding and Honing Compound, Oil-Type Heavy Duty

PMC 9203-L 3/19/2003  |CANCELLED: Metal Cutting Compound, Oil-Type (Reclaim)

PMC 9204-A 5/16/2006  [Grinding and Honing Compound, Oil-Type Heavy Duty

PMC 9205-L 7/3/2003 CANCELLED: Grinding Compound, Qil-Type (Standard Duty)

PMC 9208-M 7/3/2003 CANCELLED: Sulfurized - Fatty Base Oil

PMC 9210-Initial Issue 9/6/2006 Metal Cutting Compound (Oil-Type)

PMC 9212-A 5/11/2010 |Electrical Discharge Machining (EDM) Dielectric Coolant

PMC 9213-Initial Issue 2/24/2006  |Electrical Discharge Machining (EDM) Dielectric Coolant

PMC 9214-M 4/13/2010  [Metal Cutting Compound (Oil-Type)

PMC 9215-J 7/3/2003 CANCELLED: Metal Cutting Compound (Oil-Type)

PMC 9219-T 7/3/2003 CANCELLED: Synthetic Fatty Oil

PMC 9221-B 6/9/2008 CANCELLED: Grinding Compound (Oil-Type)

PMC 9223-A 1/29/2010 [Cutting and Grinding Fluid (Oil-Type)

PMC 9226-A 4/9/2009 Cutting and Grinding Fluid (Oil-Type)

PMC 9231-P 7/3/2003 CANCELLED: Hand Tapping Oil

PMC 9235-H 1/17/2003 _ |Electrical Discharge Machining (EDM) Fluid

PMC 9236-F 4/24/2000 |Low-Speed Cutting Oil for Heavy-Duty Application

PMC 9237-H 8/5/2003 CAN_CEI__LED: Low-Speed Cutting Oil For Heavy-Duty Special
Applications

PMC 9238-K 8/14/2006 |Di-Tertiary Nonyl Polysulfide

PMC 9239-J 1/8/2010 Electrical Discharge Machining (EDM) Fluid

PMC 9240-U 7/3/2003 CANCELLED: Blending Base

PMC 9242-G 11/4/2011  [EDM Dielectric OIl

PMC 9244-D 2/12/2003 |Metal Cutting Compound (Oil-Type)

PMC 9245-F 9/9/2010 Electrical Discharge Machining (EDM) Fluid

PMC 9246-D 1/17/2003  [Electrical Discharge Machining (EDM) Fluid

PMC 9247-H 7/28/2010 [Electrical Discharge Machining (EDM) Fluid

PMC 9248-Initial Issue 3/23/2004  |Electrical Discharge Machining (EDM) Fluid Additive

PMC 9249-E 4/9/2003 Cutting Oil (With Extreme Pressure Additive)

PMC 9252-AC 4/13/2011 |High Speed Cutting Oil for Heavy Duty Application

PMC 9253-T 4/13/2011 |Low Speed Cutting Oil for Heavy Duty Application

PMC 9254-G 3/3/2003 CANCELLED: Threading And Tapping Compound, Oil-Type,
Heavy-Duty

PMC 9255-K 10/16/2003 [Metal Cutting Compound (Qil-Type)

PMC 9256-B 1/8/2009 Bolt Release Compound (CFC-Free)

PMC 9257-Initial Issue 5/6/2003 Lubricant, Soap

PMC 9259-AK 12/22/2011 [Grinding Compound (Oil-Type)

PMC 9260-J 7/3/2003 CANCELLED: Metal Cutting Compound (Oil-Type)

PMC 9261-K 10/20/2003 [Metal Cutting Compound (Oil-Type)

PMC 9262-G 5/13/1996 |Machining Lubricant

PMC 9263-E 5/29/1998  [Low Speed Cutting Qil for Heavy Duty Application

PMC 9264-K 10/14/2009 [Metal Cutting Lubricant
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PMC 9265-F 9/29/2003 _ [Cutting Oil

PMC 9266-F 11/11/2009 _[Tapping Oil

PMC 9267-G 9/15/2006 Cutting Oil

PMC 9268-C 12/22/1998 |Multi-Purpose, Self-Cooling Machining and Dry-Film Lubricant

PMC 9269-C 12/22/1998 |Aluminum Cutting Fluid

PMC 9271-E 1/21/2010 [CANCELLED: Cutting Oil, Compounded Petroleum

PMC 9272-D 12/1/2003  [CANCELLED: Cutting Oil, Compounded Petroleum

PMC 9273-D 12/1/2003  |CANCELLED: Cutting Oil, Compounded Petroleum

PMC 9274-C 4/13/2005 |Metal Cutting Compound (Qil-Type)

PMC 9275-G 6/1/2006 Metal Cutting Compound (Oil-Type)

PMC 9277-B 6/16/2009 CANCELLED: Machining Oil

PMC 9278-G 11/20/2009 |Grinding Fluid (Oil Type)

PMC 9279-Initial Issue 3/3/2005 Grinding Fluid (Oil Type)

PMC 9280-Initial Issue 9/15/2006 IEr:ﬁict:irtlg?I Discharge Machining (EDM) Fluid Additive - Corrosion

PMC 9281-A 5/15/2009 |Grinding Fluid (Oil-Type)

PMC 9282-Initial Issue 9/16/2008 |Electrical Discharge Machining (EDM) Fluid

PMC 9283-Initial Issue 5/26/2009 [Electrical Discharge Machining (EDM) Dielectric Oil

PMC 9284-B 8/23/2010 |Electrical Discharge Machining (EDM) Fluid Additive

PMC 9285-Initial Issue 8/9/2011 Metal Cutting Compound, Water-Type

PMC 9303-E 6/2/1995 CANCELLED: Metal Cutting Compound (Water-Type)

PMC 9305-G 4/16/1997 CANCELLED: Soluble Cutting Oil

PMC 9307-Initial Issue 3/5/2003 Grinding Fluid (Oil-Type)

PMC 9312-G 2/21/1995 |CANCELLED: Soluble Cutting Concentrate (Non-Oily Type)

PMC 9318-W 4/10/2007  |Metal Cutting Compound, Water-Type

PMC 9320-U 1/20/2003  [Metal Cutting Compound, Water-Type

PMC 9321-L 6/24/2011 |Bactericide

PMC 9322-F 2/21/1995 |CANCELLED: Cutting Coolant

PMC 9323-H 2/21/1995 |CANCELLED: Cutting Coolant

PMC 9325-T 5/22/1996 |SUPERSEDED BY PMC 9318 - Metal Cutting Compound, Water-Type

PMC 9328-H 6/15/2007 |Metal Cutting Compound, Water-Type

PMC 9329-M 10/27/2005  [Tapping Oil

PMC 9330-E 2/21/1995 |CANCELLED: Cutting and Broaching Compound (Water-Type)

PMC 9331-E 2/21/1995 |CANCELLED: Cutting Polymer - Nalco 2175 Fluid Jet

PMC 9332-M 1/6/2010 Corrosion Inhibitor (Non-Nitride)

PMC 9333-L 7/17/2002  |Synthetic Grinding Coolant Compound

PMC 9334-E 3/31/1997 |CANCELLED: Tapping and Drilling Oil

PMC 9335-H 8/28/2000  |CANCELLED: Synthetic Cutting and Grinding, Coolant Compound

PMC 9336-C 2/21/1995 [CANCELLED: Synthetic Metal Cutting Coolant

PMC 9337-A 2/21/1995 [CANCELLED: Water-Soluble Broach Coolant

PMC 9338-A 2/21/1995 |CANCELLED: Coolant Conditioner

PMC 9339-A 2/21/1995 [CANCELLED: Water-Soluble Cutting and Grinding Coolant

PMC 9340-A 11/28/2001 [CANCELLED: Metal Cutting Compound, Water-Type, Diluted

PMC 9341-C 10/2/2002 CAN.CELLED: Metal Cutting Compound Additive, (Extreme Pressure
Lubricant)

PMC 9342-B 4/22/2009 |Metal Cutting Compound, Water-Type

PMC 9344-Initial Issue 9/15/2006 |Metal Cutting Compound, Water-Type

PMC 9345-M 1/25/2008 [CANCELLED: Metal Cutting Compound, Water Type

PMC 9346-H 4/9/2009 Metal Cutting Compound, Water-Type

PMC 9348-Initial Issue 7/12/2006 |Metal Cutting Compound Additive

PMC 9349-B 6/16/2009 [CANCELLED: Metal Cutting Compound Additive

PMC 9350-F 6/1/2001 Metal Cutting Compound Additive

PMC 9351-J 11/3/2006  |Metal Cutting Compound Biocide

PMC 9352-F 10/28/2003 |Metal Cutting Compound Biocide

PMC 9353-E 6/1/2001 Metal Cutting Compound Additive

PMC 9354-G 6/16/2004  |Metal Cutting Compound Additive

PMC 9355-G 3/9/2004 Metal Cutting Compound Additive (Foam Control)

PMC 9356-A 4/29/2004  |Metal Cutting Compound Additive

PMC 9357-C 4/16/2004  |Synthetic Grinding Fluid

PMC 9358-Initial Issue 4/1/2002 Foam Control

PMC 9359-B 11/9/2005  |Metal Cutting Compound, Water-Type
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PMC 9360-F 8/18/2011 |Metal Cutting Compound Additive (pH Buffer)

PMC 9361-Initial Issue 8/4/2006 Metal Cutting Compound Additive

PMC 9362-D 4/9/2010 Metal Cutting Compound, Water-Type

PMC 9363-D 9/28/2009  [Metal Cutting Compound, Water-Type, Chlorine-Free
PMC 9364-D 3/4/2011 Metal Cutting Compound, Water-Type, Heavy-Duty
PMC 9365-B 10/28/2009 [Metal Cutting and Grinding Compound, Water-Soluble Emulsifiable
PMC 9366-Initial Issue 2/19/2008  |Metal Cutting Compound Additive

PMC 9367-Initial Issue 12/5/2011  [Metal Cutting Compound Additive, Fungicide

PMC 9372-Initial Issue 6/6/2011 Semi-Synthetic Metalworking Fluid

PMC 9373-Initial Issue 6/7/2011 Synthetic Cutting and Grinding Coolant

PMC 9375-Initial Issue 6/29/2009  |Metal Cutting Compound, Water-Type

PMC 9376-A 4/24/2009  |Semi-Synthetic Metalworking Fluid

PMC 9377-Initial Issue 12/1/2008 [Metal Cutting Compound Additive

PMC 9378-A 6/16/2009 |CANCELLED: Synthetic Cutting And Grinding Coolant Compound
PMC 9379-Initial Issue 3/20/2008  |Synthetic Metal Cutting Compound

PMC 9380-N 1/7/2004 Inhibited Ethylene Glycol

PMC 9381-J 2/2/2005 Welding Machine Coolant

PMC 9382-H 10/6/2009  |Anti-Freeze, Inhibited Propylene Glycol, Non-Toxic
PMC 9383-F 10/1/2004  [Synthetic Metal Cutting Compound

PMC 9385-C 4/2/2003 Propylene Glycol

PMC 9386-Initial Issue 3/13/2006 |Metal Cutting Compound, Water-Type

PMC 9387-L 4/14/2009  [Metal Cutting Compound, Water-Type

PMC 9388-A 10/19/2005 [CANCELLED: Metal Cutting Compound, Water-Type
PMC 9389-A 8/10/2004 |Metal Cutting Compound, Water-Type

PMC 9390-L 3/13/2009 |Metal Cutting Compound, Water-Type

PMC 9391-A 2/6/2009 Synthetic Cutting and Grinding Coolant Compound
PMC 9392-A 4/4/2006 Metal Cutting Compound, Water-Type

PMC 9393-E 6/29/2009 |Metal Cutting Compound, Water-Type

PMC 9394-D 9/24/2007 __ [Semi-Synthetic Metalworking Fluid

PMC 9395-B 6/23/2006  |Semi-Synthetic Metalworking Fluid

PMC 9396-B 10/27/2005 [Synthetic Cutting And Grinding Coolant Compound
PMC 9397-F 7/30/2010 |Semi-Synthetic Metalworking Fluid

PMC 9398-E 4/9/2009 Synthetic Cutting and Grinding Coolant Compound
PMC 9399-J 3/9/2005 Synthetic Cutting and Grinding Coolant Compound
PMC 9401-H 11/19/2002 [Die Release Compound

PMC 9412-R 4/20/2010 |High Temperature Masking Wax Compound

PMC 9418-G 1/6/1999 Gear-Marking Compound

PMC 9424-J 8/2/2004 High Temperature Masking Wax Compound

PMC 9425-A 6/14/2006 [Coolant, Slip Ring

PMC 9426-K 3/3/2003 CANCELLED: Fluorescent Penetrant, (Normal Sensitivity)
PMC 9432-E 9/10/2003  |CANCELLED: Parting Agent

PMC 9442-E 12/22/1998 [Fluorescent Tracer Liguid Coating

PMC 9443-E 12/22/1998 |Fluorescent Tracer Liquid Coating

PMC 9445-E 12/22/1998 [Gear-Marking Compound (Orange)

PMC 9446-C 11/19/2002 |Fuel Additive

PMC 9448-D 6/4/2010 Honing Oil

PMC 9449-Initial Issue 4/15/2004  |Lubricating and Cutting Fluid

PMC 9450-B 10/16/2003 [Castor Oil Complex

PMC 9451-A 6/6/2003 CANCELLED: Paraffin Oil

PMC 9452-A 12/22/1998 |Peanut Oil

PMC 9455-Initial Issue 10/15/2001 [Lubricant, Nylon Brush

PMC 9456-Initial Issue 9/4/2007 Air Tool Oil

PMC 9457-B 1/20/2003 _ |Drawing Compound (Water-Emulsifiable)

PMC 9458-Initial Issue 3/22/2011  |Mineral Oil

PMC 9459-Initial Issue 6/9/2005 Honing Oil

PMC 9460-D 7/12/2011  [Electrical Insulating Oil

PMC 9462-C 7/23/2009 [Paraffin Wax Blend

PMC 9463-A 8/27/2007  |Beeswax

PMC 9464-A 7/14/2009 |CANCELLED and SUPERSEDED by PMC 9462 - Paraffin Wax Blend
PMC 9465-Initial Issue 12/21/2007 [Lubricant, High Temperature w/PTFE

PMC 9466-Initial Issue 12/21/2007 [Dry Film Lubricant (Electrical Grade Silicone)

PMC 9496-D 6/21/2011 |Quenching Oil

PMC 9497-Initial Issue 2/6/2007 Wax, Paste

PMC 9498-Initial Issue 1/19/2007 Heat Transfer Fluid, Water Based

PMC 9499-Initial Issue 9/19/2005 |Deicing Fluid, Ethylene Glycol/Water

PMC 9500-A 5/20/2005 |Polyalkylene Glycol/Water Quenchant

PMC 9501-T 6/30/2010  [CANCELLED: Quenching QOil
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PMC 9502-C 1/20/2003  [Heat Transfer Fluid, High Efficiency

PMC 9503-G 7/27/2010  [Penetrating Fluid, Oil-Type

PMC 9504-L 1/20/2003 Castor Oil (Grade AA)

PMC 9508-J 10/16/2003 |Polyalkylene Glycol/Water Quenchant

PMC 9511-N 10/14/2009 [Lubricant, Powdered Graphite

PMC 9512-Y 2/15/2011 Glycerin

PMC 9515-M 10/7/2004 Neatsfoot Oil

PMC 9520-AA 10/2/2009  |Heat Transfer Oil

PMC 9521-H 10/2/2002  |CANCELLED: Air Filter Oil

PMC 9522-H 7/16/2009  [Colloidal Graphite, Water-Dispersion

PMC 9523-M 5/29/2003 Lubricant, Molybdenum Disulfide Powder
PMC 9527-J 1/20/2003  |Fluid (Hardening Atmosphere)

PMC 9534-M 1/20/2003  [Gage Lubricant

PMC 9536-N 5/13/2005  [Drawing Compound

PMC 9538-J 1/20/2003  [Blanking Compound

PMC 9543-J 10/19/2005 [CANCELLED: Rust Removing Solution
PMC 9545-T 1/12/2007  [Penetrating Fluid (Oil-Type)

PMC 9551-AH 10/26/2009 |Masking Wax Compound

PMC 9552-N 10/12/2004 [Paraffin Wax

PMC 9554-L 5/7/2007 CANCELLED: Dry Film Drawing Compound
PMC 9555-C 1/5/1999 Masking Wax Compound, Low Melting Point
PMC 9558-G 4/14/2000 [CANCELLED: Drawing Lubricant

PMC 9564-D 10/28/2009 [Drawing Compound (Water Soluble)

PMC 9565-J 7/27/2004  |Modeling Clay

PMC 9566-P 6/20/2006  |Anti-Seize Compound

PMC 9567-H 3/12/2003 Filter Powder

PMC 9569-L 11/20/2007 |Leak Test Fluid

PMC 9570-J 9/9/2004 Oxidation Inhibitor

PMC 9572-G 4/2/2003 Activated Charcoal or Carbon

PMC 9574-K 7/5/2006 Activated Carbon

PMC 9578-M 9/25/2006  [Wax, Paste

PMC 9586-H 1/20/2003  [Lubricating and Cutting Fluid

PMC 9587-G 1/6/1999 Carnauba Wax (#1 Grade)

PMC 9598-J 8/9/2006 Fluorescent Developer

PMC 9599-F 8/4/1998 Cetyl Alcohol CH3(CH,);5 OH

PMC 9600-AV 7/11/2011  |Table Way Oil

PMC 9601-M 10/20/2000  [Multi-Purpose Automotive Gear Lubricant (SAE 90)
PMC 9602-AM 7/21/2010  [Table Way Oil

PMC 9608-G 5/16/1996  [Resistance Welder Grease

PMC 9609-AC 8/14/2006  |White Petrolatum

PMC 9612-V 4/8/2005 Multi-Purpose EP-Type Grease

PMC 9614-K 8/18/2009 |High Temperature Grease

PMC 9615-J 12/2/2002  [High Temperature Grease (Bentonite-Type)
PMC 9616-K 5/16/1996  |Bearing Grease

PMC 9617-G 1/6/1999 Lubricant, Center

PMC 9618-L 12/2/2002  [Silicone Oil-Lithium Soap-Type Grease
PMC 9619-G 5/16/1996  |Solvent-Resistant Grease

PMC 9620-J 5/16/1996  |Wheel Bearing Grease

PMC 9622-J 5/16/1996  [High and Low Temperature Bearing Grease
PMC 9625-U 12/21/2007 ?g;;z;ft and Instrument Grease (High & Low Temperature) MIL-PRF-
PMC 9626-K 8/18/2011 |Bearing Grease

PMC 9627-L 11/5/2003 [Graphited Cup Grease

PMC 9630-L 8/18/2009  [Extreme Pressure Grease

PMC 9631-G 5/16/1996  [High Temperature Grease (Bentonite-Type)
PMC 9634-G 5/16/1996 |Bearing Grease

PMC 9635-M 1/28/2003 [Lubricating Grease General Purpose Aircraft, (MIL-PRF-81322)
PMC 9636-M 9/24/2009 |CANCELLED: Tachometer Cable Lubricant (14-L-3C)
PMC 9637-P 2/28/2005  |Multi-Purpose Plain Bearing Grease

PMC 9638-J 5/16/1996 |Bearing Grease

PMC 9639-N 4/11/2007  |Lubricating Grease

PMC 9641-H 5/16/1996 |Bearing Grease

PMC 9642-R 5/2/2011 Lubricating Grease

PMC 9643-G 7/25/2005 |CANCELLED: Lubricating Grease

PMC 9644-J 3/7/2008 Lubricating Grease

PMC 9645-B 2/1/1999 CANCELLED: Lubricant - MIL-T-5544
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PMC 9646-B 6/11/1996 |High Temperature Grease

PMC 9647-F 2/13/2007  |Lubricant, Grease, Heavy Duty, LOX Compatible

PMC 9648-D 1/8/1999 Lubricant, Grease, Chlorofluorocarbon

PMC 9650-J 6/11/1996  [Water Pump Grease

PMC 9651-Initial Issue 11/3/2004 _ |Dielectric Grease

PMC 9652-N 7/8/2009 Graphite Grease
CANCELLED: Extreme-Temperature-Range, Lubricant

PMC 9654-G 11/16/2005 (-100F to 600F)

PMC 9655-G 7/8/2009 Forging Lubricant (Silicated Graphite)

PMC 9656-C 1/8/1999 Lubricant, Encapsulation Die

PMC 9657-C 8/5/2003 CANCELLED: Lubricant, Grease, High Temperature, LOX Compatible

PMC 9658-B 2/22/2011  [Lubricant, Grease, Graphite Anti-Seize

PMC 9659-Initial Issue 11/16/2005 [Lubricating Grease

PMC 9660-Initial Issue 1/19/2006  [Grease, Heavy-Duty

PMC 9661-Initial Issue 3/8/2006 Table Way Oil

PMC 9662-Initial Issue 7/1/2008 Lubricant, Jig Grinder

PMC 9663-Initial Issue 2/25/2011 |Lubricant, Power Tool

PMC 9675-AC 7/11/2011  |Extreme-Pressure Gear Oil

PMC 9676-AG 7/11/2011  [Extreme-Pressure Gear Oil

PMC 9678-L 10/20/2000 [Multi-Purpose Automotive Gear Lubricant (SAE 140)

PMC 9679-L 10/20/2000 [Multi-Purpose Automotive Gear Lubricant (SAE 80)

PMC 9681-H 10/27/2009 |CANCELLED: Cylinder Qil

PMC 9682-K 9/12/2006  [Gear Lubricant

PMC 9684-L 3/5/2003 High Temperature Grease

PMC 9685-V 7/13/2009 |CANCELLED: Multi-Purpose Lubricating Grease

PMC 9686-L 10/20/2000 [Limited-Slip Differential Oil (Thorton Power-Loc)

PMC 9687-J 10/5/2000 [Limited-Slip Differential Oil (SAE 90, Mack)

PMC 9688-J 10/20/2000 _|Limited-Slip Differential Oil (SAE 140, Mack)

PMC 9689-H 12/2/2002 LL_Jbricating Grease (For Automatic Lubrication Systems in Proximity to
High Temperature)

PMC 9690-Initial Issue 1/26/2009  |Grease, Contact Lubricant

PMC 9701-K 1/13/1999 [Stop-Off Lacquer

PMC 9702-K 9/9/2004 Stop-Off Lacquer Thinner

PMC 9704-J 7/8/2003 Stop-Off Lacquer

PMC 9712-R 11/4/2008 [Spray Booth Coating

PMC 9718-J 3/15/2006 |Enamel, Alkyd, Lusterless, Green

PMC 9723-K 10/19/2005 [CANCELLED: Carburizing Stop-Off Material

PMC 9726-N 2/15/2011 [Hydrated Ferric Chloride

PMC 9737-U 2/19/1998  [Cellulose Nitrate Solution

PMC 9738-J 1/22/1999 |CANCELLED: Silicon Powder, Pure, Sub 325 Mesh

PMC 9739-L 9/26/2000 CANCELLED: Aluminum Powder, Pure

PMC 9745-M 2/4/2005 Aluminum Powder, Pure, #400 Mesh Atomized

PMC 9749-J 7/3/1997 CANCELLED: Yellow Lacquer

PMC 9753-L 11/3/2005 [Chromium Powder, Briquettes, and Rocks - Pure

PMC 9755-D 6/11/1998  |Hydroxypropyl Cellulose Powder

PMC 9756-H 1/18/1999 |Lithium Fluoride Powder

PMC 9757-H 7/30/1997 g;elij::lg)Alloy Stop-Off Compound (Green Stop-Off Type II, Water

PMC 9773-F 6/20/2011  |Stop-Off Lacquer

PMC 9774-H 10/20/2003 |Shellac, 3 Ib. Or 4 Ib. Cut

PMC 9775-E 6/6/2003 CANCELLED: Paint - Touch-Up for PWA 77

PMC 9776-D 6/6/2003 CANCELLED: Thinner - Paint

PMC 9777-B 7/3/1997 CANCELLED: D363Fluorescent Paint Additive

PMC 9778-E 7/8/2003 Stop-Off Lacquer

PMC 9779-C 7/8/2003 Thinner for PMC 9778

PMC 9781-E 6/10/2010  [Brazing Alloy Stop-Off Compound (Yellow Stop-Off Type II)

PMC 9785-Initial Issue 6/30/2008  |Paint, Fast Dry Acrylic Enamel

PMC 9786-A 9/21/2006 |Paint, Aluminum, High Heat Resistant

PMC 9787-A 8/28/2007 |Grease, Extra High-Temperature

PMC 9788-Initial Issue 5/9/2007 Brazing Alloy Stop-Off Compound (Blue Stop-Off Type II)

PMC 9789-Initial Issue 5/9/2007 Brazing Alloy Stop-Off Compound (White Stop-Off Type 11)

PMC 9790-A 7/14/2008 |Brazing Alloy Stop-Off Compound

PMC 9791-Initial Issue 5/24/2007 |Paint, Gray Urethane Alkyd Gloss Enamel

PMC 9792-Initial Issue 7/31/2004  |Spray Paint

PMC 9793-Initial Issue 6/30/2008 Primer, Silicone Resin

PMC 9794-D 7/29/2011  |Epoxy

PMC 9795-Initial Issue 5/18/2011  [Touch-up, Anodizing Aluminum

PMC 9797-Initial Issue 8/1/2011 Epoxy Topcoat

PMC 9796-Initial Issue 7/5/2011 Primer, Epoxy Strontium Chromate, Green
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PMC 9799-K 3/15/2011 |Reinstated: Silicone Fluid, Fuel System Preservation

PMC 9801-T 10/20/2000 [Spindle Lubricating Oil (60 Second Viscosity)

PMC 9803-Y 10/20/2000 [Spindle Lubricating Oil

PMC 9805-AG 12/8/2006 |Hydraulic Oil

PMC 9807-AH 9/28/2009 |Lubrication & Hydraulic Oil

PMC 9810-AA 7/21/2010  |Hydraulic Oil (600 Second Viscosity)

PMC 9812-G 7/26/2010 Hydraulic Fluid, MIL-PRF-83282

PMC 9814-Y 7/21/2010  [Compounded Hydraulic Oil (300 Second Viscosity)

PMC 9820-H 11/4/2011  |Converted to MSM 9820 - Light Turbine Oil

PMC 9821-AC 7/29/2011  [Detergent Dispersant Hydraulic Oil

PMC 9822-H 10/19/2005 [CANCELLED: Lubrication Conditioner

PMC 9823-E 7/3/2003 Compressor Fluid, Synthetic

PMC 9824-D 3/2/2005 CANCELLED: Compressor Fluid, Synthetic

PMC 9825-W 7/21/2010 Hydraulic Oil, 200 SUS, Anti-Wear

PMC 9826-AV 7/11/2011 Hydraulic Oil, 150 SUS

PMC 9827-J 10/2/1998 [CANCELLED: Lubricating Oil (MIL-L-6082, Grade 1065)

PMC 9828-P 9/28/2009  [Hydraulic Oil 150 SUS

PMC 9830-R 2/10/2010  [CANCELLED: Inhibited Hydraulic Oil (200 Second Viscosity)

PMC 9831-T 7/21/2010  |Inhibited Hydraulic Oil (300 Second Viscosity)

PMC 9832-H 1/20/2003  [Hydraulic Fluid, Polyol Ester, Fire-Resistant Type

PMC 9834-AB 7/21/2010 Inhibited Hydraulic Oil

PMC 9835-C 2/1/2006 Hydraulic Fluid, Polyol Ester, Fire-Resistant Type

PMC 9837-C 2/1/2006 CANCELLED: Hydraulic Fluid, Polyol Ester, Fire-Resistant Type

PMC 9839-L 7/23/2003 |Variable Speed Transmission Fluid

PMC 9840-V 3/10/2009  |Aircraft Hydraulic Oil, Petroleum-Base, MIL-H-5606

PMC 9843-N 3/29/2001 CANCELLED: Hydraulic Fluid, Phosphate, Ester, Fire Resistant Type,
(Viscosity Approx. 450 Seconds)

PMC 9844-P 4/9/2003 Fire Resistant Hydraulic Fluid, Water Base

PMC 9845-H 12/1/2003 CANCELLED: Hydraulic Fluid

PMC 9846-K 10/23/2000 [Hydraulic Brake Fluid

PMC 9847-J 12/8/2004 [CANCELLED: Automatic Transmission Fluid TypeC-1 (Allison)

PMC 9848-K 10/23/2000 [Automatic Transmission Fluid (Ford)

PMC 9849-L 10/23/2000 CANCELLED: MSM 9849 - Diesel Engine Lubricating Oil, Series 3,
SAE 10W
CANCELLED: MSM 9850 - Diesel Engine Lubricating Oil, Series 3,

PMC 9850-K 10/23/2000 SAE 20/20W

PMC 9851-J 1/28/2003  [Lubricating Oil, General Purpose, Low Temperature, MIL-PRF-7870

PMC 9852-AE 6/9/2004 Fuel System Preservation Oil, MIL-PRF-6081, Grade 1010

PMC 9853-N 10/23/2000 |Oil, Automotive Engine Lubricating SAE 15W-40

PMC 9854-J 10/23/2000 [Oil, Automotive Engine Lubricating SAE 20/20W

PMC 9855-J 10/2/1998 [CANCELLED: Aircraft Engine Lubricating Oil MIL-L-6082, Grade 1065

PMC 9856-H 10/2/1998 |CANCELLED: Aircraft Engine Lubricating Oil MIL-L-6082, Grade 1100

PMC 9858-N 10/20/2000 [Automotive Crankcase Oil (SAE 20)

PMC 9859-T 10/20/2000 [Automotive Crankcase Oil (SAE 30)

PMC 9860-M 10/20/2000 [Oil, Automotive Engine Lubricating SAE 40

PMC 9862-AB 7/21/2010  [Vacuum Pump Oil

PMC 9863-Y 10/20/2000 |Automatic Transmission Fluid Type A, Suffix A (DEXRON® II)

PMC 9864-T 10/20/2000 [Diesel Engine Crankcase Oil Series 3 (SAE 30)

PMC 9866-P 2/15/2007  [Crankshaft Bolt Lubricant

PMC 9867-P 9/28/2009 |Refrigerant Compressor Lubricating Oil, Low Temperature

PMC 9868-R 9/28/2009  |Refrigerant Compressor Lubricating Oil, Low Temperature

PMC 9869-H 9/9/2004 Refrigerant Compressor Lubricating Oil, Low Temperature

PMC 9870-L 3/15/2005  [Qil, Air Compressor

PMC 9871-P 10/20/2000 [Oil, Automotive Engine Lubricating, SAE 30

PMC 9873-N 9/12/2006 _ [Compounded Steam Cylinder Oil

PMC 9874-AB 5/8/2008 Lubricant, Aircraft Turbine Engine (PWA 521 Type |) MIL-PRF-7808,
Grade 3

PMC 9875-R 4/20/2004 |Gas Turbine Synthetic Lubricating and Preservative Oil, MIL-PRF-8188

PMC 9876-H 3/5/2003 Lubricating Oil, Gear, Petroleum-Base MIL-PRF-6086, Grade M

PMC 9877-C 7/31/2009 |Silicone Lubricating Oil

PMC 9878-H 10/25/2000 [Diffusion Pump Fluid (Dioctyl-Phthalate Type)

PMC 9881-AC 3/7/2008 Lubricating Oil

PMC 9882-L 6/29/2007  |Fire-Resistant Hydraulic Fluid Inhibitor

PMC 9884-L 1/20/2003  [Hydraulic Fluid, Fire-Resistant Type

PMC 9885-J 10/25/2000 |Diffusion Pump Fluid

PMC 9886-H 10/26/2011 [Compounded Hydraulic Oil (155 Viscosity)

PMC 9887-N 11/4/2011 |Converted to MSM 9887 - Vacuum Pump Oil

PMC 9888-D 11/4/2011 [Converted to MSM 9888 - Vacuum Pump Qil, Medium-Heavy

PMC 9889-C 3/10/2003 _ [Spindle Lubricating Oil
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PMC 9890-Y 7/22/2009 |Silicone Liquid (5 Centistokes Viscosity)
PMC 9891-L 8/5/2003 CANCELLED: Silicone Liquid

PMC 9892-M 7/22/2009 |Silicone Liguid (20 Centistokes Viscosity)
PMC 9893-L 6/8/2011 Silicone Fluid, Fuel System Preservation
PMC 9894-AA 1/12/2010 [Silicone Defoamer (For Aqueous Solutions)
PMC 9895-M 8/20/2001 _|Silicone Fluid

PMC 9896-V 10/20/2000 [Diffusion Pump Fluid (Silicone Type)

PMC 9898-P 7/22/2009  [Silicone Liquid (10 Centistokes Viscosity)
PMC 9899-G 10/25/2000 [Diffusion Pump Fluid

PMC 9902-G 3/5/2003 Anti-Seize Lubricant

PMC 9903-N 5/27/2008 |Rivet Lubricant

PMC 9904-F 1/31/1996  |CANCELLED: Silicone Lubricant (Heavy Duty)
PMC 9905-B 10/25/2000 _[Lubricating Oil

PMC 9907-B 10/25/2000 _|[Lubricating Oil

PMC 9908-B 1/14/2004 Defoamer

PMC 9911-Initial Issue 1/19/2006 [Hydraulic Oil Booster and Stop Leak

PMC 9923-Initial Issue 6/25/2002 |Sealing Paste, Polytetrafluoroethylene

PMC 9925-G 6/18/1998  |Sealing Compound

PMC 9926-J 7/16/2001  |Sealing Compound

PMC 9929-G 1/21/1999 [Sealing Compound

PMC 9934-T 3/5/2008 Lubricant, Dry Film

PMC 9935-H 11/14/2002 |Sealing Compound

PMC 9936-L 10/22/2003 [CANCELLED: Compound, Anti-Seize and Anti-Galling
PMC 9940-J 7/17/2002  |Lubricant, Thread

PMC 9946-N 10/14/2009 [Powder, Graphite

PMC 9952-L 7/17/2006 |Sealing Paste, Polytetrafluoroethylene

PMC 9958-J 3/19/2003 |Stabilizing Compound, Thermoplastic Type
PMC 9960-N 7/14/2011 |Stabilizing Compound, Thermoplastic Type
PMC 9961-H 4/5/2000 Polytetrafluoroethylene, Cryogenic Sealing
PMC 9962-H 3/19/2003 |CANCELLED: Stabilizing Compound, Thermoplastic Type
PMC 9963-H 1/20/2004  [Parting Compound

PMC 9965-P 1/9/2007 Adhesive Sealant

PMC 9967-E 8/7/1995 Lubricant - Hot Titanium Forming

PMC 9968-R 7/14/2011 |Stabilizing Compound, Thermoplastic Type
PMC 9969-M 6/20/2008  [Casting Wax

PMC 9972-K 7/14/2011 |Stabilizing Compound, Thermoplastic Type
PMC 9975-R 6/8/2005 Breather Material

PMC 9976-K 8/25/2009 |Release Fabric

PMC 9977-U 2/22/2008  |Release Film

PMC 9979-G 10/22/2003 |CANCELLED: Wax, Mold Release

PMC 9980-K 7/14/2011  |Thermoplastic Encapsulating Compound
PMC 9981-F 4/29/2009 | Thermoplastic Rubber (Hot Dipping)

PMC 9982-E 8/21/1996 [Cellulose Acetate Butyrate Hot Dip

PMC 9983-A 1/31/1996  |CANCELLED: Mold Release Agent

PMC 9984-C 6/6/2003 CANCELLED: Release Fabric

PMC 9985-B 1/25/1999 [Release Fabric, High Temperature and High Pressure
PMC 9986-A 9/8/1995 Release Film

PMC 9987-A 2/10/1999 |Glass Fabric, Porous Teflon Coated

PMC 9988-B 7/14/2011  |Thermoplastic Encapsulating Compound (Non-Fiberglass)
PMC 9989-Initial Issue 4/19/1999 Release Fabric, Tear Resistant, Non-Coated
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